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EDITORIAL 
 
 

2013 was a very 
successful but also 
challenging year for  
PSI’s Electrochemistry 
Laboratory. Last year 
significant efforts have 
been centered around 
setting up large scale 
proposals within energy 
research in Switzerland.  
In the Electrochemistry 
Laboratory we have 
coordinated the activities 
of more than 20 aca-
demic research partners 

within the application for a Swiss Competence Center 
of Energy Research (SCCER) in the field of energy 
storage. The proposal was finally granted in fall 2013. 
Since the beginning of 2014, PSI’s General Energy 
Department and its Electrochemistry Laboratory are 
proudly hosting and heading the new SCCER Heat & 
Electricity Storage: Materials, Systems and Modeling, a 
three-year multi-disciplinary and inter-institutional 
nationwide virtual competence center working on 
innovative pathways for the grand challenge of energy 
storage in an energy landscape dominated by 
renewable energies. In addition to this, researchers 
from the Electrochemistry Laboratory are leading a 
work package within another newly established center, 
SCCER Mobility, working on innovative, novel designs 
for polymer electrolyte fuel cells for automotive 
applications. This big success in acquisition of large 
scale projects, however, also brings responsibilities and 
challenges for the Laboratory with respect to integration 
of many new employees.  

In retrospective, 2013 was also specifically successful 
for five of our PhD students with the final exam of their 
dissertation to acquire the doctoral degree. Here, we 
want to congratulate again and wish all the best for their 
future life after PSI. These PhD students together with 
all other researchers in the Electrochemistry Laboratory 
contributed continually and successfully to the 46 peer 
reviewed publications and book chapters published in 
2013 demonstrating our strong contribution to the field 
of electrochemical energy conversion and storage. 
Highlights from our work are summarized in 43 
contributions to this report displaying the wide spectrum 
of scientific work from fundamental electrochemistry 
and materials science, electrocatalysis, development 
and application of advanced in situ diagnostic tools, up 
to the successful engineering on the system level. 

Our PSI Electrochemistry Symposium, held on April 24, 
2013, has established itself as an international event 
and was attended by more than 120 registered 
participants. In 2013, the Symposium was entitled 
Insights from the inside: Imaging Electrochemical 
Systems and focused on different imaging techniques 
in order to obtain in situ information on electrochemical 
systems. We again have been able to invite highly 
recognized scientists talking about their specialities: 

W. Schuhmann (University of Bochum), O. Magnussen 
(University of Kiel), R. Kostecki (Lawrence Berkeley 
National Laboratory), P. Boillat (Paul Scherrer Institut), 
K. Mayrhofer (Max-Planck-Institut für Eisenforschung 
Düsseldorf), and F.N. Büchi (Paul Scherrer Institut) all 
shared their insights on length scales from atomic  
to millimeter resolutions providing fascinating images  
of electrodes, catalysts and cells. In 2014 we will 
celebrate already the 30P

th
P Electrochemistry Symposium 

(originally implemented in 1987 by O. Haas) to be held 
on May 7 entitled Oxygen: Airborne Energy Conversion 
and Storage.  

In summary, PSI’s Electrochemistry Laboratory and all 
its members created a very successful year 2013 and 
demonstrated to be at the pulse of impacting research 
and development within electrochemical energy storage 
and conversion, a field whose importance is still about 
to grow within the next years.  

 

Thomas J. Schmidt 
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THE ELECTROCHEMISTRY LABORATORY 
AT A GLANCE 
 

 

 

 

 

 

 

 

PSI’s Electrochemistry Laboratory is Switzerland’s 
largest Center for Electrochemical Research with around 
60 employees. Our mission is to advance the scientific 
and technological understanding of electrochemical 
energy storage and conversion specifically in the context 
of a sustainable energy system, in which renewable 
energy is required to be stored in batteries or chemicals 
as e.g., hydrogen and (re-)converted into electricity. Our 
applied fundamental R & D, hence, is focused on 
devices like batteries - specifically Li- and Na-based 
systems -, supercapacitors, polymer electrolyte fuel cells 
and electrolyzers, respectively. 

 

 

 

 

 

 
As a research institute’s laboratory we are bridging the 
gap between fundamental science and applied 
engineering by answering both academically as well as 
industrially relevant questions. For all outlined devices 
we not only develop fundamental understanding of 
materials on atomic and molecular level (electrochemical 
materials sciences and electrocatalysis), but also on the 
applied development of technical cells and devices, e.g., 
fuel cell systems. 

On all technical complexity levels, we are developing 
and utilizing advanced in situ diagnostic tools to gain 
insights on properties and processes from the 
nanometer to the centimeter scale, respectively, often 
making use of PSI’s unique large scale facilities.  

 

 Our Mission 
 Advancement of electrochemical energy storage and conversion by 

• developing novel electrochemical materials, cells and devices 

• providing insights into electrochemical materials, cells and device properties 
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 Electrochemical Energy Storage 
 

 
The vision of the Electrochemical Energy Storage 
Section is the development of the best energy storage 
system. 

We work on rechargeable batteries, mainly lithium and 
sodium based. The scientific goal is a profound 
understanding of electrochemical processes in complex 
nonaqueous systems. In particular, of utmost scientific 
interest are the numerous interactions of all components 
of electrochemical energy storage systems (batteries, 
supercapacitors, and hybrids) determining the safety and 
life time of such systems.  

 
Multi-channel battery testing facilities. 

The work equally considers the synthesis of novel 
materials for electrochemical energy storage and the 
modification of known materials (e.g., carbon), and 
material characterization, keeping in mind the entire 
span from basic science to industrial applications. To 
answer the scientific questions, we develop various 
sophisticated in situ methods for use in the field of 
nonaqueous solid-state electrochemistry and investigate 
the physical and electrochemical properties of insertion 
materials and electrochemical interfaces in situ. Also, we 
do electrochemical engineering work on three-
dimensional electrodes and characterize industrial 
batteries and battery systems. 

 

 

 
 Electrochemical Energy Conversion 
 

 
The Electrochemical Energy Conversion Section is 
focused on the development and in-depth understanding 
of materials, processes and devices for the conversion of 
renewable energy into electricity or chemical energy 
carriers. Especially in the context of a sustainable energy 
system utilizing hydrogen as an energy carrier and its 
electrochemical energy conversion is of particular 
importance.  

In this topical context our goal is the in-depth 
understanding of technologies like Polymer Electrolyte 
Fuel Cells (PEFC), Polymer Electrolyte Electrolyzer 
Cells (PEEC) for water electrolysis and processes like 
the co-electrolysis of COR2R and water, respectively. In 
addition, materials are being developed for small-scale 
redox flow cells. 

The R&D strategy involves activities on four pathways: i) 
system, stack and cell engineering; ii) membrane 
development based on PSI’s own radiation-grafting 
technology and the development of cell components; iii) 
research in electrocatalysis and the reaction kinetics of 
the important reactions (e.g., the oxygen electrode 
reactions) for improved understanding of intrinsically 
limiting factors; and iv) the development and application 
of advanced in situ diagnostic tools on stack, cell and 
component levels including analyses of the electrode-
electrolyte interface.  

 
Characterization of a Polymer Electrolyte Fuel Cell with locally 
resolved analytical tools. 
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 Hydrogen fuel cell based range extender for electric passenger car 
J. Bernard1, U. Hannesen1, D. Corson1, R. Gashi1, M. Hofer, C. Peter, S. Reinauer1, E. Saade1,  
D. Schmid1, T.J. Schmidt, A. Closset1, F.N. Büchi  

phone: +41 56 310 2541, e-mail: felix.buechi@psi.ch 

 
 
A short driving range and long charging times are the 
main drawbacks of today’s battery electric vehicles. The 
limited driving range is a consequence of the state of the 
art energy density of the battery technology.  

A solution for extending the range is the addition of a 
second energy storage based on the high energy densi-
ty of a chemical fuel. In commercial vehicles, this addi-
tional energy storage is based on gasoline (Chevrolet 
Volt, BMW i3) where a combustion engine drives a gen-
erator. Also hydrogen is a chemical fuel with high energy 
density. When hydrogen is converted to electricity with a 
fuel cell, then the range of battery electric cars can be 
extended in purely electric driving mode. 

Vehicle 

A Fiat 500 converted to a battery electric vehicle by 
Kamoo (Kamoo AG, Switzerland) has been used as 
platform and a hydrogen tank and fuel cell range ex-
tender (in front motor compartment, see Figure 1) were 
integrated. Table 1 lists the relevant properties of the 
vehicle with and without hydrogen fuel cell range ex-
tender. 

 

 
Figure 1. Top: Fiat 500 electric; bottom: integration of fuel cell 
system in front motor compartment. 

 

Driving Data  

Data from public road driving is shown in Figure 2. Data 
was recorded during a 5.8 h drive over 425 km. The 
average speed was 72.7 km/h and the top speed 
110 km/h. At the end of this drive test the battery and the 
hydrogen tank were emptied. 

 

Fiat 500 electric  

Weight (incl. battery)  1150 kg 

Battery type Li Ion 
Battery capacity 31 kWh 

Range with battery ca. 200 km 

Weight (incl. battery & range extender) 1300 kg 
Fuel cell system type PEFC 

Fuel cell system power 10 kW 
Capacity hydrogen tank 1.7 kg 

Range with range extender 350 - 400 km 

Table 1. Properties of Fiat 500 battery electric vehicle with and 
without hydrogen fuel cell range extender. 

 

 

 
Figure 2. Driving data: speed, state of charge of battery and 
hydrogen tank pressure as function of distance. 

Conclusion  

The addition of a hydrogen fuel cell range extender has 
increased the range of the battery electric vehicle by 
about a factor of 2. Further more the hydrogen tank can 
be refilled in few minutes, eliminating long battery charg-
ing if required for extending the driving range. 

Acknowledgment  

The vehicle has been engineered by Belenos Clean 
Power (BCP), the hydrogen fuel cell development is a 
joint project between PSI and BCP. 

1 Belenos Clean Power Holding AG, Biel/Bienne 
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 On the durability of H2/O2 polymer electrolyte fuel cells 
F.N. Büchi, M. Hofer, C. Peter, U. Hannesen1, J. Bernard1, A. Closset1, T.J. Schmidt 

phone: +41 56 310 2541, e-mail: felix.buechi@psi.ch 

 
 
Longevity is one of the major shortcomings of polymer 
electrolyte fuel cell technology (PEFC) for the use in 
many targeted applications, though durability goals vary 
significantly for the different utilizations. From few 
hundred hours for uninterruptible power supplies (UPS), 
around 5000 h for passenger cars to more than 40’000 
hours in combined heat and power applications are 
required. 
 
Durability is strongly dependent on the conditions in the 
application, i.e. dynamics of operation and frequency of 
start/stop events. If voltage degradation, and not 
catastrophic events such as membrane failure determine 
the durability of the fuel cell system, then the service life 
can be estimated from the voltage degradation rate. So 
when i.e. a cell voltage loss of 100 mV defines the end 
of life a durability of 5000 hours requires a voltage 
degradation rate in the order of 20 µV/h or less.  
 
When PEFC are operated with pure oxygen much less 
data is available than for the operation with air at the 
cathode. While the use of oxygen avoids degradation 
mechanism related to contamination, the high oxygen 

partial pressure is of concern for the durability of the 
membrane ionomer and the catalyst support. 
 
Therefore long-term experiments have been carried out 
to determine the degradation rates achieved with 
commercial membrane/electrode components. 

Experimental 

All experiments were carried out with H2/O2 in cells with 
approx. 200 cm2 active area and were obtained in sub-
stacks of 3 to 6 cells at a stack temperature of 75 °C and 
gas pressures of 2.5 bar(abs). In flow through 
experiments, where the off-gas is lost, the gases were 
humidified to a dew point of 60 °C. In the experiments 
with system configuration, the gas utilization was close 
to 100% and the humidification was relying on the 
humidity of the recirculated gases that are mixed with 
the fresh dry gasses.  

Two similar cyclic current protocols with 3 current 
density levels (0.17 – 0.34 – 0.84 and 0.34 – 0.68 – 
1.68 A/cm2) and a duration of 70 s for one cycle were 
used.  

 

 

 
Figure 1. Cell voltage degradation rates (average voltage from 3-cell sub-stacks) measured in flow through experiments at 75 °C, 
gas pressures of 2.5 bar, stoichiometries of 1.3/1.5 and dew points of 60°C; a,b) for 0.17-0.34-0.84 A/cm2 cycle; c,d) for  
0.34-0.68-1.68 A/cm2 cycle.  

 

1 Belenos Clean Power Holding AG, Biel/Bienne 
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Figure 2. Top: cell voltage degradation (average voltage from 6-cell sub-stacks) at 0.84 A/cm2 measured in system set-up (recirculated 
gases) at 75 °C, gas pressures of 2.5 bar; dew points uncontrolled (measurement shows 56-58 °C); bottom: fluoride concentrations in 
product water at anode and cathode side. 

 
Results  

The degradation rate for testing of sub-stacks with a 3-
level dynamic current profile (70s per cycle) in flow-
through configuration is shown in Figure 1. The cell 
voltage at the indicated current density at the end of 
each cycle is plotted as function of operating time. The 
operation was interrupted at certain intervals, the voltage 
response can therefore be separated into two distinct 
phases. At the beginning of a phase of operation with a 
duration of few hundreds of hours, a steep descent of 
the voltage is observed during the first 10 to 20 hours, 
the voltage loss then levels out to much lower 
degradation rates.  

The steep initial degradation is reversible, this cell 
voltage increase and steep decrease is observed at 
each restart after a shut down. The slow degradation, 
observed however is irreversible. For the protocol with 
the low current levels (between 0.17 and 0.84A/cm2, see 
Fig. 1 a&b) irreversible degradation rates between 9 and 
15 µV/h are observed between lowest (not shown) and 
highest current density.  

If the degradation would be purely ohmic, then the 
degradation rate should be proportional to the current 
density. If, on the other hand degradation is purely 
electro-catalytic it should be independent of current 
density. The observed degradation is less than 
proportional with respect to current density, but higher 
than unity so the degradation rate is a mix of effects 
which cannot be unravelled from the voltage data at a 
single current density. 

When the current cycling protocol with higher current 
densities (all levels are twice the low current protocol) 
then the degradation rates observed in Figure 1 c&d are 
observed. The data at 0.34 A/cm2 indicates that the 
overall degradation is similar with both protocols, as a 
similar rate of about 10 µV/h is observed at the same 
current density. However the rate at 1.68 A/cm2 is 

significantly higher, indicating that ohmic degradation 
becomes more important at high current densities.  

Figure 2 shows data from a 6-cell stack, operated in 
system mode. In this case system mode means that the 
reactant gases are recirculated and the excess flow is 
fed back to the stack. The resulting gas utilization is 
about 99 % for hydrogen and 95% for oxygen. This 
mode of operation is more critical for accumulation of 
impurities and contaminants in the stack due to 
recirculation of gases and humidity. 

The observed average, irreversible degradation rate at 
for the first 1000 hours at 0.84 A/cm2 is 23 µV/h, about 
30% higher than in flow-through mode.  

The lower plot in Figure 2 shows the fluoride emission 
from the stack. A steady increase from about 0.1 to 
1 ppm at the cathode and 0.3 ppm at the anode is 
observed. After 1000h ca. 2 % of the fluorine inventory 
of the cells is lost.  
 

Conclusions  

The durability investigation shows that when using 
H2/O2 and a dynamic current protocol, similar 
degradation rates are observed in flow-through and 
system set-up. Current densities of up to 1.7 A/cm2 have 
no significant influence on the durability. The voltage 
degradation in the order of 20 µV/h allows for an 
estimation of a maximum durability of about 5000 h. 
However fluoride emission rate indicates that service life 
may be terminated earlier due to membrane failure 
because a substantial part of the fluorine inventory (and 
thus membrane mass) is lost. 
 

Acknowledgement  

Technical support by T. Gloor and M. Ammann is 
gratefully acknowledged. 
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 Reproducibility of performance and water distribution of small scale differential 
fuel cells  

J. Biesdorf, P. Oberholzer, T.J. Schmidt, P. Boillat 

phone: +41 56 310 5727, e-mail: johannes.biesdorf@psi.ch 

 
 
In the last decade, considerable improvements have 
been achieved regarding the cost and durability of Pol-
ymer electrolyte fuel cells (PEFC). However, before their 
commercialization, reliable methods have to be devel-
oped to fully understand the ongoing processes. In order 
to understand these effects at a local scale, studies have 
to be performed either with a segmented cell or by emu-
lating a portion of the whole area by a small scale cell, 
feeding the reactant gases with the same velocities as in 
the full-size cell (differential fuel cell). With strongly re-
duced active areas (e.g. 1 cm2), irreproducibilities result-
ing from material manufacturing and cell assembly pro-
cedures might translate into substantial variations of its 
performance. Using our recently developed multicell 
setup, up to six differential PEFCs can be operated 
simultaneously at identical operating conditions [1]. 
Hence, uncertainties resulting from operating parame-
ters or cell operation history can be neglected and irre-
producibilities are mainly ascribed to cell-to-cell differ-
ences. To analyse the source of these differences, ad-
vanced methods including pulsed gas analysis [2], 
membrane conductivity measurement and high-
resolution neutron radiography [3] were applied to com-
pare the performance differences of 3 cells of identical 
design. 

Experimental 

Cell design - All experiments were performed with an in-
house built multicell setup, allowing the simultaneous 
operation of up to six differential fuel cells [1].  The fuel 
cells used for this experiment had an active area of 1 
cm2. The flow fields were built of 5 parallel channels 
(0.55mm depth and 1mm width), machined into an alu-
minium block coated with a thin layer of gold. A catalyst 
coated membrane (CCM) of type Primea 5710 (Gore 
Ltd., USA) was used. Pt-loadings were 0.1 mgPt/cm2 on 
the anode side and 0.4 mgPt/cm2 on the cathode side. A 
carbon paper gas diffusion layer (GDL) including a micro 
porous layer (MPL) of type Sigracet 24BC (SGL Carbon 
Group, Germany) having 5% wt. of PTFE was used on 
both anode and cathode sides. The compression rate 
was fixed to 20%. 

Pulsed gas method – The pulsed gas method described 
in [2] was applied in our experiments. It consists in re-
placing the cathode gas with helox (21% Helium, 79%N2) 
or pure oxygen. Based on the higher diffusivity of helium 
in N2 (approx. factor 2-3) bulk mass transport losses can 
be suppressed. Consequently, the voltage difference 
between operation with air and helox is an indicator of 
the bulk mass transport losses. If the PEFC is operated 
under pure oxygen, the increased partial pressure of 
oxygen leads additionally to a suppression of the non-
bulk diffusion (Knudsen and thin film diffusion) losses. 
Hence the difference between the voltage with oxygen 
and helox gives estimation about non-bulk diffusion 
losses, after correction of a 45 mV difference due to the 
increased Nernst voltage and kinetics under pure oxy-
gen. In order to avoid artefacts resulting from dry out 
effects or changes of the catalyst coverage by oxygen-

ated species, the gases are supplied with short pulses 
(1s) during the continuous operation with air. Further 
details about the methodology can be found elsewhere 
[2]. An indicator of conductivity losses of the membrane 
is obtained by multiplying the high frequency resistance 
measured at 5 kHz with the total current of the PEFC. 
 
Imaging setup – All experiments presented hereafter 
were performed at the ICON beamline of the SINQ at 
the Paul Scherrer Institute in order to obtain spatial 
information about the water distribution inside the PEFC. 
Further details about the imaging setup are published in 
ref [4]. 
 
Experimental protocol – The results hereafter are based 
on a so called RH-Map [5]. A RH-Map consists of asy-
metric variations of the anode and cathode humidifica-
tion (see humidification profiles in Figure 1). Every oper-
ation point was held 15min, as the equilibrium of the 
water distribution is obtained after 3 minutes. The 
PEFCs were operated at a constant current density of 1 
A/cm2. The cell temperature was set to 70°C at a pres-
sure of 2 barabs on both sides. The cell flows were 0.4 
Nl/min on the anode and 1Nl/min on the cathode side, 
translating into stoichometries of approximately 60 on 
both sides. The measurement protocol is shown in the 
humidification profiles in Figure 1.  

Results  

Figure 1 shows the performance of three identical PEFC 
at various humidifications of the anode and cathode gas 
stream. The uncorrected raw voltage of the fuel cells is 
illustrated in fig. 1d. It can be seen, that the absolute 
voltage difference between the three different cells ac-
counts for less than 20mV at all operation points. Only a 
small portion (less than 10mV) can be attributed to dif-
ferences of catalyst activity, which are reflected in the 
voltage during oxygen operation corrected for ohmic 
losses. At low humidifications of the anode gas stream, 
the raw voltage is highly reduced. This can be attributed 
to a reduced hydration state of the membrane, leading to 
highly increased ohmic losses (Figure 1e). As the oper-
ating conditions (humidification, temperature, pressure) 
are identical for all three cells inside our experimental 
setup, the indicator of ohmic losses (see fig. 1c) shows 
negligible deviations. However, at anode humidifications 
below 40%RH, unstable operation conditions lead to 
small deviations of the ohmic loss indicator between the 
three cells. Non-bulk diffusion losses (fig. 1c) have been 
identified to occur mostly inside the ionomer of the elec-
trode on the cathode side [6]. As the CCMs have been 
cut-off a single foil, high reproducibility is gained.  
 
In contrast to non-bulk losses, the indicator of bulk diffu-
sion shows moderate variations between the three cells. 
A possible reason could be an inhomogeneous distribu-
tion of the porous structure, even if all three cells have 
been build out of a single sheet of GDL. Another reason 
for the differences could be slightly inhomogeneous 
compression rates of the PEFC assembly. Even if the 
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cell design provides a precise compression of the entire 
cell, incorrect positioning of the GDL inside the PTFE 
sealing lead to locations without GDL and locations with 
crushed GDL. Hence, for highly reproducible results, a 
precise interface between sealing and GDL is highly 
demanded.  

 

Figure 1. Indicators of the different loss mechanisms obtained 
with the pulsed gas analysis for three identical PEFC under 
various humidifications. 

Fig. 2 shows the water distribution inside the different 
layers of the cell during the same experiment. The water 
content in the membrane region (fig. 2a) is strongly 
dependent on the humidification of the anode gas 
stream. As expected, a good correlation is obtained with 
the trend of the ohmic losses presented in fig. 1a. Inside 
the gas diffusion layers (Figure 2a & 2b), the amount of 
water is highly dependent on the humidification level of 
the fed gases. As a dynamic equilibrium between humid-
ification and product water is reached after approx. 3 
min, repeatable water distributions are obtained among 
the three cells. A good agreement is obtained with the 
indicator of bulk diffusion losses (fig. 1a): higher water 
content in the cathode GDL results in increased diffusion 
losses. Figures 2d and 2e depict the water accumulation 
inside the anode and cathode flow field. The water ac-
cumulated inside the flow channels is established as an 
equilibrium between water production, drag-out mecha-
nisms of droplets by the gas stream in liquid phase and 
water uptake of undersaturated gas in the gas phase. 
Although the water transport includes stochastic pro-
cesses, the amount of water is almost reproducible from 
cell to cell.  
 
In summary, highly reproducible results in the measure-
ment of performance and water distribution in differential 
fuel cells have been obtained. Using the pulsed gas 
method combined with neutron radiography, remaining 
deviations could be attributed to differences in bulk mass 
transport losses. Possible reasons for these differences 
are variations in the local characteristics of gas diffusion 
layer, as well as the increased importance of border 
effects in such small scale cells.  

 

Figure 2. Water distribution inside the different layers of three 
identical PEFC under various humidifications.  
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Neutron imaging has been extensively used within the 
last 10 years to analyse the water distribution in operat-
ing polymer electrolyte fuel cells (PEFCs). Quantitative 
results are often reported, using the Lambert-Beer equa-
tion relating the neutron attenuation with the water thick-
ness. For certain applications such as the use of neutron 
imaging data for the validation of modelling studies, a 
precise knowledge of the quantification accuracy is 
required, to know whether observed deviations originate 
from measurement uncertainties. In this work, we pro-
pose a new method for the assessment of quantification 
accuracy based on the production of a defined amount 
of water. 

Experimental 

In usual fuel cell operation, the amount of water accumu-
lating in the cell is the result of a complex equilibrium 
between water production and removal, the latter includ-
ing removal by evaporation and in the form of droplets 
removed by the gas flow. Using a special mode of oper-
ation called double dead-end (Figure 1), water is neither 
brought to nor removed from the cell. The water accu-
mulating inside the cell is thus easily calculated assum-
ing a nearly 100% faradaic efficiency of the electrochem-
ical reaction. 

 
Figure 1. Illustration of normal and double dead-end operation. 
 
The measurement protocol for each point was the fol-
lowing. First, remaining water from previous experiments 
was removed by flowing dry gases. Then, slightly humid-
ified gases (50% RH) were circulated to humidify the 
membrane. Finally, the cell was placed in double dead 
end mode by closing the outlets and keeping a constant 
inlet pressure, and the current corresponding to the 
desired water quantity (1, 2, 4 or 8 mg per cell) was 
drawn during 1 minute. The produced water was meas-
ured by neutron imaging by comparing the imaging 
corresponding to the five minutes before and after the 
generation steps. All measurements were realized simul-
taneously on 5 small scale cells mounted in the recently 
developed multi-cell setup [1]. Each of the 4 quantities 
defined previously was measured twice. Two different 
imaging configurations were used: the in plane configu-
ration (beam axis parallel to the membrane) which al-
lows the distinction of the different cell layers, and the 
through plane configuration (beam axis perpendicular to 

the membrane) allowing the observation of the water 
distribution over the surface of the membrane. For each 
setup, the background contribution was carefully cor-
rected, and the attenuation coefficient of neutron was 
calibrated using two cylindrical water scales (diameters 
of 0.7 mm and 1.5 mm). All measurements were per-
formed at the ICON beam line [2] at PSI. 

Results  

The comparison of the known water quantity (the water 
which is produced by the electrochemical reaction) with 
the water quantity measured using neutron imaging is 
presented in Figure 2. 
 

 
Figure 2. Comparison of produced and measured quantity for 
the through plane (left) and the in plane (right) setups. 
 
As can be observed, measurements with the through 
plane setup match well the produced water quantity. 
With the in plane setup, we observe that the water quan-
tity is systematically underestimated. The reason for this 
discrepancy is yet to be investigated. Nevertheless, the 
repeatability including cell-to-cell variations and experi-
ment-to-experiment variations is reasonably good. In 
consequence, the technique proposed here can be used 
to calibrate an imaging setup. The proposed double 
dead end calibration method does not require any spe-
cific fuel cell hardware, and the fuel cell test station 
requires minimal adaptations. It is estimated that, after 
optimization of the test procedure, the calibration can be 
realized within 1-2 hours. Thus, it is possible to include it 
as a part of each measurement campaign.  
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High-temperature polymer electrolyte fuel cells (HT-
PEFC) use phosphoric acid (PA) doped polybenzimid-
azole membranes as the proton conducting electrolyte 
which allows for the increased operating temperature of 
160 – 190°C. This renders HT-PEFC especially suitable 
for combined heat and power applications where refor-
mate based anode feed gases can be used without 
expensive gas clean-up due to the increased CO oxida-
tion kinetics at the elevated temperatures. Among other 
degradation modes, e.g. carbon corrosion and pinhole 
formation, the loss of phosphoric plays a vital role in the 
durability of HT-PEFCs [1]. Up to now, no clear under-
standing of the degradation mechanisms associated with 
a loss of phosphoric acid electrolyte has been accom-
plished. Although first in situ studies by X-ray radiog-
raphy on HT-PEFCs have been performed [2], the simul-
taneous influence of volume and concentration change 
of PA on the X-ray attenuation makes the analysis of the 
results challenging. By using X-ray tomographic micros-
copy (XTM) the additional 3D information is expected to 
help in the localization and quantification of the acid 
electrolyte within the gas diffusion layer (GDL) and cata-
lyst layer. Due to the formation of complex phase com-
positions of fuel cell components and PA, e.g. micro- 
and macropores of the GDL, a calibration method to 
correlate grey scale value in the images with PA concen-
tration and mass has been developed and is presented 
here. 

Method and Experimental 

For all experiments BASF Celtec® membrane electrode 
assemblies (MEA) were used. The MEA consists of a 
PBI membrane doped with approximately 20 mg/cm2 of 
phosphoric acid and a carbon paper (SGL) gas diffusion 
electrode (Pt/Vulcan XC-72, 1mgPtcm-2 on anode and 
cathode side respectively). In order to record a calibra-
tion curve, the MEAs were doped with 40, 60 and 
85 wt% H3PO4 and assembled in a specially designed 
fuel cell with an active area of 0.2 cm2 [3]. Calibration 
data is evaluated for the membrane, GDL and catalyst 
layer independently due to the formation of single (PA), 
binary (PA+C) and ternary phases (PA+C+Pt). 

XTM scans were recorded at the TOMCAT beamline at 
the Swiss Light Source (SLS) in phase contrast mode [4] 
at a beam energy of 20 keV. All tomograms were rec-
orded on non-operated fuel cells at ambient tempera-
ture. The combination of a 3 fold magnification objective 
and a pco.edge camera system resulted in a pixel edge 
length of 2.14 μm. Image acquisition was performed with 
2001 projections at a sample rotation of 180°. Exposure 
time per projection was 15 ms, leading to a total syn-
chrotron radiation exposure of 30 s for each tomogram. 
The distance to the detector was adjusted to 25 mm for 
phase retrieval. 

A PA free data set was obtained by flushing the cell with 
15 ml of deionized water, heating to 100°C and purging 
with dry nitrogen for 5 minutes. Absorption contrast was 
subsequently used for reconstruction. In this way, the 
macro-porosity of the GDL is retrieved including high 

frequency components of the images, which results in 
higher segmentation accuracy. 

Results  

A vertical slice of the MEA is shown in Figure 1. Upon 
initial compression of the MEA during the hot pressing 
process, the acid gets pushed out of the membrane 
through the microporous layer (MPL) and the GDL. 
Cracks within the catalyst layer and MPL form the main 
paths for PA from the membrane to the adjoining com-
ponents (MPL, GDL and flow field). This observation 
becomes clearly visible in the top part of Figure 1, where 
the absence of highly attenuating Platinum in the cata-
lyst layer makes the cracks in the MPL clearly visible. 

 

 
Figure 1. Vertical slice of the MEA. The top “catalyst layer” is 
Pt free and consist of Vulcan XC-72 only. White and light grey 
shaded phase is PA or a binary mixture of PA and carbon. 

In Figure 2, a PA free GDL is depicted, highlighting the 
presence of large amounts of microporous binder within 
the macroporous carbon fiber structure of the GDL. 

 

 
Figure 2. Horizontal slice of the dry GDL structure with carbon 
fibers (white), microporous polymeric binder (grey) and void 
(black). 

The possibility for PA to accumulate within the 
macropores as well as the micropores is further empha-
sised when comparing Figure 2 with Figure 3. It can be 
clearly seen that the macropores are partially filled with 
PA droplets. Additionally, in the dry sample binder and 
fibres have a significant difference in the greyscale val-
ue, while there is almost no difference visible in the PA 
wetted GDL between the two components. It is important 
to note, that the micropores of the binder cannot be 
segmented due to the geometric resolution limit of 2.14 
μm. Therefore, the binder has to be considered a binary 
mixture of PA+C, where the resulting greyscale value is 
a function of PA pore saturation.  
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Figure 3. Horizontal slice of the PA wetted GDL structure with 
PA filled macropores (white), PA filled microporous binder 
(grey) and void (black). 

The porosity of the PA free and PA wetted GDL is plot-
ted in Figure 4 as function of the GDL thickness. Both 
datasets were segmented using a constant threshold 
after applying a 2D Gaussian blur to reduce noise. Due 
to insufficient contrast between carbon and phosphoric 
acid, the carbon and PA phase were separated from the 
void as a single phase. The porosity is a strong function 
of the thickness, due to varying fraction of binder with a 
maximum amount at 25 μm leading to a minimum porosi-
ty of 63 % for the dry sample. The average porosity was 
calculated to be 72%, not accounting for the pores in the 
binder. For the PA wetted sample the average porosity 
dropped to 52% (see Figure 4). 

 

 
Figure 4. Porosity of the PA free and PA wetted GDL as a 
function of the z-coordinate (0 μm: flow field, 100 μ: GDL/MPL 
interface). 

The calibration results (grey scale value vs. PA concen-
tration) for the GDL, catalyst layer and membrane are 
depicted in Figure 5. The GDL results are plotted for the 
pure PA phase in the macropores and the PA+C phase 
of binder and acid separately. A linear relation for the 
single phase and a polynomial relation for the binary 
mixture were found. Using the calibration and porosity 
data, concentration and mass of PA in the GDL of a 
pristine MEA can be obtained.  

A 0.2 cm2 MEA sample was analyzed and the PA con-
centration was found to be 52 wt% with a mass of 
0.24 mg within the first 77 μm of the GDL. These values 
were then compared to results where PA was leached 
from the GDL and analysed chemically. With  
52 +/- 2.6 wt% these results are in good agreement with 
XTM. A mass of 0.79 +/- 0.04 mg was measured within a 
thickness of 261 μm. Assuming a constant relation of 
mgPA/μm, a mass of 0.23 +/- 0.01 mg can be calculated 

for the equivalent thickness of 77 μm, which is also in 
good agreement with the 0.24 mg measured by XTM 

The catalyst layer is a ternary mixture of PA, carbon 
black and platinum. In case of a concentration change, 
the volume of PA will change, resulting in a varying PA 
loading of the catalyst layer, and hence a shift in the 
greyscale value. Consequently the determined concen-
tration might not represent the actual concentration 
present within the catalyst layer. However, it is expected 
that a concentration increase or decrease can be visual-
ized by a change in average pixel greyscale value inde-
pendent of the volume change as long as the majority of 
voxels is completely filled with PA. Therefore, a location 
with high acid loading of the electrode should be chosen 
for evaluation, e.g. close to the membrane. 

 

 
Figure 5. Calibration results for the GDL (macropores filled 
with PA (PA) and microporous binder filled with PA (PA+C)), 
catalyst layer and membrane. The straight lines indicate the 
parameter fitting with red for a linear fit and black for a polyno-
mial fit. 

Conclusion and outlook 

The formation of mixtures of phosphoric acid and the 
fuel cell components makes the localization and quanti-
fication of PA within a HT-PEFC challenging. Therefore, 
it is necessary to establish a reference to compare grey-
scale values of the tomogram with greyscale values of 
known PA concentrations. A first successful calibration 
set for GDL, catalyst layer and membrane is presented 
and can further be used to evaluate PA mass and con-
centrations under different operating conditions in cells 
in operando. 
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Polymer electrolyte fuel cells convert hydrogen to elec-
tric power with potential high efficiency while releasing 
only water and heat. Although water is necessary for a 
good proton conductivity of the membrane, it can also 
accumulate as liquid in the gas diffusion layers (GDL) 
and limit the gas transport to the reaction sites. Efficient 
liquid water removal from the GDL is crucial to achieve 
high power densities. A balanced water management is 
therefore a key for high performance, durability and low 
cost.  

To visualize the behavior of liquid water, X-ray tomo-
graphic microscopy (XTM) is used during pressure driv-
en GDL imbibition/drainage experiments. XTM provides 
the advantage that water distribution can be resolved on 
the scale of the pores [1]. Thus, the link between local 
liquid saturation of the GDL, the capillary pressure and 
the material structure can be obtained [2, 3]. This will 
eventually provide the necessary structure dependent 
parameterizations required for model based material 
design. 

As a first step towards this goal qualitative results of 
local saturation during imbibition and drainage are pre-
sented.  
Experimental 

X-ray imaging has been carried out at the TOMCAT 
beamline of the Swiss Light Source. The beam energy 
was set to 13.5 keV, exposure time to 15 ms (2001 
projections) and the 2-4x microscope was used (pixel 
size of 2.2 µm). The GDL is imaged in a sample holder, 
clamped between a hydrophilic (bottom) and a hydro-
phobic (top) membrane (see insert in Figure 1) to ensure 
that water always remains confined between these two 
layers. The top of the sample holder is open to the at-
mosphere, while the water is fed from the bottom by a 
remotely controlled syringe pump (Figure 1). The liquid 
pressure is measured with a relative pressure sensor 
(accuracy ± 1 mbar). All experiments were made at 
ambient temperature with a GDL compression of about 
20% (compression is applied using a high precision 
adjustment screw on top of the sample holder).  
 

 
Figure 1. Experimental setup used for the GDL imbibi-
tion/drainage imaging. 

 

Results 

Figure 2 shows a comparison between two GDL materi-
als (Toray TGPH 060, 10wt.% PTFE and SGL 24 BA) 
taken at similar height (at 20% height of the total GDL 
thickness) in the GDLs at the same capillary pressures. 
The dry images on top emphasize the structural differ-
ence between the two materials. The void is shown in 
dark grey and fibres appear in light grey. Influence of the 
GDL structure on water transport is visible during imbibi-
tion (water in light grey), the saturation in the SGL sam-
ple increases more rapidly than in the Toray GDL. Simi-
larly, decrease of the saturation during drainage does 
not occur at similar capillary pressures. 
 

 
TGPH 060 

10wt.% PTFE 
GDL 24 BA 
5wt.% PTFE 

 

dry 

  Void 

30 mbar 

  

 

50 mbar 

  

-70 mbar 

  

Solid 
Liquid 

Figure 2. Left: Reconstructed in-plane slices of Toray TGP-H-
060 with 10% PTFE. Right: SGL 24 BA (5% PTFE) during 
imbibition/drainage experiments. Top images: dry conditions. 
From top to bottom, capillary pressure set to 30 mbar, 50 mbar 
(imbibition) and -70 mbar (drainage).  
 
The local saturation in the SGL 24 BA material at differ-
ent heights and at constant capillary pressure is depict-
ed in Figure 3. Qualitatively, the SGL 24 BC shows a 
significant through plane saturation gradient with high 
saturation close to the bottom (hydrophilic membrane) 
and lower saturation near the top (hydrophobic mem-
brane).  

 
 

15



 

 

  
 

top 
(close to hydrophobic 

membrane) 

 

 

 

 

 
 

bottom 
(close to hydrophilic 

membrane) 

 

Figure 3. Reconstructed in-plane slices of SGL 24 BA repre-
sented through plane from a location close to the hydrophilic 
membrane (bottom) to a location close to the hydrophobic 
membrane (top). Capillary pressure: 22 mbar. 
 
In Figure 4, reconstructed images taken at the same 
location and for two different capillary pressures are 
shown for three successive imbibition cycles of the same 
SGL 24 BA sample. Despite some differences, very 
similar paths seem to be used by liquid water to fill the 
sample. Part of the differences (yellow circles in Figure 
4) observed between the first and the last imbibition 
could be attributed to hysteresis effects but also an 
irradiation effect cannot be completely excluded [4] since 
the sample was exposed to X-ray radiation for a total of 
270s after the third imbibition cycle. 

Conclusions 

The qualitative analysis of the liquid saturation reveals 
that the structural difference between the Toray and 
SGL materials has a significant influence on the imbibi-
tion and drainage behaviour. In the GDL a saturation 
gradient is observed and only minor deviation in the 
liquid pattern is noticed upon repeated imbibition and 
drainage. This observation is in agreement with the state 
of the art understanding of the GDL materials and vali-
dates the experimental approach.  
 
In future work segmentation of the images into carbon 
fibres, water and void will enable the quantification of the 
local liquid saturation as a function of the capillary pres-
sure and the hysteresis effects. The link between struc-
tural properties and the capillary pressure relationship 
can be established by combining the quantitative results 
with structure based imbibition modelling. 
 
 

Cycle p: 20 mbar p: 40 mbar 

 
 
 
 

1 

  
 
 
 
 

2 

  
 
 
 
 

3 

  
Figure 4. Reconstructed in-plane slices of SGL 24 BA located 
in the middle of the sample. Capillary pressure set to 20 mbar 
(right column) and 40 mbar (left column). From top to bottom: 
1st, 2nd and 3rd imbibition. Yellow circles indicate qualitative 
differences. 
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Two-phase mass transport phenomena in gas diffusion 
layers (GDL) for polymer electrolyte fuel cells are still not 
completely understood, but belong to the parameters 
with high potential for optimizing cell performance, cost 
and durability. The large number of boundary conditions 
present in operating fuel cell makes it difficult to study 
permeability and diffusivity of GDL under realistic two-
phase conditions outside the operating cell.  

Baker et al. [1-5] suggested and used limiting current 
experiments to access the diffusive properties directly 
under fuel cell operation. The limiting current, measured 
under different oxygen partial pressures enables to 
assess the parameters relevant for water induced 
transport losses. The conceptual idea of this experiment 
is to consume all oxygen available at the catalyst and 
derive the oxygen diffusion coefficient based on the 
electrical current produced at the smallest possible cell 
voltage. With increasing oxygen partial pressure, the 
limiting current increases, as well as the product water 
activity. Beyond a certain oxygen partial pressure, the 
water starts to condense and inflicts transport losses in 
the GDL.  

In this work, the transport resistance determined by the 
limiting current method according to Baker et al. [1] is 
compared to the diffusive transport resistance numeri-
cally determined based on water distribution obtained by 
the in-situ X-ray tomographic microscopy (XTM).  

Experimental 

The limiting current experiment was done with a spe-
cialized fuel cell comprising a serpentine flow field and 
an active area of 0.18 cm², developed for XTM-imaging. 
As GDL Toray TGPH 060 carbon paper impregnated 
with 10wt.% PTFE (no MPL) was used in combination 
with a H200 Solvicore MEA. The cathode side was fed 
with different O2 concentrations, while the anode side 
was supplied with 100% H2 (based on dry gas). The 
feed gases were humidified with customized membrane 
humidifiers [6]. All the experimental conditions are sum-
marized in Table 1. 
 

Cell temperature  70 °C 

Gas velocity (dry)  4.3 m/s 

Gas relative humidity 70 % 

Gas pressure  150 kPa 

Cell voltage used Umin  30 – 50 mV 

O2 fractions used  2, 10, 20, 50, 100 % 

Table 1. Conditions for the limiting current experiment. 

During the experiment, the cell was polarized with an 
electronic load (Croma) in galvanostatic mode. The 
requested current exceeded the maximum current sup-
ply of the cell. A cell voltage between 30 – 50 mV estab-
lished itself at the maximum current. This condition has 
been maintained for 30 min at each oxygen concentra-
tion before the cell was imaged. For a tomographic scan, 
2001 radiographies were recorded at 13.5 keV with an 

exposure time of 17 ms and a voxel size of (2.2 µm)3. In 
order to ensure the significance of the experiment, the 
cell was conditioned and tested under similar conditions 
prior to the imaging series. 

Results  

The electrochemically determined transport resistance 
RT is calculated from the oxygen concentration xO2 and 
the limiting current ILim according to equation (1), which 
is derived from the combination of Ficks law and the 
Faraday equation [1]. 

RT= h
Deff

=
4 F p0 xO2

RT I Lim
                      1) 

h denotes the GDL thickness, Deff the effective oxygen 
diffusion constant, F the Faraday constant, p0 the gas 
pressure, R the gas constant and T the operating tem-
perature. 

In the experiment, the maximum current as well as the 
transport resistance increased with increasing oxygen 
concentration. Figure 1 shows the resistance versus 
limiting current prior to and during XTM imaging, which 
are in good agreement. 

 

Figure 1. Transport resistance and limiting current for differ-
ent oxygen concentrations at 70% RH (T cell: 70°C). 

Based on the hypothesis of Baker et al., the current at 
2% O2 concentration is limited by the gas transport in 
the dry structure. At 10% O2 and beyond, the product 
water further limits the performance, caused by water 
accumulation either in the channel, the GDL or the cata-
lyst layer. XTM imaging allows answering this question 
in a quantitative manner.  

To obtain the transport resistance in the GDL based on 
the XTM experiments, it is necessary to reconstruct the 
3D representation from the radiographs taken under 
operation and segment the resulting stack of images into 
void and condensed phases. A threshold based algo-
rithm was used for the latter. The required processing 
steps are described in ref. [7].  

It was found that the anode side (channel and GDL) 
holds no, and the cathode channel only very little water 
even at 100% O2 concentration and 3 A/cm², thus the 
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focus is set on the cathode GDL. The local water distri-
bution and the related diffusion resistance are analyzed 
to localize and quantify the transport limitation in the 
GDL. Two regions of interest (ROI) under the rib and two 
domains under the channel with a length (y) of 3.52 mm, 
a width (x) of 0.44 mm and a height (z) of 0.13 mm (0.35 
mm3) were selected and averaged for each domain. The 
cross section trough the cell is shown in Figure 2a, the 
flow field layout and the regions of interest (ROI) are 
shown in Figure 2b. 

  

 
Figure 2 a) Cell cross section. 1 cathode (Ca) flow field (FF), 2 
Ca GDL with water, 3 membrane and catalyst layer, 4 anode 
(An) GDL, 5 An FF; A and B denote the region of interest (ROI) 
for GDL under channel and rib domain, respectively;. b) FF 
layout and ROI for GDL. 
The GDL saturation profile from the membrane (Pos. 3 
in Figure 2a) to the cathode flow field (Pos. 1) in the ROI 
exhibits a low saturation in the channel region (Figure 
3a) and a higher saturation in the rib region (Figure 3b). 

 
Figure 3 Saturation profile in the GDL channel domain a) and 
rib domain b) for different oxygen concentrations at 70°C and 
70% RH. 

Due to the strong X-ray absorption of the Pt catalyst, the 
interface and the GDL close to the interface are not re-
solved (labeled “Transition” in Figures 4a and 4b). 

From the profiles it becomes clear that the major block-
age by water is located below the ribs and near the 
catalyst layer. It can also be seen that in the rib domain 
the saturation in case of the 50% and the 100% O2 con-
centration is similar but deviates near the catalyst layer.  

The diffusion resistance, expressed as the ratio of the 
free gas diffusion coefficient D and the effective diffusion 
coefficient Deff is computed for the rib domain using the 
Geodict software package [8] for the x, y and z-
directions and compared to RT, excluding the transition 
region near the catalyst (ROI: y: 3.52 mm, x: 0.44 mm, z: 
0.11 mm). A correlation between RT and the ratio D/Deff 
is found for RT< 4 (50% O2), beyond this point the D/Deff 
is only increasing in z direction (see Figure 4). 

 
Figure 4 Comparison of electrochemically determined transport 
resistance (RT) with calculated D/Deff for the GDL rib domain. 
The lines help to guide the eye. 

This indicates that the transport limitation under the 
given operating condition rather dominated by the 
transport in the z- direction under the rib. The saturation 
profile suggests that water accumulation at the catalyst 
layer or the interface limits the mass transport.  

Conclusions 

The electrochemically observed increase of mass 
transport resistance is found to be related to the bulk 
saturation in the GDL up to a current density of 2 A/cm² 
at 70°C Cell and 70% RH. Under the most extreme 
condition of 100% O2 and 3 A/cm², the transport loss 
can be attributed to the diffusion limitation in the z-
direction. 
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The usage of electricity from renewable energy makes 
water electrolysis an environmentally friendly method to 
store excess electricity in the form of hydrogen. The 
polymer electrolyte electrolysis cell (PEEC) is one of the 
common types of water electrolyser. It is commercially 
available, but due to its high cost it is not yet suitable for 
large-scale applications [1]. 

The proton conducting membrane as the electrolyte in a 
PEEC plays an important role for the efficiency and 
durability of the system. Nafion N115 and N117 are 
commonly used in PEECs. However, since these per-
fluorinated materials are expensive, many alternative 
membranes are investigated [2]. Radiation grafted 
membranes are one of these alternatives, since their 
cost is potentially lower and their properties can be read-
ily modified by varying the composition and architecture 
of the graft copolymer [3]. An adequate monomer/co-
monomer combination is necessary for obtaining a 
membrane with desired properties. 

In this study, radiation grafted membranes with a combi-
nation of S/AN and S/AN/DiPB as grafting monomers 
(Figure 1) were investigated and compared to Nafion 
membranes and AMS/MAN co-grafted membranes, 
which is based on 25 µm ETFE films and obtained from 
the previous work in our group [4]. 

 
Figure 1. Monomers for radiation grafted membranes. 

The PEEC and polymer electrolyte fuel cell (PEFC) 
exhibit the same mechanism of proton conduction in the 
membrane. Therefore, it is feasible to investigate the 
performance and properties of a membrane for the 
PEEC in a PEFC. PEFC experiments under full humidifi-
cation were used in this study for evaluating the perfor-
mance of the membrane and its properties in terms of 
area resistance and hydrogen crossover. 

The 100% relative humidity is chosen to simulate the 
fully hydrated membrane condition in the PEEC. Area 
resistance and hydrogen crossover are two key mem-
brane properties highlighted in this study. Area re-
sistance relates to the proton conductivity of a mem-
brane. Hydrogen crossover is a crucial property related 
to the purity of product gas. In addition, the formation of 
an explosive mixture of H2 and O2 needs to be avoided 
at any cost. 

Experimental 

Nafion NR-211, N XL-100, NR-212, N1035, N1135, 
N105, N115, N117 and N120 were pretreated before the 

experiments in order to obtain their fully hydrated forms. 
After removing the coversheets from the NR-211, 
N XL-100 and NR-212, the membranes were immersed 
in a water bath at 90 °C for one hour. The Nafion mem-
branes without coversheets were pretreated with a 
32.5 V% nitric acid (HNO3) solution at 90 °C for one 
hour to remove impurities and re-protonate the sulfonic 
acid groups. Afterwards, they were washed twice with 
600 mL Millipore water and immersed consecutively in 
three water baths at 90 °C for 1 hour. The pH of the 
water bath should be 7 at the end. Finally, all the mem-
branes were stored in boxes filled with Millipore water. 

For the in-situ measurement, the fully hydrated mem-
brane was hot pressed with two gas diffusion electrodes 
(JM ELE0162, 0.4 mg Pt/cm2) at 120 °C and 58 bar for 3 
minutes. The area resistance and hydrogen crossover of 
the membrane were electrochemically measured in a 
fuel cell with 29.16 cm2 active area at 80 °C and 2.5 bar 
absolute reactant gas pressure. The feed gases were 
pure hydrogen and oxygen with 1.5/1.5 stoichiometry, 
flow limit of 200 mln/min, and 100% relative humidity. 

The area resistance was obtained by taking the value at 
a current density of 0.2 A/cm2 in the polarization plot. 
The plot was made by recording the potential and area 
resistance during the increase of current. The area re-
sistance at low current density was chosen as reference 
point, since the influence of the electro-osmotic drag of 
water becomes significant at higher current densities, 
especially for the thicker membranes N117 and N120. 

The hydrogen crossover was determined by changing 
the oxygen feed to nitrogen. The measurement started 
after all the oxygen was removed (at least 2 hours wait-
ing). The hydrogen crossover current density was 
measured at different potentials. Extrapolation of the 
current density versus the potential gives the crossover 
current density at zero potential, which is the hydrogen 
crossover value of the membrane in the unit mA/cm2. 

Radiation grafted membranes were prepared by immers-
ing pre-irradiated (electron beam, 1.5 kGy, air) 50 µm 
ethylene tetrafluoroethylene (ETFE) film from DuPont or 
Saint-Gobain in a reaction mixture containing water 
(10 V%), isopropanol (70 V%) and monomer (20 V%) 
solution. The detailed membrane synthesis is described 
elsewhere [3]. The combinations of S/AN and 
S/AN/DiPB were investigated. In both cases, S/AN was 
used at a volumetric ratio of 40/60. The DiPB amount in 
the latter combination is 5 V% of the total monomer. The 
total monomer content for each combination was kept at 
20 V% of the total solution.  

Results  

The Nafion NR-211, N XL-100, NR-212, N1035, N1135, 
N105, N115, N117 and N120 were tested in the PEFC 
as benchmark for the radiation grafted membranes. The 
property map of area resistance versus hydrogen cross-
over of Nafion is established and is used as an indicator 
to evaluate radiation grafted membranes (Figure 2). 
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Figure 2. Property map of Nafion and radiation grafted mem-
branes (D=DuPont; SG=Saint-Gobain; I.S.= improved surface). 

It appears that the Nafion membranes follow a general 
trend, indicated by the dotted line in the property map. 
Their properties are governed by the respective mem-
brane thickness. The preliminary test shows that the 
radiation grafted membranes have better properties than 
Nafion in terms of area resistance and hydrogen crosso-
ver, especially the AMS/MAN co-grafted membrane 
(optimized for fuel cell application). S/AN and S/AN/DiPB 
co-grafted membranes offer excellent gas barrier proper-
ties, which is important for the PEEC. However, the area 
resistances of the S/AN and S/AN/DiPB membranes 
offer some room for improvement. 

The S/AN and S/AN/DiPB co-grafted membranes using 
DuPont base film showed better properties than the 
membranes using Saint-Gobain base film. This could be 
caused by different processing parameters between 
DuPont and Saint-Gobain, which influence the micro-
structure of ETFE and eventually the grafting reaction. 
The effect of DiPB crosslinker is also shown in the S/AN 
and S/AN/DiPB membranes. As expected, membranes 
with crosslinker exhibit a lower gas crossover but higher 
area resistance. 

From these results, a figure of merit M can be calculated 
(Figure 3), which is defined as:  

xiR
M

⋅
=

Ω

1

 
Where RΩ is the area resistance of the membrane (in 
Ω∙cm2) and ix is the hydrogen crossover current density 
(in A/cm2). The figure of merit therefore has the unit 1/V. 

The figure of merit represents the compromise between 
area resistance and hydrogen crossover. Normally, a 
membrane with a low gas crossover (thicker membrane) 
has a higher area resistance and vice versa. With the 
figure of merit, the optimal combination of these two 
properties in a membrane can be determined. 

AMS/MAN and S/AN co-grafted membranes show a 
similar or higher figure of merit than Nafion. S/AN/DiPB 
membranes display the highest figures of merit. These 
results indicate that the radiation grafted membranes are 
promising alternatives to Nafion. Unfortunately, the 
AMS/MAN co-grafted membrane, which is based on 25 
µm film, is too thin for the PEEC application. The S/AN 
and S/AN/DiPB membranes are more suitable for the 
electrolysis cells, since they are based on a thicker 
basefilm and therefore offer better gas barrier properties. 

 
Figure 3. Figure of merit of Nafion and radiation grafted mem-
branes (D =DuPont; SG=Saint-Gobain; I.S.=improved surface). 

It should be noted that the property map and figure of 
merit only consider area resistance and hydrogen cross-
over properties. The S/AN and S/AN/DiPB membranes 
excel in the hydrogen crossover, but in terms of perfor-
mance and area resistance, they are between N117 and 
N120. Fortunately, radiation grafted membrane can be 
tailored in order to obtain desired properties. Moreover, 
it is possible to optimize the interface between mem-
brane and electrode during the hot-pressing of the 
membrane electrode assembly (MEA) by changing the 
temperature or pressure. 

Conclusion 

The property map and figure of merit introduced here 
can be used for evaluating alternative membranes for 
electrolyser applications. Preliminary tests show that 
radiation grafted membranes offer a favorable combina-
tion of gas barrier properties and area resistance com-
pared to Nafion membranes, which is promising for 
PEEC application. There is room for improvement of the 
membrane electrode interface properties via optimizing 
membrane synthesis and the conditions for the hot-
pressing of the membrane electrode assembly (MEA). 
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Fuel cell technologies offer a pathway to enable the use 
of clean energy systems to reduce emission, enhance 
energy security and stimulate global economy. For the 
economic viability of polymer electrolyte fuel cell (PEFC) 
technology, all of its components, such as the proton 
exchange membrane (PEM), need to meet cost targets, 
and fulfil technical, as well as application related opera-
tional requirements [1]. The current PSI Generation 2 
(Gen2) radiation grafted membrane has demonstrated 
competitive performance and durability [2], in addition to 
a highly favorable cost potential compared to current 
state of the art commercial benchmark materials that are 
widely used in today’s global fuel cell industry [3]. 
 
However, these competitive membrane characteristics 
were obtained under H2/O2 fuel cell operating condi-
tions. In many environments, such as automotive appli-
cations, fuel cells are operated using H2 and air, and 
therefore, performance and durability targets need to be 
met and demonstrated using air as an oxidant. While 
doing so, none of the other fuel cell components, such 
as the gas diffusion layers (GDL), electrodes, flow field 
design of bipolar plates, or the entire cell design used, 
should become a limitation for characterizing mem-
branes under H2/air operating conditions and need to be 
selected appropriately. 
 
Within the widening scope of the PSI radiation grafted 
membrane development to automotive application in the 
framework of the Belenos Project, appropriate MEA and 
cell designs are required to reliably evaluate membranes 
under relevant H2/air operating conditions. In this con-
text, we have investigated limitations of the current 
H2/O2 MEA and cell designs and identified strategies to 
optimize application specific membrane characterization. 

Experimental 

The membranes used were commercial Nafion® NR212 
and the PSI Gen2 radiation grafted membrane. MEA 
assembly was carried out by hot-pressing them with 
commercially available gas diffusion electrodes (GDE’s) 
supplied by Johnson Matthey Fuel Cells comprising 
HiSPEC 9100 Pt/C catalyst with a platinum loading of 
0.4 mgPt /cm2. Fuel cell characterizations were initially 
performed in a 30 cm2 single cell having a serpentine 
flow field design with channel / land widths of both 1 mm 
and a channel depth of 0.5 mm. 

Results 

An initial performance assessment of Nafion® NR212 
and the PSI Gen2 membrane at 80oC cell temperature, 
70% relative humidity (RH), 2.5 bara and stoichiometries 
of 1.5/2.0 for H2/air, respectively, indicated mass 
transport losses at the cathode side, with was reflected 
in low and unstable performance at higher current densi-
ties. An increase in flow rates on the cathode side im-
proved the cell voltage and the voltage stability signifi-
cantly, which is shown in Figure 1. Both types of mem-
brane display very comparable performance characteris-
tics, irrespective of the operating conditions used. This is 

indicative of the observed polarisation behavior more 
likely being related to potential flooding at the cathode. 
 
 

PSI Gen 2
Nafion® NR212

Oxygen

Stoichs up

Air

 
Figure 1. Performance of Nafion® NR212 and the PSI Gen2 
membrane under H2/O2 and H2/air operating conditions. 

Cathode flooding is a common phenomenon during fuel 
cell operation, when the water production rate is greater 
than the water removal rate. The water removal rate can 
be governed by the operating conditions of the cell, as 
well as by the MEA or unit cell design. However, it is 
important to find a balance between liquid water removal 
and membrane drying. In this context, we performed 
sensitivity analysis on various operating parameters to 
assess the degree of flooding, but also to identify opti-
mal operating conditions using the current cell design. In 
a second step, adjustments in MEA and cell design were 
made as necessary to implement a more suitable test 
platform for H2/air operation. 
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Figure 2. Cell voltage and ohmic resistance as a function of air 
stoichiometry at different relative humidity and current density. 

Figure 2 shows a sensitivity analysis with the current 
single cell design using Nafion® NR212, where the air 
stoichiometries were varied between 2.0 and 6.0 at 
relative humidities of 50% and 70% at the oxidant inlet. 
Cell voltages and ohmic resistances were recorded at a 
current density of 0.4, 0.6 and 1.0 A/cm2. The increase 
in cell voltage with increasing air stoichiometry is more 
pronounced at the higher current density, which is in 
support of cathode flooding, since more water is gener-
ated at higher current densities. On the other hand, cell 
performances at 50% relative humidity (RH) are drop-
ping off at higher stoichiometries, compared to 70% RH. 
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This is predominantly due to the increase in ohmic re-
sistance at higher flow rates, indicating membrane dry-
ing. The iR-corrected cell voltages of both humidification 
levels show identical values. Lowering relative humidity 
levels of the inlet gases to 50% did not show an effect 
on the removal of excess water. On the contrary, the 
associated membrane drying had an adverse effect on 
the overall cell voltage. 

Operating the cell at stoichiometries of 6.0 at 70% RH 
for the oxidant side would provide acceptable, as well as 
stable cell performance for qualifying membranes under 
H2/air operating conditions. However, the pressure drop 
on the cathode side was found to be excessively high 
during the polarization curves, reaching up to 500 mbar 
at a current density of 1.2 A/cm2. This may be due to the 
restrictive nature of the narrow serpentine flow field 
channels, as well as excess liquid water blocking the 
pores of the gas diffusion layers (GDL’s) or the flow field 
channels of the bipolar plates. To elucidate the potential 
contribution of these factors, separate pressure drop 
measurements were performed using dry inert gases. In 
this way the contribution of water of the electrochemical 
reaction due to the operating of the cell can be excluded. 

 
∆p total   =  ∆pdry  +  ∆pECO               ∆pECO :  Electrochemical 
                                                                         Operation (ECO) 

The values obtained with dry gases subtracted from 
those of the operating cell result in the contribution from 
the electrochemical reaction. As displayed in Figure 3, a 
significant pressure drop remains from the operation of 
the cell, which is likely a result of water blockage. 
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Figure 3. Pressure drop distributions at 1.2 A/cm2 at various air 
stoichiometries (T=80oC, RH=70%, p=2.5bara). 

However, the pressure drops observed with dry gases 
were also considered to be high and were associated to 
the narrow cross section of the flow field channels. 
Therefore, bipolar plates with 1.0 mm channel depth 
instead of 0.5 mm were investigated, which resulted in 
an expected 4x decrease in pressure drop using dry 
gases only. Although the reduced pressure drop was in 
a more suitable range, the corresponding polarization 
curves suggest that flooding had become worse. Figure 
4 demonstrates that mass transport limitations at higher 
current density are significantly higher, irrespective of 
the air flows being used. In support of this, stoichiometry 
sensitivity analysis performed at different pressures 
indicated noticeably more flooding with deeper channels. 
This is likely due to the deeper channels facilitating the 
flow of gases in the channels and therefore reducing the 
ability to force the gases through the pores of the GDL. 

This suggests that flooding occurs more likely in the 
pores of the GDL, rather than in the flow field channels. 
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Figure 4. Effect of flow field channel depth on the polarization 
at different air stoichiometries (T=80oC, RH=70%, p=2.5bara). 

Considering that the cathode is prone to flooding, an 
alternative electrode, having a less hydrophilic GDL, 
provided significantly enhanced performance, as well as 
improved voltage stability at higher current density. In 
addition, the obtained lower stoichiometry sensitivity 
supports an improved water management. However, as 
can be seen in Figure 5, cell voltages are lower at lower 
current densities, as well as when operated with oxygen. 
This is likely a result if the new electrodes being 50 µm 
thicker and softer and therefore being over compressed 
during cell assembly. Seal and cell designs are currently 
adjusted to fully leverage the potential of the new GDE. 
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Figure 5. Effect of GDL type on fuel cell performance using 
Nafion® NR212. 

Conclusion 

Cathode flooding has been identified as primary source 
of mass transport limitations when our H2/O2 system is 
used for H2/air operation. A new electrode, in combina-
tion with an optimized cell design allows to more reliably 
evaluating our membranes under H2/air operation. 

Acknowledgement 

Financial support by Belenos Clean Power AG (Biel) and 
the Swiss National Science Foundation (Nano-Tera 
initiative) is gratefully acknowledged.  

References 
[1]  U.S. Department of Energy (EERE), Fuel Cell Technologies 

Office – Pathways to Commercial Success - 2013. 

[2]  L. Gubler, L. Bonorand, ECS Trans. 58, 149 (2013).  

[3]  L. Bonorand, G.G. Scherer, L. Gubler, PSI Electrochemistry 
Annual Report, PSI Electrochemistry - Annual Report 2011, 
5-6, DOI: 10.3929/ethz-a-007047464 (2012). 

24



 Effect of different antioxidants on performance and durability of styrene 
based radiation grafted membranes (ETFE-g-PSSA) 
Y. Buchmüller, A. Wokaun, L. Gubler 

phone: +41 56 310 5450, e-mail: yves.buchmueller@psi.ch 

 
 
Radiation grafting is a versatile technique to introduce 
desired properties into polymers [1, 2]. Advantages are 
the wide range of commercially available monomers and 
the relatively easy control of the graft component by the 
appropriate choice of the irradiation dose, monomer 
concentration in the grafting solution, solvent and addi-
tives, the reaction time and temperature. Radiation graft-
ing can be performed to obtain ion-exchange mem-
branes for a number of applications: proton conductive 
membranes for fuel cells [1], separation membranes for 
water purification [3], or membranes for the removal of 
heavy metal ions [4]. 
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Figure 1. Schematic representation of grafting styrene onto 
ETFE with subsequent sulfonation to obtain a proton conduc-
tive membrane. 

Polymer electrolyte membranes for fuel cell application 
are used under chemically and electrochemically harsh 
conditions and need to exhibit long term chemical stabil-
ity and mechanical integrity. State of the art are per-
fluoroalkylsulfonic acid (PFSA) membranes, e.g, Nafi-
on®, Flemion®. These are aliphatic polymers with prom-
ising durability in the fuel cell environment. In contrast, 
ETFE grafted with polystyrene sulfonic acid (ETFE-g-
PSSA), a model system for radiation grafted mem-
branes, exhibits low durability, owing to the weak 
α-hydrogen of the styrene groups. Roduner et al. and 
Dockheer et al. showed on model compounds that radi-
cal attack leads to the bencylic radical, which can result 
in chain scission of the styrene grafts [5, 6]. 

Mitigation strategies against degradation of this kind of 
membrane can generally be divided into three ap-
proaches: the first would be to make the grafted mono-
mer intrinsically more stable by protecting the weak 
α-position. Another approach is to make the environ-
ment less aggressive by lowering the rate of formation of 
radicals by reducing the gas crossover through the 
membrane. These two approaches were investigated in 
detail at PSI during the last decade [7]. 
 

A third approach is to introduce antioxidant functionali-
ties into the membrane. The radicals are envisioned to 
be scavenged by these antioxidants (AOs) instead of 
reacting with the membrane polymer. For PFSA type 
materials it is known that introduction of cerium or man-
ganese ions slows down degradation. This approach 
could also be applied in the case of organic antioxidants 
(e.g. phenol type AOs). This work presents a in situ 
degradation study of ETFE-g-PSSA type membranes 
containing non-covalently attached phenol type AOs 
(Figure 2).  

Experimental 

Styrene was grafted onto ETFE film of 25 µm thickness. 
The graft level (GL) is an important parameter to charac-
terize graft copolymers: 

%100
basefilm

basefilmgrafted
⋅

−
=

m
mm

GL    (1) 

where m is the mass. The ETFE base films were elec-
tron beam irradiated (Studer Leoni, Däniken) with a dose 
of 1.5 kGy, the stabilizing agent in GMA was extracted 
using an inhibitor remover column, and the grafting 
solution consisted of 2-propanol, water and styrene at a 
volumetric ratio of 7 / 1 / 2. The grafting reaction was 
performed at 60°C.  

Sulfonation of the styrene grafts was performed using a 
solution consisting of 2 % chlorosulfonic acid in di-
chloromethane (v/v). The reaction was carried out at 
room temperature for 5 h. 

Membranes of a GL of 23% (ion exchange capacity, IEC 
of 1.5 mmol/g) were swollen in antioxidant solution 
(0.25 M in DMF), potassium exchanged and reprotonat-
ed to remove residual DMF (Figure 2). In the case of 
cerium, the membranes were immersed in a 1 mol% 
solution of cerium(III) carbonate in concentrated sulfuric 
acid overnight. The treated membranes were hotpressed 
(110°C, 2.5 MPa, 180s) together with gas diffusion elec-
trodes (JM ELE 162, 4mg Pt/cm2), assembled into a fuel 
cell and tested under accelerated aging conditions (4h 
open circuit potential at 2.5bara backpressure, H2 and 
O2 gas flows of 600ml / min). After the test, the mem-
branes were backtitrated to determine IEC loss. 

Results  

The membranes showed a dependency of the perfor-
mance on the introduced organic AO (Figure 4). For 
membranes containing tocopherol and BHT, the perfor-
mance was enhanced while the area resistance de-

 
Figure 2. Schematic representation of introduction of antioxi-
dants (AOs,) into ETFE-g-PSSA type membranes. 

 
Figure 3. Phenol type antioxidants used within this study.  
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creased compared to the pristine ETFE-g-PSSA mem-
brane. A possible explanation for this effect could be the 
plasticizing effect of the small aromatic BHT, which could 
lead to better mobility of the grafted chains and, conse-
quently, to better proton transport through the mem-
brane. For tocopherol a kind of van der Waals force 
could lead to opening of the structure of ETFE-g-PSSA 
by interpenetration of the lipophilic tail of tocopherol in 
the lipophilic backbone polymer of the membrane. This 
opening of the polymer structure of ETFE-g-PSSA would 
lead to increased mobility of the protogenic groups and 
hence to higher proton conductivity. 

The introduction of cerium and catechol lowers the pro-
ton conductivity of ETFE-g-PSSA. The lower proton 
conductivity for cerium containing membranes can be 
explained by the blocking of exchange sites by cerium 
cations, replacing 3 protons per ion, leading to lower 
proton concentration in the membrane. For catechol, the 
loss in proton conductivity cannot be explained by re-
placements of protons. Apparently, the aromatic alcohol 
does not improve the mobility of the grafted chains. 

 

Representative polarization curves for PSSA type mem-
branes including antioxidants (i.e. BHT) before and after 
the accelerated stress test (AST) are shown in Figure 5. 
The membranes containing BHT outperform Nafion® 
NR212. After the AST the membranes perform still better 
than untreated pristine PSSA type membranes. The 
HFR does not change during the AST, indicating a simi-
lar conductivity and, consequently, no apparent degra-
dation of the treated membrane during 4h OCV hold. 

The IEC determination after test gave no conclusive 
results, thus, more work needs to be done for application 
of this methodology to fully assess the effectivity of anti-
oxidants for use in fuel cells. 

Conclusion 

Styrene based radiation grafted membranes (ETFE-g-
PSSA) were doped with different phenol type antioxi-
dants and cerium(III) ions and tested in situ under accel-
erated aging conditions (OCV hold). After the test the 
membranes were titrated to determine the loss of grafted 
chains. The different AOs changed the performance of 
the membranes significantly: BHT and tocopherol en-
hanced the performance and slowed down degradation, 

whereas cerium and catechol had no stabilizing effect 
and lowered the performance of ETFE-g-PSSA signifi-
cantly. 

 
Figure 5. Polarization curves of ETFE-g-PSSA (IEC = 1.5 
mmol/g) membranes containing BHT. The curves with the 
squares were recorded before and the curves with stars after 
4h OCVhold. For comparison initial polarization curves of Nafi-
on® NR212 and ETFE-g-PSSA of the same IEC are shown. 
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As an indicator of the ‘state-of-health’ of the membrane 
during fuel cell tests, high frequency resistance (HFR) is 
used to monitor the degradation of polystyrenesulfonic 
acid (PSSA) based membranes prepared by radiation 
grafting [1]. Due to intrinsic limitations, HFR is not a 
precise measure for membrane degradation [2]. A study 
using the exhaust water analysis to measure membrane 
degradation is presented in this report. 

Experimental 

An ETFE-g-PSSA membrane with a graft level of ~23% 
was tested at 80 °C under open circuit voltage (OCV) 
conditions for 24 h. H2 and O2, both fully humidified, 
were fed to the anode and cathode, respectively, at 
300 mL min-1 each and at 2.5 bara. The measurements 
of cell voltage and HFR at 1 KHz were performed at a 
given interval during the test. Meanwhile, the exhaust 
water discharged from both sides was collected and 
analyzed by means of conductivity, ultraviolet (UV) spec-
troscopy and ion chromatography (IC). The first samples 
at cathode and anode, respectively, were collected dur-
ing the first 8 h (samples represented by OCV-1), which 
was followed by sampling over the remaining time (16 h) 
of the test at each side (samples represented by OCV-2). 
Prior to the test, the test bench including the cell was 
purged with fully humidified nitrogen at 2'000 mL min-1 
for over 24h in order to remove residual fragments cre-
ated in the previous tests as much as possible and ob-
tain a baseline of exhaust water of this system. After the 
test, the exhaust water from both sides was continuously 
collected for 7h (samples from N-1 to N-5 collected 
chronologically) while feeding fully humidified nitrogen at 
2'000 mL min-1 to both cathode and anode. 

The conductivity was measured at room temperature 
using a conductivity meter (WTW Cond 3310). UV ab-
sorption spectra were obtained on a Varian Cary 4000 
UV-Vis spectrophotometer, which can typically measure 
absorbances beyond 8. The IC measurement was per-
formed using the instrument (Metrohm 882 Compact IC 
plus – Anion) already calibrated for sulfate quantification. 

Results and discussion 
Figure 1 shows the results of the measurements of cell 
voltage decay and HFR development during the OCV 
hold test. A rapid drop of the cell voltage is observed at 
the beginning of the test owing to the formation of plati-
num oxide on the surface of the cathode catalyst. Then, 
the cell voltage gradually decreases with time as a result 
of membrane degradation. Initially, a slight decrease in 
HFR is seen, following which the HFR value increases 
significantly towards the end of the OCV test, indicating 
that the membrane has lost a significant fraction of the 
grafted SSA units and, consequently, proton conductivity. 
After the test was stopped by feeding N2 to both sides, a 
continuous increase in HFR is still observed, as shown 
by the red dots in Figure 1. This implies that the mem-
brane was still losing the grafted SSA units in the nitro-
gen environment after the OCV test. 

 
Figure 1. Evolution of cell voltage and membrane resistance 
(measured by HFR) vs. time of operation of a H2/O2 fuel cell at 
80 °C for the membrane tested for 24 hours. 

The conductivity of the collected exhaust water samples 
is presented in Figure 2. The conductivity of the samples 
collected at the anode side is higher than that of the 
baseline, whereas the samples collected at the cathode 
show very similar conductivity as the baseline, which is 
close to the conductivity of deionised water. This sug-
gests that the decomposed fragments from the mem-
brane are mostly leached out at the anode. With the 
highest conductivity (24.2 μS cm-1) of the sample col-
lected during the first 8h of the OCV hold test, the ex-
haust water samples from the anode exhibit decreasing 
conductivities with time, which represents the time de-
pendence for the elution of ionic fragments. 

 
Figure 2. The conductivity of the exhaust water sampled at the 
cathode and the anode, respectively, at different times of the 
test. The baseline obtained before the OCV test is plotted for 
comparison. 

The results of UV spectroscopy for the exhaust water 
samples collected during the 24 h OCV hold test and the 
subsequent purging period are displayed in Figure 3. At 
the anode side, in comparison with the spectrum of the 
baseline, all samples show the absorption bands at the 
wavelength of maximum absorption (λmax=225 nm) as 
the signature of aromatic units, which is exactly the 
same as the UV profiles of the decomposed extracts 
from the grafted ETFE films during the thermal stability 
test and the aqueous solution of commercial 
poly(sodium 4-styrenesulfonate) that have the aromatic 
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ring structure in common [3]. In contrast, however, the 
samples collected at the cathode do not show any re-
markable difference from the baseline, which supports 
the conductivity results, indicating that the decomposed 
fragments from the grafted SSA polymer chains are 
mostly eluted with water from the anode side. 

 
Figure 3. UV spectra of the exhaust water samples collected 
during the OCV hold test and the subsequent purging period 
with humidified nitrogen. The baseline obtained before the 
OCV test is plotted for comparison. 

The samples from the anode collected during the nitro-
gen purging period display decreasing intensities at λmax 
with time, indicating the reduced concentrations of the 
eluted aryl compounds, which is in agreement with the 
results of conductivity measurements. However, the 
sample which was collected during the last 16 h (OCV-2) 
of the OCV hold test shows higher intensity at λmax than 
the sample from the first 8 h (OCV-1), while the conduc-
tivity of the OCV-2 is lower than that of the OCV-1 sam-
ple, as depicted in Figure 2. Hence, there is a discrep-
ancy between the results of conductivity and UV spec-
troscopy, which measure the concentrations of the elut-
ed fragments during the OCV hold test as a function of 
time. 

To explore the origin of this discrepancy, the exhaust 
water samples were analyzed by means of IC. Much 
higher concentrations of sulfate in the samples than the 
baseline are observed, which indicates that the mem-
brane underwent desulfonation during the test. General-
ly, it can be found that the concentration of sulfate de-
ceases with time, showing the highest value at the be-
ginning (OCV-1). This can account for the higher con-
ductivity of the OCV-1 vs. OCV-2, which yet shows high-
er absorption intensity at aryl characteristic wavelenths 
compared to OCV-1. Again, compared to the baseline, 
the sulfate concentration at the cathode does not show 
any qualitative changes, which is consistent with the 
findings from Figure 2 and 3. So far, yet, we cannot 
conclude that the degradation of the membrane merely 
takes place at the anode, because the possibility of 
mass transport through water flow from cathode to an-
ode cannot be excluded. The characterization of the 
tested membrane by means of ATR and SEM-EDX, 
which can distinguish the areas close to the anode from 
the cathode, may provide further insights in to this issue.  

 
Figure 4. The concentration of sulfate in the exhaust water 
from the cathode and the anode, respectively, as a function of 
time. The baseline obtained before the OCV test is plotted for 
comparison. 

Combining the information obtained above, it can be 
speculated that, at the early stage of the OCV hold test, 
the grafted PSSA polymers are attacked by radicals and 
typically detached from the base polymer backbone 
without fragmentation or scission of the polymer chains, 
and meanwhile the desulfonation process is initiated. 
Due to their large size, the detached polymers could not 
be washed out of the MEA with water immediately, in 
contrast to the sulfate. Nevertheless, the detached and 
trapped PSSA fragments can move to some extent, 
which improves the homogeneity of proton transport 
through the membrane and thus causes the decrease in 
HFR at the beginning of the test. With time, the PSSA 
polymer undergoes chain scission, creating the small 
fragments that are eluted with water. Therefore, during 
the N2 purging period, the HFR still increases and the 
fragments can be detected in the exhaust water as a 
consequence of decomposition of those detached and 
trapped PSSA polymers. 

Conclusion 

A styrene grafted and sulfonated membrane was tested 
under OCV conditions in the fuel cell and the degrada-
tion was investigated through analyzing the exhaust 
water by means of conductivity, UV spectroscopy and 
ion chromatography (IC). The results of conductivity and 
sulfate concentration of the exhaust water at the anode 
both show a decreasing trend with time during the OCV 
hold test and subsequent N2 purging period. However, 
the UV spectroscopy result at the anode shows that the 
concentration of aryl fragments in the exhaust water is 
higher for the sample collected at the later stage of the 
OCV hold test. Decomposed compounds from the mem-
brane were hardly detected in the cathode exhaust. 
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Although radiation grafted membranes have achieved 
remarkable progress in terms of performance and dura-
bility [1], the permeability of reactant gases in this class 
of ionomer used in polymer electrolyte fuel cells has not 
been studied yet. This report provides a method employ-
ing mass spectrometry (MS) to quantify the gas barrier 
properties of different classes of ionomer and the base 
film used in radiation grafted membranes.  
Methodology 

The measurement of gas permeability in the membrane 
is performed by supplying the target gas (H2 or O2, re-
spectively) together with helium (10 vol%) to the anode 
compartment of the fuel cell. The molar fraction of the 
permeant target gas and helium is measured in the 
cathode exhaust stream using a quadrupole mass spec-
trometer (Pfeiffer Prisma 200M1). Since we cannot 
measure the crossover rates of H2 and O2 at the same 
time, through comparing the permeant concentrations of 
helium from two individual measurements, we can exam-
ine if the permeant concentrations of the two kinds of 
target gas measured together with helium were obtained 
under identical humidification conditions. Basically, the 
cathode compartment is fed with pure nitrogen as a 
carrier gas during the measurement. 
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Figure 1. (a) Schematic of gas flow in the cell and notation of 
various quantities involved in the permeability measurement; 
(b) An example of the permeability obtained by linear regres-
sion analysis of the measured crossover rates at a range of 
differential pressure values.. 

Figure 1 outlines the used methodology for obtaining the 
permeability of the target gas (TG) and helium. The 
target gas concentration is measured at the outlet of the 
cathode at a given pressure difference between anode 
and cathode, such as 1.5 bara at the cathode and 
2.0 bara at the anode. Note that the gas crossover in this 

configuration is merely driven by gas diffusion as a result 
of the difference in the partial pressure of the target gas 
between anode and cathode, since a pristine membrane 
without defects, which would cause convective gas 
transport, is employed.   

Firstly, by applying the ideal gas law and considering the 
calibration conditions of the mass flow controller (i.e. 0°C, 
1.01325 bar), the known fluxes (in ml min-1) are convert-
ed to a mole based unit (mol s-1). The total flux of all 
gases (Jt,c in mol s-1) at the cathode exhaust can be 
obtained from the measured N2 concentration (XN2,c in 
mol%) at the cathode and the known N2 flow rate (JN2,c 
in mol s-1), as shown in Equation 1. Then, combining the 
total flux with the concentration of the permeant target 
gas (XTG,c in mol%) measured by the MS yields the flux 
of the permeant target gas (JTG,c in mol s-1), as shown in 
Equation 2. Under different measuring conditions, the 
molar fraction of the target gas at the anode (XTG,a 
in mol%) varies with RH and can be determined using 
Equation 3, assuming that the water concentration at the 
cathode (XH2O,c), which can also be measured by the MS, 
is equal to the water concentration at the anode (XH2O,a). 
Note that the permeation of gas through the membrane 
is driven by the partial pressure gradient and thus relat-
ed to the molar fraction of the target gas at the anode. 
The gas crossover rate (jcrossover in mol s-1 cm-2) can be 
obtained by normalizing the flux of the permeant target 
gas to the molar fraction of the target gas at the anode 
and the geometry of the membrane (c.f. Equation 4). By 
systematically changing the pressure difference between 
anode and cathode, accomplished by maintaining a 
constant pressure (1.5 bara) at the cathode and varying 
the pressure at the anode (Figure 1a), a linear regres-
sion analysis of the gas crossover rate vs. pressure 
difference (∆p) yields the permeance (mol s-1 cm-2 kPa-1) 
of the permeant target gas as the slope, as the example 
in Figure1b demonstrates. The permeance multiplied by 
the thickness of a membrane yields the permeability of 
the membrane (mol cm s-1 cm-2 kPa-1).  
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Experimental 

In the permeability measurement, the cell temperature 
was set to 80°C. During the permeability measurement, 
nitrogen and a mixture of target gas and helium were 
supplied in a co-flow configuration to the cathode and 
the anode, respectively. At the cathode side, nitrogen 
was supplied with a flow rate of 50 ml min-1, while at the 
anode side, the mixture of target gas and helium was 
supplied with a total flow rate of 200 ml min-1, in which 
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the target gas accounts for 90%. Using the back pres-
sure regulator, the pressure at the cathode was main-
tained at 1.5 bara, whereas the pressure at the anode 
was set to different values, as shown in Figure 1a. Gas 
humidification was carried out by using bubble type 
humidifiers connected to the gas source and the inlets of 
the cell. For the measurement under completely dry 
conditions, this connection was closed and the gases 
were directly fed to the cell via a bypass.  

The mass spectrometer was connected to the outlet of 
the cathode to measure the concentrations of the target 
gas, helium and water vapor. Calibration of the mass 
spectrometer was conducted before starting a new indi-
vidual measurement for a membrane. Prior to supplying 
the target gas and helium to the anode side, both sides 
were fed with pure nitrogen humidified to a certain RH 
that was used in the following measurement of gas per-
meability, and the “background concentration” of each 
gas of interest was measured. During the following per-
meability measurement, the “background concentration” 
was subtracted to obtain the actual concentration of the 
permeant molecules of interest. 

The membranes were prepared by grafting styrene onto 
pre-irradiated ETFE film (25 μm thickness) followed by 
sulfonation (ETFE-g-PSSA). Some relevant ex situ 
properties of the investigated membrane are shown in 
Table 1. The obtained membrane was dried in air before 
it was laminated with gas diffusion electrodes to form a 
membrane-electrode assembly (MEA) in a hot-press 
(110°C/2.5 MPa/180 s). Subsequently, the MEAs were 
assembled into a graphite single cell, which comprised a 
straight flow field machined into graphite plates. The cell 
with an active area of 16 cm2 was employed for gas 
permeability measurement. For the cell assembly, a 
gasket (100 µm PTFE) and sub-gasket (25 µm PEN) 
were used. 

Table 1. Ex situ properties of the membranes and film used in 
this study. Thickness in wet state is shown except for ETFE. 
IEC is the ion exchange capacity. 

Results  

Hydrogen and oxygen permeability as a function of RH 
of Nafion® 212 (N212), the pure styrene grafted and 
sulfonated membrane with a graft level of 23% (S 23), 
and ETFE base film is presented in Figure 3. The sty-
rene based membrane shows lower permeability values 
for both hydrogen and oxygen than the ETFE base film 
under dry condition (i.e. ~0% RH). However, a gradual 
increase of gas permeability with increasing RH is seen 
in the styrene based membrane, in which the permeabil-
ity is around two times higher than that in the ETFE base 
film at the highest RH (i.e. ~100% RH). In contrast, there 
is no change in gas barrier properties for the ETFE base 
film at different RH. With increasing RH, the permeability 
of hydrogen and oxygen in Nafion® 212 shows a more 
pronounced increase than in the styrene based mem-
brane, although both of them share low permeability 
values at the dry condition. At the highest RH, the per-
meability values of hydrogen and oxygen in Nafion® 212 

are more than 2.5 times and 3.5 times higher, respec-
tively, than in the styrene based radiation grafted mem-
brane. The difference in gas barrier properties between 
PFSA membranes and radiation grafted membranes has 
been observed before using an electrochemical method 
to measure hydrogen crossover current density at 100% 
RH [2], with which the results from this study are in good 
agreement. It again shows that radiation grafted mem-
branes can offer superior gas barrier properties com-
pared to PFSA based materials. The permeability of 
oxygen in Nafion® 212 is on the same order of magni-
tude as the results reported earlier in the literature, 
which were obtained using an electrochemical method, 
for example, 1.8·10-13 mol cm s-1 cm-2 kPa-1 at 
~100% RH and 1.2·10-13 mol cm s-1 cm-2 kPa-1 at 
~50% RH, respectively [3]. 
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Figure 2. Gas permeability in the ionomer membranes and 
ETFE base film measured at 80°C. 

Conclusion  

A method that uses a mass spectrometer to quantify the 
gas barrier properties of polymer electrolyte membranes 
in the fuel cell is developed. The permeability of hydro-
gen and oxygen in a styrene grafted membrane, ETFE 
base film and Nafion® 212 is measured as a function of 
RH. The results show that the radiation grafted mem-
branes and Nafion® 212 share the same trend of in-
creasing gas permeability with RH, while the ETFE base 
film does not show RH dependency. The difference in 
gas barrier properties between the styrene grafted 
membrane and Nafion® 212 becomes more pronounced 
with RH, showing much lower permeability in the former 
than in the latter at high RH.  
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Sample Graft 
level IEC  Thick-

ness 
Water 
uptake 

 (wt-%) (mmol/g) (μm)  (%) 

ETFE-g-PSSA 23% 1.67±0.06 40±1 32.3±2.6 

ETFE n.a. n.a. 25 n.a. 

Nafion® 212 n.a. 1.10±0.02 56±1 33.7±1.6 
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The gas diffusion layer (GDL) plays an important role in 
the water management in PEFCs. Mass transport per-
formance losses are related with the partial filling of 
porous media by water, limiting the gas reactant access 
to the catalyst layer. Advanced water management 
strategies are required to address this issue. The gen-
eral idea is to define hydrophilic pathways to force the 
water to flow by them and vacate the rest of the area for 
the transport of gases, decreasing the tortuosity.  

             
Figure 1. Illustration of the relation between the pathways for 
liquid water (blue) and for reactant gases (green) in porous 
materials. Left: in standard hydrophobic GDL. Right: in the new 
proposed material. 

GDLs are carbon fiber based porous materials arranged 
in different configurations: felt, paper or cloth with a 
thickness of 150-300 µm. A polymeric coating (PTFE 
mainly) is usually applied in order to increase the hydro-
phobicity. The left side of Figure 1 shows the standard 
commercially available material, where the coating is 
equally distributed and the capillary pressure gradient 
will define the water pathway. On the right side, our 
proposed material has hydrophilic regions created via 
surface functionalization of the coating. A similar ap-
proach consisting of laser perforation of the GDL [1] to 
create cylindrical passages as water removal channels 
was reported. The advantage of our approach is a full 
flexibility in the pattern design, without compromising the 
mechanical integrity of the GDL. In this report, we pre-
sent first steps towards the realization of the proposed 
material.   

The functionalization of the coating is performed via 
radiation grafting (Figure 2), targeting to achieve a sur-
face modification of the coating (not a bulk process). 
Surface activation sources like plasma seems suitable 
for this application. Nevertheless, the porous structure 
skeleton is expected to entail notable shadow effects. 
For that reason, penetrating radiation (e- beam) is cho-
sen. Patterned masks are used to selectively stop the 
electrons, and allow the definition of rectangular activat-
ed stripes (in the range of 200-1000 µm width). There-
fore, the verification of an acceptable resolution and the 
effectiveness of the blocking-mask are two fundamental 
points. The electrically conductive carbon fibers compos-
ing the GDLs are expected to cause scattering (as 

schematized in Figure 3) and this effect was further 
investigated. 

Acrylic acid is an attractive candidate due to its low price 
and favorable reaction kinetics. By controlling the condi-
tions [2,3] (irradiation dose, reaction time, monomer 
concentration, temperature, presence of additives…), a 
surface grafting is targeted. The choice of the grafted 
monomer will define the minimum surface contact angle 
(CA) which can be reached. For the poly(acrylic acid), 
values of 550 have been reported. Other candidates, 
such as poly(vinylamine) can lower the CA to values as 
low as 100 [4], resulting in differences of 40% in the 
capillary pressure. 

 

 

Figure 2. Illustration of the grafting mechanism on the hydro-
phobized coating of the carbon fibres. Acrylic acid in the 
hydrophilic monomer in the example. 

Experimental 

Samples were electron activated (Studer Leoni, Däni-
ken) with doses of 0.5 kGy (1 MeV). The configurations 
shown in Figure 3 were used to study the resolution. On 
the left side setup, a GDL is sandwiched between mask 
and FEP film. On the right side, the FEP film is placed 
directly behind the mask. In both cases, FEP films were 
grafted and characterized. The signal behind the GDL 
contains information about the effect of scattering. Dif-
ferences between both signals are expected to allow 
identifying the impact of scattering within the GDL on the 
achievable resolution. The mask is made out of stainless 
steel (10x10cm) and has a thickness of 2 mm. Rectan-
gular slits having a width of 1, 0.5 and 0.2 mm, respec-
tively, were cut using water jet (Microwaterjet AG). FEP 
(Gauge 100) of 25 µm thickness was obtained from 
DuPont and cleaned with ethanol. 24BA (5% PTFE) 
GDLs were obtained from SGL Sigracet.  

Acrylic acid was used as grafted monomer, dissolved in 
water (15% weight). The solution was introduced to-
gether with the films into a 600 mL stainless steel reac-
tor. Deoxygenation of the reaction medium was done by 
bubbling argon during 60 min. The reactor was then 
placed in a water thermal bath at 60 0C during 90 min. A 
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previous systematic study was carried out to find out 
suitable conditions for the grafting process. A very low 
polymerization may not allow identifying the acrylic acid, 
and a very aggressive one would hinder the results due 
to diffusion and further reaction all over the area (not 
only in the initially activated regions). After the reaction 
time ended, the samples were rinsed with ethanol and 
soaked in water overnight. 

Circular samples of 8 mm diameter were punched for the 
replacement of the protons with sodium. Each sample 
was ion exchanged in 50 mL 0.025M NaOH overnight. 
Due to the weak acidity of the acrylic acid, the use of a 
strong base was required to force the detachment of the 
protons and allow the sodium to take its place. After-
wards, samples were sputtered with chromium (Leica 
EM SCD 500) to a thickness of around 8 nm. Energy 
dispersive X-ray analysis (EDX) mapping (512 pixel and 
64 frames -51.5 min-) of the samples was performed for 
the following elements: C, O, F and Na.  The edge ener-
gies of oxygen (0.537 keV) and fluorine (0.686 keV) are 
very close and superposition of the peaks does not allow 
a clear identification of the carboxylic acid group based 
on oxygen concentration. The replacement of the proton 
by sodium with a distant energy (1.067 keV) allows a 
clear identification of the carboxylic group. 

  
 

Figure 3. Illustration of the setup used in the resolution experi-
ment. Left: combination of mask-GDL-FEP to study the activa-
tion behind the GDL. Right: combination of mask-FEP to study 
the activation when no GDL is present. 

Results and Discussion 

Figure 4 shows the resulting grafting profile of the FEP 
films irradiated using both configurations. The grafting is 
quantified as the sodium to carbon ratio calculated from 
the EDX maps. The results show a significant increase 
of the sodium concentration in the region corresponding 
to the mask aperture for both cases. The obtained reso-
lution is promising, although some improvements are 
necessary to reach our target (lines/spacings of 100 
µm). We observed no clear differences between the 
samples irradiated with and without a GDL, indicating a 
negligible impact of scattering. 

  

Figure 4. Results of the resolution checkout experiment. Left: 
1000 µm mask thickness. Right: 500 µm mask thickness. The 
black line represents configuration with GDL and the blue line 
without GDL. 

A base value of around 0.05 Na/C is observed in the 
area adjacent to the exposed region. This effect has 
been further investigated by applying the sodium re-
placement step on non-irradiated samples. The signal 
obtained in that case was nearly zero, indicating that the 
measured background in not an artefact of the EDX 
system. The backscattering of the electrons coming from 
the transporting trays may be one possibility for the 
activation of the surroundings. The nature of the grafting 
process (diffusion) could also explain the presence of 
acrylic acid groups in the periphery. However, the 
measured background extends far away from the grafted 
line, which is not consistent with this explanation. Finally, 
a possibility is that the mask is not entirely blocking the 
radiation, and increasing its thickness could decrease 
the amount of grafting in the non-targeted regions. 

In summary, we could validate the adequacy of the 
electron beam radiation for the activation step, at least 
for the resolution currently achievable with our grafting 
process. 
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Negative electrodes in nowadays Li-ion batteries for 
portable electronics or electric vehicles consist mainly of 
graphite or other carbonaceous materials [1]. Graphite 
based negative electrodes provide very good cycling 
stability, but the maximum specific charge that can be 
reached with these materials is 372 mAh/g. 

On the other hand, alloying materials such as Si [2], Sn 
[3], Al [4] and related intermetallics [5] are claimed to be 
the materials of choice for the negative electrodes for 
next generation Li-ion batteries due to their high specific 
charge. Despite that Si can deliver a theoretical specific 
charge of 3579 mAh/g – corresponding to an alloy with 
composition LiR3.75RSi – electrodes based on Si are far 
inferior in cycling stability compared to graphite elec-
trodes. Nevertheless, recent advances in the field of 
electrode engineering have successfully increased the 
reversibility of Si electrodes via better management of 
the large volume changes taking place upon lithiation. 

A compromise solution between cycling stability and 
higher specific charge can be found in the combination 
of graphite and Si. Many efforts have been put in the last 
two decades in the synthesis of Si/C composites, typical-
ly with less than 50 wt% Si, including simple methods 
such as plain mixtures or milling. Here we investigate 
different compositions and cycling conditions of low Si 
loading Si/C electrodes, targeting stable cycling condi-
tions at a specific charge larger than 450 mAh/g.  

Experimental 

Silicon nanoparticles (30 – 50 nm, Nanostructured & 
Amorphous Materials, Inc., USA) were added to two 
graphite powder samples, KS6 and SLP30, and to PC6 
coke powder (TIMCAL, SA). The electrode coatings 
were prepared with three different compositions: 

• 95 wt% graphite/coke, 1 wt% SC65 conductive addi-
tive, 4 wt% binder 

• 4.75 wt% Si (30 – 50 nm), 90.25 wt% graphite/coke, 
1 wt% SC65 conductive additive, 4 wt% binder 

• 9.25 wt% Si (30 – 50 nm), 85.75 wt% graphite, 1 
wt% SC65, 4 wt% binder 

Two binders were tested, polyvinylidene fluoride (PVDF 
KF polymer, W#9100, Kureha) and a mixture of carbox-
ymethyl cellulose (CMC, Alfa Aesar) with polyacrylic acid 
(PAA, 25 wt% sol. in HR2RO, Average M.W. 240.000, Alfa 
Aesar) in 1:1 weight ratio, from now on called CMC/PAA. 
Both, N-methyl pyrrolidone (NMP) and water based 
slurries, were prepared from a simple mixture of the 
active materials, graphite and Si, in the weight percent-
ages indicated above. First, the binder was dissolved, 
PVDF in NMP or CMC/PAA in water, and carbon black 
pre-mixed with the binder, then Si nanoparticles were 
mixed in, previous to the addition of graphite or coke 
powders. The slurries were cast onto copper foil at the 
necessary wet thickness to prepare electrodes with the 
desired mass loading of 7 – 8 mg. Then the casted elec-
trodes were dried under vacuum at 80 °C overnight, in 
the case of PVDF containing electrodes. The electrodes 
with CMC/PAA mixture as a binder were heated at 

150 °C under vacuum in order to favour the cross-linking 
reaction between CMC and PAA via condensation of 
hydroxyl groups (R–OH) and carboxylic acid groups (R–
COOH) to form ester type bonds (R–CO–O–R’) [6].  

Prior to electrochemical tests, 13 mm diameter elec-
trodes were heated at 120 °C under vacuum and insert-
ed into an Argon filled glovebox (<1 ppm OR2R) where coin 
type test cells, described elsewhere [7], were assem-
bled. Standard electrochemical cells were used to per-
form the galvanostatic cycling of the cells. Glass fibre 
separator soaked in LP30 electrolyte (ethylene car-
bonate: diethyl carbonate (EC:DEC=1:1), 1M in LiPFR6R) 
and Li foil as counter electrode were used in the half-
cells. Fluoroethylene carbonate (FEC) additive was 
added to the electrolyte for some of the electrochemical 
tests in the amount of 2 wt%. 

Results  

Electrodes prepared with PVDF as the binder are pre-
sented in Figure 1. Both graphites, KS6 and SLP30, 
exhibited good cycling behaviour with similar specific 
charges, whereas the coke sample, PC6, delivered 
lower specific charges, as expected. In all cases, when 
silicon nanoparticles are included in the electrode formu-
lation, the specific charge fades in the first 10 – 15 cy-
cles to values corresponding to graphite or coke contri-
bution. In the case of SLP30 graphite, the specific 
charges dropped even below this level, indicating that 
SLP30 electrodes with Si failed according to a different 
mechanism. Coulombic efficiencies were found to be 
lower at the initial cycles for the samples containing Si, 
increasing afterwards to similar values – in the range of 
98-100% – when the specific charge dropped to that of 
the graphite or coke contribution.   
 

 
Figure 1. Comparison of the specific charge and coulombic 
efficiency with cycle number of KS6 and SLP30 graphites, and 
PC6 coke, with and without silicon using PVDF binder. 

Due to its higher initial specific charge in combination 
with Si, KS6 graphite was chosen for further investiga-
tions regarding electrode formulations.  

Figure 2 shows the specific charges of the electrodes 
prepared with KS6 graphite, alone or with Si, and the 
crosslinked CMC/PAA binder. The electrode containing 
only KS6 performed similarly to that prepared with PVDF 

1 TIMCAL S.A., Bodio 
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binder (see Figure 1), on the contrary, KS6 electrode 
prepared with 4.75 wt% Si particles and the crosslinked 
binder exhibited much better charge retention than its 
PVDF counterpart. The KS6/Si electrode with 4.75 wt% 
Si and CMC/PAA maintained a specific charge superior 
to 500 mAh/g for at least 20 cycles, fading rapidly after-
wards to charge values close to the graphite’s. When the 
amount of Si in the electrode is doubled, to 9.5 wt%, the 
specific charge increases from 500 to almost 700 
mAh/g. The cycling stability exhibited by these elec-
trodes is similar to that of the electrodes containing 4.75 
wt% Si in the initial cycles, however, the coulombic effi-
ciency is lower and the fading is more pronounced for 
the higher Si content. 

 

 

Figure 2. Comparison of the specific charge and coulombic 
efficiency with cycle number of KS6 graphite alone and with 
4.75 and 9.5 wt% silicon using CMC/PAA binder. 

A possible failure mechanism for Si containing elec-
trodes is the electrical isolation of Si particles due to an 
excessive growth of the electrolyte decomposition film 
(SEI) upon cycling. Electrolyte additives, e.g. FEC [8], 
are known to mitigate this effect by creating a stable SEI 
film at the earlier stages of cycling. Figure 3 shows the 
electrochemical behaviour of KS6 graphite electrodes 
containing Si particles, prepared with the crosslinked 
CMC/PAA binder and cycled against Li counter elec-
trode in standard and FEC containing LP30 electrolyte. 

As can be observed in Figure 3, electrodes cycled in the 
presence of FEC additive exhibit much better charge 
retention with similar or slightly better coulombic efficien-
cy, maintaining over 500 mAh/g in charge during at least 
 

 
Figure 3. Comparison of the specific charge and coulombic 
efficiency with cycle number of KS6 graphite with and without 
silicon using CMC/PAA binder and 2 % fluoroethylene car-
bonate (FEC) additive to the electrolyte. 

40 cycles, vs. the 400 mAh/g exhibited in the standard 
electrolyte. 

Conclusions 

Graphite based electrodes containing Si particles have 
been prepared by simple mixture method and success-
fully cycled against lithium. A crosslinked binder com-
posed of carboxymethyl cellulose and polyacrylic acid 
has been found to enhance the cycling properties of 
these electrodes. Furthermore, improved cycling stability 
has been reached using fluoroethylene carbonate as 
electrolyte additive. A specific charge superior to 
500 mAh/g per composite mass has been achieved 
during 40 cycles before further electrode optimization. 
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The lithium sulfur battery (Li–S) is a promising electro-
chemical system for large-scale energy storage applica-
tions. The sulfur electrode has a theoretical specific 
charge of 1672 mAh gP

-1
P which results in energy density 

of ca. 2600 Wh kgP

-1
P, much higher than the values for 

commercial Li-ion batteries based on intercalation mate-
rials (i.e. LiFePOR4R or LiMnR2ROR4R) [1]. Although being safe, 
environmentally friendly, and cost effective, the Li-S 
battery faces a number of challenges that need to be 
overcome. These include short cycle life, low charging 
efficiency, and high self-discharge rate – problems aris-
ing from the highly soluble polysulfides (LiR2RSRnR, 2<n<8) 
forming during the cycling of a Li-S battery [2]. One 
approach to tackle these limitations is to design a single 
Li-ion conducting polymer separator in the form of a 
cation-exchange membrane. It is believed that this kind 
of membrane with a thin cation-exchange barrier layer 
(polymer skin) will allow selective Li-ion transport. More-
over, it is expected to suppress polysulfides crossover to 
the anode and their deposition on lithium, forming an 
insulating layer and leading to specific charge loss. The 
chemical modification and functionalization to obtain a 
composite porous membrane can be carried out by 
grafting monomers comprising cation-exchange constit-
uents into surface-near regions of commercial porous 
separators. 

In this work, different porous substrates were tested as 
separators in order to select a suitable support to be 
subsequently modified and functionalized by graft copol-
ymerization. Following polyolefins were chosen for pre-
liminary tests: Celgard 2400 (single layer polypropylene 
separator), polypropylene (PP TreoPore), and ultra-high 
molecular weight polyethylene (UPE SureVent). 

Experimental 

Standard Li-S composite electrodes were prepared by 
mixing 60% of sulfur and 30% of carbon black, and 
using 10% of PEO binder in a solution of acetonitrile. 
Slurries were mixed by turbostrirring, and then doctor-
bladed onto carbon-pre-coated aluminum foil. After at 
least 24 h of drying in air at room temperature, electrode 
discs were punched out and transferred to a glove box 
for assembly. Li-S cells were assembled in Ar atmos-
phere into coin-type cells by placing the separator onto 
the composite electrode, introducing 50 µl of 1 M LiTFSI 
in DME:Diox (2:1) standard electrolyte or 50 µl 1 M 
LiTFSI in DME:Diox (2:1) electrolyte with 0.5 M LiNOR3R 
additive. LiTFSI stands for lithium bis(trifluoromethane 
sulfonyl)imide, DME is dimethoxyethane and Diox is 1,3-
dioxolane [3]. 

Cells with lithium counter electrode were galvanostatical-
ly cycled at room temperature between 1.8 and 2.7 V vs. 
LiP

+
P/Li at C/5 rate (the C-rate is defined as I=1672 mA gP

-1
P 

of S). The performance of different porous substrates in 
the role of separator was tested and their properties 
were compared. Selected features of chosen materials 
are listed in Table 1.  

 

 

Table 1. Properties of the separators tested in the Li-S cells; 
 P

a
P @ 90°C / 1 hour, P

b
P @100°C / 1 hour, P

c
P not specified. 

Data taken from base films specifications. 

All separators used in this study were dried under vacu-
um for 12 h at 60 °C prior to assembly. Celgard 2400, a 
standard separator for Li-S cells, was used in order to 
create a benchmark for further experiments. 

The morphology of pristine porous substrates was inves-
tigated using a scanning electron microscope (SEM) 
Ultra 55, Zeiss (Germany), at an acceleration voltage 
5 kV.  

Results 

Figures 1 and 2 show the SEM micrographs of pristine 
polyolefins. It can be seen that the surface morphology 
varies from the anisotropic structure of Celgard 2400 
(Figure 1 top) with parallel arrays of pores [3], the iso-
tropic, flowerlike structure of UPE (Figure 2) to the more 
disordered, branchlike PP structure (Figure1 bottom). 

 
Figure 1. SEM micrographs of unmodified separators: Celgard 
2400 (top) and PP TreoPore (bottom) at low (left) and high 
(right) magnifications. 

In addition, the UPE material, widely used as a separa-
tion membrane in microfiltration, has a slightly different 
morphology on one side (Figure 2, top) than on the other 
one (Figure 2, bottom). It is also almost three times 
thicker than Celgard 2400 and PP TreoPore film. Based 
on these observations, one could expect that the individ-
ual morphological features of each porous material will 
find their reflection in the electrochemical performance of 
Li-S batteries. Thus, all three selected separators were 
tested by galvanostatic cycling in Li-S cells. 

 

Material 
 

Thickness 
[µm] 

Porosity 
[%] 

Pore size 
[µm] 

Shrinkage 
MD [%] 

Shrinkage 
TD [%] 

Celgard 
2400 25 41 0.04 0.0P

a >7.0P

a 

PP 
TreoPore 30 ~60 <0.05 4.0P

b 0.03P

b 

UPE 
SureVent 67 -P

c 0.05 -P

c -P

c 
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Figure 2. SEM micrographs of unmodified UPE SureVent 
material: one side (top) and the reverse side (bottom) at low 
(left) and high (right) magnifications. 

Figures 3 and 4 show the specific charge as well as the 
coulombic efficiency as a function of the number of cy-
cles. As can be seen, both selected polymeric materials 
show cycling behavior similar to that of Celgard 2400 
(used here as a reference separator) regardless of the 
type of electrolyte introduced. In all cases after 20 cy-
cles, upon cycling at a C/5 rate using the electrolyte 
without additive, a specific charge of ca. 660-
695 mAh gP

-
PP

1
P is retained. It decreases slightly after 30 

cycles to ca. 625–638 mAh gP

-1
P. 

 
Figure 3. Cycling performance of Li-S cells with different, 
unmodified separators at a rate C/5 in 50 μl of 1M LiTFSI in 
DME:Diox (2:1) at RT.  

 

 

 

 
Figure 4. Cycling performance of Li-S cells with different, 
unmodified separators at a rate C/5 in 50 μl of 1M LiTFSI with 
0.5 M LiNOR3R in DME:Diox (2:1) at RT.  

When LiNOR3 Ris used as an additive (Figure 4) the cou-
lombic efficiency is improved reaching almost 100%, 
whereas in case of the electrolyte without an additive the 
efficiency is about 80 to 90 %.  

Conclusions 

Three different polymeric materials have been gal-
vanostatically tested as separators in Li-S cells. Despite 
significant differences in physical and morphological 
properties, the cycling performance of all three separa-
tors was surprisingly similar. This finding suggests that 
the selection of the optimal porous support, which will be 
further modified, is not critical and can be therefore, 
based on polymer susceptibility to swelling in the elec-
trolyte and its ability to graft copolymerization. 
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The constantly growing demand of cation-exchange 
polymer membranes for separation, electrochemical, 
and biological applications, as well as the high cost of 
commercially available perfluorinated ionomeric mem-
branes have driven research to develop alternative syn-
thetic membranes [1]. These membranes can be classi-
fied in two groups: symmetric and asymmetric polymeric 
composites. The latter consists of two layers, each with 
different structure and permeabilities (Figure 1). The top, 
very thin, so-called dense skin layer ensures the selec-
tive permeation properties. The bottom porous support 
layer provides mechanical strength to the polymeric 
composite [2].  

 
Figure 1. Schematic cross-sectional view of a composite 
asymmetric membrane, adapted from [2].  

The main advantage of this type of membranes is that 
the dense skin layer as well as the following sublayer 
can be separately designed and functionalized leading 
thus to customizable membranes dedicated to different 
applications. One of the possible methods to prepare the 
membrane with tailored properties is graft copolymeriza-
tion of cation-exchange groups (e.g. sulfonate) onto 
surface-near regions. 

In this work, grafting of 4-styrenesulfonic acid sodium 
salt hydrate (SSNa) onto plasma activated porous poly-
propylene (PP, TreoPore) base polymer as well as two 
different post-grafting treatment pathways are presented 
and discussed. 

Experimental 

The preparation of ion exchange membranes based on 
porous PP was carried out by adapting a one-step pro-
cedure reported for grafting acrylic acid and sodium 
styrene sulfonate onto high-density polyethylene (HDPE) 
film [3]. The porous PP was exposed to an Ar plasma 
(30 W，gas flow rate of 72 ml/min ) for 5 min from one 
side. The lag time after plasma treatment during which 
the activated film was exposed to ambient conditions 
before starting the copolymerization was 30 min. The 
grafting reaction mixture consisted of 4-styrenesulfonic 
acid sodium salt hydrate (SSNa, 10 v-%), water (40   
v-%), and isopropanol (50 v-%). The reaction was car-
ried out in a temperature-controlled bath at 60°C. After a 
predefined time, the grafted membranes (PP-g-PSSNa) 
were removed from the reactor, washed in 60 °C distilled 
water overnight, and vacuum-dried (60 °C).  

In some experiments, instead of washing the PP-g-
PSSNa membranes with water, a multi-stage solvent      
exchange and evaporation method was applied [4]. After 

24 h grafting at 60 °C, the membranes were first im-
mersed in EtOH. Then, a second volatile solvent, here 
n-pentane replaced the EtOH. In a final step, the films 
were dried at 60 °C under vacuum. All grafted films were 
characterized with Fourier transform infrared spectros-
copy (FTIR) and gravimetrically. The morphology of the 
pristine porous substrate as well as of the PP-g-PSSNa 
membranes was investigated using a scanning electron 
microscope (SEM) Ultra 55 (Zeiss Germany) at an ac-
celeration voltage of 5 kV.  

Results  

The kinetics for the grafting of SSNa monomer onto 
porous PP base film is presented in Figure 2. It can be 
seen that the graft level increases gradually with the 
increase of grafting time within the limits of the durations 
studied (2-24 h).  

 
Figure 2. Grafting kinetics of SSNa onto porous PP base film.  

In order to confirm that SSNa was successfully grafted 
onto PP porous films, FTIR spectroscopy was used. The 
enlarged view of FTIR spectra of PP pristine film and ion-
exchange membrane modified with sodium sulfonate  
(-SOR3RNa) groups are shown in Figure 3. Polypropylene 
used as a base film has strong bands near 2950 cmP

-1
P 

(not displayed here), 1460 cmP

-1
P, and 1380 cmP

-1
P. Addi-

tionally, bands of medium intensity are observed near 
1155 and 970 cmP

-1
P [5]. The main difference between the 

base film and the membrane grafted with bulky sulfonate 
groups is the sequence of peaks in the region 1200-1000 
cmP

-1
P. Thus, the bands present in the spectrum of the PP-

g-PSSNa membrane at 1182, 1130, 1044, and 1011 cmP

-1
P 

are due to the presence of –SOR3RNa groups [6]. 

Grafting of SSNa and the subsequent treatment has been 
found to induce not only structural changes but also ge-
ometrical changes of obtained membranes, compared to 
the pristine PP substrate. Grafting was found to have a 
greater influence on the length (MD = machine direction) 
and the thickness of the PP membrane than on its width 
(TD = transverse direction) (Figure 4). 
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Figure 3. Enlarged FTIR spectra of PP pristine film and  
PP-g-PSSNa film in the range of 1540-840 cmP

-1
P. 

The observed shrinkage as well as the different appear-
ance of the grafted membranes (white/transparent ran-
dom regions) was correlated to the drying step of the 
PP-g-PSSNa. Therefore, to reduce and/or suppress 
inhomogeneity of the grafted membranes, post-grafting 
treatment was further investigated. 

 
Figure 4. The relationship between graft level and the subse-
quent dimensional changes of the PP grafted polymers. 

According to Davis et al. [4] a way to preserve the 
asymmetric structure of the membrane is to not dry the 
membrane directly in air. Hence, a multi-stage solvent 
exchange and evaporation method is introduced. In this 
method, a water-miscible solvent, e.g. EtOH, first re-
places the water in the membrane. Afterwards, the EtOH 
is replaced by a second, volatile solvent such as hexane 
or n-pentane, which is air-evaporated in the final step. 
The latter step is made to reduce the capillary force 
inside the pores and, consequently, to preserve the 
asymmetric structure. As this drying procedure seemed 
to be reasonable, it has been adapted for our studied 
grafting system. As a result, after 24 h of grafting similar 
graft level equal to 46% was found when compared to 
the PP-g-PSSNa membranes washed only with water 
(Figure 2). Moreover, the inhomogeneity was no longer 
observed and the shrinkage was only weakly pro-
nounced.  

The potential structural differences between those two 
types of membranes were analyzed by SEM. According 

to the micrographs shown in Figure 5 after 24 h of graft-
ing, in both cases (middle and bottom micrograph) the 
pores of the PP film are gradually being closed. Howev-
er, on the surface of the membrane treated only with 
water, some precipitates are present. Presumably, it is 
remaining unreacted monomer or PSSNa homopolymer 
which was not entirely washed out. 

 
Figure 5. SEM micrographs of PP base film (top), PP-g-PSSNa 
membrane washed with HR2RO after grafting (middle) and the 
membrane in which the multi-stage solvent exchange and 
evaporation method was applied (bottom) at low (left) and high 
(right) magnifications. 

Conclusions 

SSNa monomer was successfully grafted onto plasma-
activated porous PP substrate. The graft level of PP-g-
PSSNa membranes varied with the grafting time from 
ca. 8 % after 2 h up to ca. 50 % after 24 h. Results of the 
two different post-grafting treatments suggest that this 
step plays an important role. With a suitable procedure 
(multi-stage solvent exchange) inhomogeneities in the 
grafted membranes can be minimized. 
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Lithium ion batteries are the main energy source for 
many small devices such as laptops or mobile phones 
and larger devices as e-bikes or electric cars. The cur-
rent choice of anode materials for lithium ion batteries is 
graphite, due to its long cycle life, abundance and low 
cost. However, graphite delivers low specific charge 
values (372 mAh/g) and several alternatives have been 
investigated in the recent years [1]. 

The group of elements capable of react directly with 
lithium is limited to a group of metals and semimetals 
among which Si, Sn and Sb are the most important in 
terms of gravimetric and volumetric energy density (3590 
mAh/g and 8365 mAh/cmP

3
P and 372 mAh/g and 975 

mAh/cmP

3
P for silicon and graphite respectively). 

The main challenge when using the alloy materials in 
lithium batteries is the enormous volume change associ-
ated to the (de)alloying processes. In the case of Si, the 
volume change can go up to 300% leading to electrical 
disconnection of active material particles, cracks in the 
particles (active materials) and in the electrodes (binder 
and conductive agent) and, at the end, electrode failure. 
Several strategies to overcome this problem have been 
proposed in the last years. The most popular are the 
preparation of Si/C composites and Si-based alloys, 
either with active or inactive matrices [2].  

In this report two Si-based compounds have been syn-
thesized and tested in lithium half cells. The two materi-
als have been synthesized by ball milling with a 3d metal 
and a matrix of Si and P. Both elements are expected to 
react with lithium, giving large specific charge values. 

Results  

Preliminary electrochemical tests were performed using 
standard electrodes with the ratio active material/carbon 
black/PVDF of 80/10/10. The specific charge delivered 
by the MSiP-1 compound cycled between 1.5 V and 5 
mV is shown in Figure 1.  
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Figure 1. Specific charge and irreversible charge loss for the 
compound MSiP-1. 

The specific charge in the first cycle (ca. 1800 mAh/g) is 
lower than the expected theoretical one, but still 5 times 
higher than the specific charge of graphite. The irre-
versible charge loss is very high and at this stage of 

research, electrode engineering is needed to improve 
the cycle life of the material.  

Figure 2 shows the specific charges delivered by the 
compound MSiP-2. The initial charge (ca. 470 mAh/g) is, 
lower than the theoretical value and close to the values 
of graphite; however this material is able to maintain 
over 200 mAh/g for 30 cycles without any engineering. 
The irreversible charge loss is also significantly lower 
than for MSiP-1. The main difference between both 
electrodes is the amount of inactive matrix, higher in the 
MSiP-2, buffering more effectively the volume changes 
and resulting in less pronounced fading. 
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Figure 2. Specific charge and irreversible charge loss for the 
compound MSiP-2. 

 

Conclusions 

New materials based on the MSiP system have been 
synthesized and their electrochemical properties have 
been explored. The composition with higher inactive 
matrix ratio is able to maintain higher charge values with 
low charge loss during cycling.  
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Today’s energy storage systems, such as batteries and 
electrochemical double layer capacitors, utilize a variety 
of carbon materials as both active storage material and 
conductive additive [1]. Several studies have shown that 
the employed carbon composite electrodes exhibit dila-
tation due to electrochemical polarization [2, 3]. This 
charge induced expansion is expected to be a source for 
electrode degradation and, hence, the induced mechan-
ical stress might lead to a reduction of the overall life-
time. 

Recent investigations [3-7] on the carbon dilatation be-
haviour were always conducted on a specific carbon 
allotrope and, hence, the observed effects where only 
discussed within the morphology boundaries of the em-
ployed carbon-electrolyte-combination. As a result, the 
proposed mechanisms where limited to a specific carbon 
geometry. In order to extend the scope of these obser-
vations a more comprehensive comparison is necessary 
including different carbon morphologies. The commonly 
employed carbon allotropes can be classified into [1]: 0-
dimensional fullerene-like, 1-dimensional nanotube-like, 
2-dimensional graphene based and 3-dimensional acti-
vated carbon-like (compare Table 1). 

The scope of this work is to review dilatation studies to 
identify expansion mechanisms which are related to the 
dimension of the employed carbon. 

Table 1. Summary of 0 to 3 dimensional carbon allotropes. 

 

0 – dimensional carbon 

Onion like carbon [6] 

Specific surface area: 400 mP

2
P/g 

Specific capacitance: ~23 F/g 
Expansion up to: 0.2% 

 

1 – dimensional carbon 

Single walled carbon nanotube [4] 

Specific surface area: 820 mP

2
P/g 

Specific capacitance: ~50 F/g 
Expansion up to: 3.5 % 

 

2 – dimensional carbon 

Graphite (graphene based) [3, 7] 

Specific surface area: 10-20 mP

2
P/g 

Specific capacitance: N/A 
Expansion up to: 3.7 % 

 

3 – dimensional carbon 

Carbide derived carbon [5, 8] 

Specific surface area: 1980 mP

2
P/g 

Specific capacitance: ~ 130 F/g 
Expansion up to: 1.7 % 

 

Experimental 

The expansion behaviour during charge and discharge 
was investigated using a custom designed dilatometer 
as described in reference [3]. The dilatometer cell is 
based on a three electrode design using PTFE bound 
active carbon for the counter and quasi-reference elec-
trode. In order to have a fixed reference level for the 
expansion measurements a glass frit (porosity P2: 40-
100 µm) is used as the separator. The investigated 
electrodes were compressed between the glass frit and 
a movable Ti plunger with an additional weight load of 
10 N. Any expansion during the electrochemical experi-
ments was recorded by a displacement transducer 
DP1S (Solartron Metrology, UK) with an accuracy of 
0.06 µm. The electrochemical characterization was done 
by cyclic voltammetry (IM6e potentiostat, Zahner-Elektrik 
GmbH&Co. KG, Germany) using a sweep rate of 1 mV/s 
and the organic electrolyte tetraethylamonium tetra-
fluoroborate in acetonitrile (1M TEABF4 / AN). 

Results and discussion 

Comparing the available dilatation studies reveals a first 
anomaly related to an irreversible expansion which can 
be observed upon first polarization. This effect is only 
reported for carbon nanotubes [4] and partially reduced 
graphite oxide (GOpr) [7] and exhibits a magnitude be-
tween 5 and 40% electrode expansion (Figure 1). In 
case of single walled carbon nanotubes this effect was 
correlated with the debundling of tube bundles upon first 
polarization. For GOpr the observed irreversible expan-
sion is the result of the electrochemical activation of the 
material which allows ion access to the individual gra-
phene-like layers. In both cases the irreversible dilata-
tion is the separation of graphene-like surfaces and 
hence the weakening of a van der Waals interaction. 
Since this kind of interaction depends on extended gra-
phene-like surface areas this dilatation effect can only 
be observed for 1 and 2 dimensional carbon allotropes.  

 
Figure 1. Expansion of partially reduced graphite oxide (2D) 
and carbon nano tubes (1D) due to polarization as a function of 
time using 1M TEABFR4R / AN. 
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Beside nonrecurring dilatation effects which are limited 
to 1 and 2 dimensional carbons also the reversible ex-
pansion behaviour is compared. Figure 2 summarizes 
the electrode expansion as a function of charge. The 
shown data is based on the investigation of 0D onion 
like carbons [6], 1D single walled carbon nanotubes [4], 
2D graphite [3] and 3D carbide derived carbon [5]. 

Even though the scale of the applied charge is limited 
the comparison reveals two different dilatation behav-
iours. On the one hand side both 0D and 3D carbons 
exhibit almost no expansion in the investigated charge 
range. On the other hand 1D as well as 2D carbon en-
counter increased electrode expansions already when 
applying a small charge. 

 
Figure 2. Dilatation of 0 to 3 dimensional carbons as a function 
of charge using 1M TEABFR4R / AN. 

For a more detailed comparison Figure 3 summarizes 
the anodic as well as the cathodic expansion of the 
different carbons at a fixed charge value of 20 C/g. The 
plot emphasizes on the difference between 0D and 3D 
carbons in contrast to 1D and 2D carbons. 

 
Figure 3. Comparing the relative expansion of 0 to 3 dimen-
sional carbons at a fixed charge value of 20 C/g for both anodic 
and cathodic polarization in 1M TEABFR4R / AN. 

The fact that both 0D and 3D carbons do not show any 
expansion at a charge of 20 C/g might originate from the 
inflexible carbon network formed by either the OLC 
aggregates or the activated carbon. In contrast both the 
carbon nanotubes as well as the graphite have a more 
flexible carbon framework with the individual nanotubes 
as well as the graphene layers only bound by weak van 
der Waals forces. 

 

Conclusions 

The dilatation comparison of 0 to 3 dimensional carbons 
revealed a strong dependence on the macroscopic car-
bon frame work. In case of an inflexible carbon frame-
work (0D / 3D) there is no expansion observable upon 
applying a small charge. Hence, neither the accumulat-
ed number of ions nor the potential has any influence on 
the existing carbon network in the electrode. 

For carbon electrodes based on bound carbon entities 
like graphene and nanotubes, however, already the 
accumulation of a small amount of ions has a measure-
able effect on the overall electrode height. Therefore, 
carbon entities bound by van der Waals forces are influ-
enced in their interaction distance upon charging which 
results in an increased electrode dilatation. 
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Over two decades, manganese oxide spinels based on 
LiMnR2ROR4R and derivatives have been considered as one 
of the candidates to replace LiCoOR2R (cobalt is expen-
sive, rare and toxic) in commercial Li-ion batteries. 
LiMnR2ROR4R is a cheap, safe und abundant material provid-
ing up to 4V operating potential. Our project focuses on 
the development of derivatives of LiMnR2ROR4R to improve its 
energy storage capacity, to enhance the potential and/or 
the specific charge. The first step was to investigate the 
most interesting method to produce LiMnR2ROR4R as refer-
ence material, before to extend it to derivatives. In the 
last two decades different strategies have been devel-
oped in the soft chemistry to synthesize LiMnR2ROR4R: (i) 
oxidation of manganese (II) precursor [1], or (ii) reduc-
tion of potassium permanganate [2]. We have focused, 
based on our own experience, on the first option (i) 
because it offers the highest flexibility and combination 
possibilities in the further development of derivatives of 
the LiMnR2ROR4R. 

Barboux et al. [1] showed at the beginning of the 90’s 
that the LiMnR2ROR4R can be synthesized from Mn(II) acetate 
via formation of a Mn(II) complex followed by oxidation 
at high temperatures either under oxidative or neutral 
atmosphere. Similarly MnCOR3R and LiR2RCOR3R can form 
LiMnR2ROR4R at high temperatures [3]. Our goal is to develop 
syntheses of LiMnR2ROR4 Rby annealing lithiated manganese 
oxides produced previously from molecular precursors 
by sol-gel chemistry. We expect from the sol-gel route to 
form more homogeneous dispersions of the different 
elements in the raw material than a simple mixture of 
powders, to finally obtain LiMnR2ROR4R and derivatives with 
improved electrochemical properties (specific charge, 
stability).  

Experimental 

Mn (II) acetate tetrahydrate is dissolved in benzyl alco-
hol in presence of lithium carbonate under argon bub-
bling and magnetic stirring at ambient temperature. After 
10 min the bubbling is stopped and the solution is heat-
ed to up 175°C under argon atmosphere. After 40 h the 
solution is cooled down to ambient temperature. The 
solution is poured with acetone, centrifuged and the 
precipitate is washed two times with acetone before to 
be dried in a furnace at 60°C and then completely desic-
cated in a vacuum-oven at 90°C over night.  In a second 
step the material is annealed in a muffle oven with am-
bient atmosphere at different temperatures (300, 600 or 
800°C). The synthesis was performed similarly using 
dried Mn (II) acetate, Mn (III) acetylacetonate, and dry 
lithium acetate as well. 
The synthesized powders were characterized by X-ray 
diffraction (XRD) and then used to prepare tests by a 
standard procedure. Slurries were done by mixing the 
Mn-based material powder with black carbon Super-P 
and Kynar Flex in a 80/10/10 weight ratio in n-methyl-2-
pyrrolidone. The slurries were doctor-bladed on an alu-
minum foil and dried. Coin-like test cells were build with 
lithium metal as counter electrode, glass fiber as separa- 
tor and LiPFR6R 1M in ethylene carbonate/dimethyl-
carbonate (1:1 in weight ratio) as electrolyte solution. 

The galvanostatic measurements were performed be-
tween 3 to 5 V vs. LiP

+
P/Li with a specific current of 14.8 

mA/g (C/10 for a theoretical capacity of 1 LiP

+
P extrac-

tion/insertion per formula unit of LiMnR2ROR4R), starting with 
the charge step, i.e. oxidation of the Mn-based material. 
 

Sample 
 

From sol-gel 
synthesis 

Annealed at 
300°C 

Annealed at 
600°C 

Annealed 
at 800°C 

Mn (II) 
acetate + 
LiR2RCOR3 

(A.1) 
LiR2RCOR3R 
~70% + 
MnR3ROR4R  
~30% 

(A.2) 
LiR2RCOR3R 
~70% + 
MnR3ROR4R  
~30% 

(A.3) 
LiR2RMnOR3R 

~55% 
+LiR2RCOR3R 

~45% 
50 Ah/kg 

(A.4) 
LiR2RMnOR3R 
~75% + 
LiMnR2ROR4R 

~25% 
80 Ah/kg 

Mn (II) 
acetate 4 

HR2RO + 
LiR2RCOR3 

(B.1) 
LiR2RCOR3R 
~65% + 
MnR3ROR4R  
~35% 

(B.2) 
LiMnR2ROR4R 
~35% + 
LiR2RCOR3R 
~35% + 
MnR3ROR4R  
~30% 

 60-75 Ah/kg 

(B.3) 
LiMnR2ROR4R 

~90% 
+MnR2ROR3R 

~10% 
80-100 

Ah/kg high 
fading 

(B.4) 
LiMnR2ROR4R 
~90% + 
MnR2ROR3R 
~10% 
80-85 
Ah/kg 

Mn (III) 
acetylace-
tonate + 
LiR2RCOR3 

(C.1) 
LiR2RCOR3R 
~80% + 
MnCOR3R  
~20% 

(C.2) 
LiMnR2ROR4R 
~30% + 
LiR2RCOR3R 
~50% + 
MnR3ROR4R  
~20% 

 70-80 Ah/kg 

(C.3) 
LiMnR2ROR4R 
~35% + 
LiR2RMnOR3R 

~65% 
85-95 Ah/kg 

(C.4) 
LiMnR2ROR4R 
~45% + 
LiR2RMnOR3R 

~55% 
80 Ah/kg 

Mn (III) 
acetylace-
tonate + Li 

acetate 

(D.1) Uni-
dentified 
mixture 
maybe 

MnR3ROR4R in ?? 

(D.2) 
MnR3ROR4R  
95-100 
Ah/kg 

(D.3) 
LiMnR2ROR4R 

70-80 Ah/kg 

(D.4) 
LiMnR2ROR4R 
~55% + 
LiR2RMnOR3R 

~45% 
70-75 
Ah/kg 

MnR3ROR4R 
commer-
cial + Li 
acetate 

- 

(E.2) MnR3ROR4R  
~95% + 
LiMnR2ROR4R 

~5%  
 75-85 Ah/kg 

(E.3) MnR3ROR4R  
~30% + 
LiMnR2ROR4R 

~70%  

(E.4) 
MnR3ROR4R  
~55% + 
LiMnR2ROR4R 

~45% 

Mn(II)COR3R 
commer-

cial + 
LiR2RCOR3R  

- 

(F.2) 
LiR2RCOR3R 
~65% + 
Mn3O4  
~35% 

(F.3) 
LiR2RCOR3R 
~25% + 
LiMnR2ROR3R  
~60% + 
LiMnR2ROR4R 

~15% 

(F.4) 
LiR2RCOR3R 
~40% + 
LiMnR2ROR3R  

~60% 

Table 1. Synthesis parameters, materials produced and their 
specific charge in electrodes in half-cells. 

Results 

The different synthesized materials are summarized in 
Table 1. As expected, the materials syntheses depend 
of many parameters, especially the temperature and the 
chemicals used (Mn, Li and the counter ions). A suc-
cessful result is that monophasic LiMnR2ROR4R (D.3) can be 
obtained from the sol-gel synthesis of Mn(III) acety-
lacetonate with lithium acetate and annealing at 600°C 
via the conversion of in situ formed MnR3ROR4R. MnR3ROR4R 
annealing in presence of a LiP

+
P precursor is known to be 

a synthetic route to produce LiMnR2ROR4R [4]. One can no-
tice that the specific charge of our LiMnR2ROR4R, even if it is 
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a monophasic material, shows a rather low specific 
charge of 70-80 Ah/kg, but at the present point the an-
nealing procedure (temperature and duration) has not 
been optimized. Our goal with these preliminary results 
was to validate the possibility to synthesize LiMnR2ROR4R by 
a facile route, before to focus on more promising deriva-
tives. Another improvement would be to optimize the 
engineering of the electrodes, especially to use the 
particle aggregates at sub-micrometric size while it is 
presently up to micrometric (Figure 1).   

The synthesis C.1 could be seen as a simple reduction 
of Mn(III) to Mn(II) with ligand exchange in benzyl alco-
hol to form a Mn(II)COR3R and LiR2RCOR3R mixture. But when a 
similar mixture from commercial Mn(II)COR3R and LiR2RCOR3R 
is prepared, results are different with mainly formation of 
LiMnR2ROR3R. 

 

 
Figure 1. SEM image of the electrode prepared with LiMnR2ROR4R  
(D.3)/super P/Kynar flex, 80/10/10 weight ratio.  

 

MnR3ROR4R is usually described as a material of high specific 
charge but also for potentials below 3V vs. LiP

+
P/Li when it 

is lithiated [5-6]. The MnR3ROR4R (D.2) can be cycled at high 
potentials between 3 to 5 V vs. LiP

+
P/Li with specific 

charge between 95-100 Ah/kg (Figure 2). It is even the 
best material we have obtained with these preliminary 
experiments. No presence of lithium is detected by XRD 
but a lithium precursor is necessarily present as anneal-
ing at higher temperatures leads to the formation of 
lithiated materials (Table 1, syntheses D.3 and D.4). 
Supposing a modification of the MnR3ROR4R (D.2) during the 
first oxidation step appears reasonable, as the materials 
shows a high irreversibility and different shape of the 
cycling curves between 4.2-4.7 V, than the following 2P

nd
P-

5P

th
P cycles. The cycling shows also a good reversibility 

(Figure 2). Another point is that the cycling of MnR3ROR4R 
(D.2) reveals an evolution of the shape of 10P

th
P cycle in 

comparison to the 2P

nd
P and 5P

th
P cycles both for the charge 

and discharge steps. At this point a second material 
modification may be possible but further investigations 
are necessary to clarify by in situ and post-mortem XRD 
analyses. 

In order to investigate this phenomenon and to point out 
the possible importance of the first step of the synthesis 
performed in benzyl alcohol with molecular precursors, 
we have annealed a commercial MnR3ROR4R powder mixed 
with lithium acetate by a similar annealing procedure. 
The MnR3ROR4R phase is quite unchanged at 300 °C (E.2), 
no formation of LiMnR2ROR4R, and the material is also cycling 
at high potentials between 3-5V vs. LiP

+
P/Li (Figure 2). But 

the galvanostatic cycling reveals clear differences: (i) No 

activation or material transformation seems to occur 
during the first oxidation. (ii) The material MnR3ROR4R (E.2) 
delivers a specific charge lower and less stable than for 
the MnR3ROR4R (D.2). A possible explanation could be a 
reaction between the MnR3ROR4R (D.2) with the amorphous 
part containing the LiP

+
P, attributed to high interface area 

between the different compounds (due to the sol-gel 
synthesis in benzyl alcohol) while the mixture of com-
mercial powders does not allow to form such homoge-
neous and highly dispersed material with MnR3ROR4R (E.2). 

In conclusion, manganese oxide based materials for 
high voltage electrodes to Li-ion batteries have been 
obtained. The most promising route appears to be the 
one using Mn(III) acetylacetonate and lithium acetate in 
benzyl alcohol in a first step followed by annealing.  

 
Figure 2. Galvanostatic curves of MnR3ROR4R (D.2) and MnR3ROR4R 
(E.2). 
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There have been many attempts to search for alternative 
layered lithium transition metal oxides by substituting Co 
by other transition metals due to the low practical specif-
ic charge and limited thermal stability of LiCoOR2R, as well 
as the toxicity and high cost of Co. Particularly, the fami-
ly of LiNiR1-x-yRCoRxRMnRyROR2R (NCM) materials has shown 
promising electrochemical properties which can be fine-
tuned and optimized by changing the ratio of different 
transition metals. Among them, NCM111 and NCM523 
(LiNiR0.33RCoR0.33RMnR0.33ROR2 Rand LiNiR0.5RCoR0.2RMnR0.3ROR2R, re-
spectively) are especially important for industrial applica-
tions. NCM111 is one of the most studied materials in 
NCM family. Ohzuku and Makimula have reported a 
specific charge of 150 mAh/g for NCM111 within the 
potential window of 2.5-4.2 V vs. LiP

+
P/Li, which is compa-

rable or better than that of LiCoOR2R, andR Rwith improved 
safety [1]. However, by increasing cut-off voltage, cation 
disorder, which deteriorates the performance, occurs 
and shortens the lifetime of cells based on NCM111 
material [2]. Recently, NCM523 has attracted much 
attention because it delivers higher specific charge with-
in the same potential window as NCM111 and is more 
cost-efficient. However, it suffers from a more pro-
nounced decay of specific charge during cycling.  

Experimental 

Aiming to understand the failure mechanism of NCMs, 
the cycling behaviour of NCM111 and NCM523 was 
investigated in two different electrolytes in half-cell set-
up: 1 M LiPFR6R in ethylene carbonate (EC)/dimethyl car-
bonate (DMC) electrolyte (LP30) and 1 M LiPFR6R in eth-
ylene carbonate (EC)/ethyl methyl carbonate (EMC) 
(LP57). The cycling protocol was as follows: 2 cycles at 
C/10 rate followed by prolonged cycling at C/2 rate with-
in the potential window of 2.5-4.3 V vs. LiP

+
P/Li.  

The variation of the electrolyte composition was ana-
lysed by gas chromatography after 0 (the cell stays at 
OCV for 2 days), 1, 3, and 10 cycles. The electrolyte in 
the cycled cells was leached with 1 ml EMC or DMC (for 
cells cycled with LP30 and LP57, respectively). The 
measurements were carried out with Agilent 7890A gas 
chromatograph with DB-1 capillary (60 m x 0.32 mm i.d., 
5 µm) and built-in flam ionization detector from Agilent 
Technologies. A constant flow of NR2R at 1 ml/min was 
used as carrier gas. 1 µl of the sample solution were 
transferred from the injector which was maintained at 
240 °C to the capillary column. The temperature of the 
column was ramped from 80 °C to 260 °C with a rate at 
6 °C/min and held for 25 minutes at 260 °C. The dura-
tion of each measurement was 47.5 min. 

Results  

Figure 1 compares the cycling performance of NCM111 
and NCM523 in LP30 (Figure 1a) and LP57 (Figure 1b). 
It can be seen that NCM523 shows a higher specific 
charge than NCM111 within 250 cycles in both LP30 
and LP57 electrolyte. However, while the specific charge 
of NCM111 decreases at the rate of around 0.06 % per 
cycle (with respect to the nominal specific charge of 141 

mAh/g), it is at around 0.09 % per cycle (with respect to 
the nominal specific charge of 162 mAh/g) for NCM523 
in LP30. It is worth noting that with LP57 apparent faster 
decay can be seen approximately after 150 cycles and 
100 cycles for NCM111 and NCM523, respectively. 
Before the accelerated decay, the declination of specific 
charge is at around 0.09 % for NCM111 and 0.11 % for 
NCM523 in LP57. 

The influence of the different electrolytes on the perfor-
mance of NCM111 and NCM523 is compared in Figure 
2a and Figure 2b, respectively. The decay of specific 
charge is clearly more pronounced for the cells cycled 
with LP57. It is reported in the literature that graphite 
and lithium metal are more stable in EMC than in DMC 
due to the better passivation of the surface [3,4]. This is 
consistent with observed trend that the cells cycled with 
LP30 are more prone to inefficient charging after 200 
cycles (possibly due to dendrite formation). However, by 
considering 80 % of the nominal specific charge as the 
end of the lifetime of a lithium-ion cell, cells cycled with 
LP57 reach the end of life around 40 (for NCM111) and  
100 (for NCM523) cycles earlier than the ones with 
LP30. 
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Figure 1. Cycling behaviour of NCM111 and NCM523 at C/2 
rate between 2.5 - 4.3 V vs. LiP

+
P/Li with a) LP30 and b) LP57 

electrolytes (□: specific charge, ■: specific discharge, ٭: 
coulombic efficiency). 

Figure 3 shows the results for the composition evolution 
of the electrolyte during cycling in NCM111 cells. Alt-
hough for the cells cycled with different electrolytes, the 

1 BASF SE, Ludwigshafen, Germany 
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specific discharge is almost identical within 10 cycles, 
the variation of electrolyte composition during cycling 
depends on the binary solvent used. It seems that for 
the cells assembled with LP30, just by keeping the cell 
at OCV, it results in the build-up of decomposed constit-
uents at the primary expense of DMC. Then, the compo-
sition stays roughly unchanged till the 10P

th
P cycle. On the 

contrary, for the cell cycled with LP57, continuous varia-
tion of electrolyte composition is observed. During 10 
cycles, a clear decrease of the EMC percentage can be 
observed. This could be correlated to the fact that cou-
lombic efficiency of the LP57 cells is generally lower 
than the one of LP30 cells due to the more pronounced 
side reactions. However, the faster decrease of the 
linear carbonate than cyclic carbonate is not expected 
because EC is generally considered to be less stable 
and more easily reacting through ring-opening mecha-
nism. In addition, while EC contributes with its good 
dielectric properties to the binary solvent, the low viscos-
ity of DMC and EMC realises the good conductivity of 
the electrolyte. The continuous decomposition of EMC in 
the LP57 cells would result in increased viscosity of the 
electrolyte and decreased conductivity, and in turn de-
creased practical specific charge due to higher overpo-
tentials. Although no apparent differences in terms of 
specific charge are noticeable between the two electro-
lytes within the studied 10 cycles, increase in viscosity 
may play a role in the faster performance decay for the 
cells cycled with LP57 in the long term. 
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Figure 2. Cycling behaviour of a) NCM111 and b) NCM523 at 
C/2 rate 2.5 - 4.3 V vs. LiP

+
P/Li with LP30 and LP57 electrolytes 

(□: specific charge, ■: specific discharge, ٭: coulombic efficien-
cy). 

 

 

 

 

Conclusion  

Although NCM523 delivers higher specific charge, the 
decay of specific charge during cycling is more pro-
nounced. In addition, different electrolytes affect the 
performance and lifetime of the cells to a large extent. In 
a half-cell system, cells cycled with LP57 tend to have a 
stronger fading which might be correlated to the faster 
decomposition of EMC according to the results obtained 
from gas chromatography. 
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Both metal oxides and metal sulfides can be both used 
as active materials to reversibly store electrical energy 
by a redox process. However their properties are differ-
ent. Metal oxides present usually stable but low specific 
charges while metal sulfides present high specific 
charges for the first cycles but a really fast and strong 
fading. The main reason of such contrasted electro-
chemical properties is due to the different mechanisms 
of the oxidation and reduction metal oxides and metal 
sulfides. An interesting progress in the battery field 
would be to obtain a material able combine the ad-
vantages of each material, i.e., the high specific charge 
of the metal sulfide and the good cycling stability of the 
metal oxide.  

Metal oxysulfide materials are the first target to reach 
this goal but the standard synthesis is by pulse laser 
deposition (PLD) [1]. The amount of material produced is 
too low for further use of the material to build electrodes. 
A post-synthesis mixture of metal oxide and metal sul-
fide powder does not provide any advantage and an-
nealing process is not possible due to the low thermal 
stability of the metal sulfides. A possibility would be to 
have a fine mixture, where the high dispersion of the 
metal sulfide in the material limits the total volume 
change of the active material during the successive 
oxidations and reductions and consequently prevents 
the formation of cracks (i.e., lost of electrical contact) in 
the electrode.     

The sol-gel chemistry allows to produce material starting 
from molecular precursor at relative low temperatures. 
The anhydrous route was developed by Niederberger 
and co-workers [2] during the last decade and many 
different metal oxides can be synthesized using benzyl 
alcohol as solvent and co-reactant. Recently, this route 
was extended to produce metal sulfides using benzyl 
mercaptan [3]. We describe here the different combina-
tions of benzyl alcohol and benzyl mercaptan with an 
molecular iron source, to produce in one-pot diferent 
mixtures of magnetite FeR3ROR4R and greigite FeR3RSR4R. Fine 
mixture with an optimal ratio between the magnetite and 
greigite, FeR3ROR4R ~ FeR3RSR4R, delivers as active material for 
Li-ion batteries a specific charge higher than the one of 
metal oxide and the mixture is reasonably stable, i.e., 
the specific charge is more stable upon cycling than the 
one of metal sulfide.   

Experimental 

Iron (III) acetylacetonate is dissolved in benzyl alcohol in 
a mixture of benzyl alcohol and benzyl mercaptan under 
argon bubbling and magnetic stirring at ambient temper-
ature. After 10 min the bubbling is stopped and the solu-
tion is heated up at 175°C under argon atmosphere. 
After 40 h the solution is cooled down to ambient tem-
perature. The solution is poured with acetone, centri-
fuged, and the precipitate is washed two times with 
acetone before to be dried in a furnace at 60°C. 

The synthesized powders were characterized by  
Energy-dispersive   X-ray   spectroscopy   (EDX),   X-ray  

diffraction (XRD) and scanning electron microscopy 
(SEM) and then used to make electrodes by a standard 
procedure. Slurries were done by mixing the iron-based 
material powder with black carbon Super-P and Kynar 
Flex binder in a 80/10/10 weight ratio in n-methyl-2-
pyrrolidone. The slurries were doctor-bladed on an alu-
minum foil and then dried. Coin-like test cells were built 
with lithium metal as counter electrode, glass fiber as 
separator and LiPFR6R 1M in ethylene car-
bonate/dimethylenecarbonate (1:1 in weight ratio) as 
electrolyte solution. The galvanostatic measurements 
were performed between 1 to 3 V vs. LiP

+
P/Li with a specif-

ic current of 34 mA/g starting with the discharge step, 
i.e. reduction of the Fe-based material. 

Results 

 

 
Figure 1. Relation between the sulphur/oxygen (S/O) atomic 
ratio in the mixture of magnetite and greigite synthesized, and 
the composition of the benzyl alcohol and benzyl mercaptan 
mixture used. Data are collected from EDX analysis. S:O values 
represent the respective number of sulphur and oxygen atom 
for a total of 4 atoms. 

 

 
Figure 2. X-ray diffractograms of synthesized materials. ”x” is 
the same molar ratio of benzyl mercaptan as in figure 1. The 
squares and the stars symbolize the peaks attributed to the 
magnetite and greigite phases, respectively. 
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The analysis by EDX is accurate enough to estimate the 
atomic ratio of oxygen and sulphur present in the col-
lected powder after synthesis, purification, and drying. It 
is obvious from Figure 1 that the atomic S/O ratio of the 
product can be controlled by the respective quantity of 
benzyl alcohol and benzyl mercaptan used for the syn-
thesis even if the correlation is not linear. 

The XRD analysis relates directly the chemical composi-
tion of the materials, i.e. S/O ratio, and the crystal phase 
present. A material rich in oxygen contains mainly mag-
netite phase and a material rich in sulphur contains 
mainly greigite phase. The phase composition of the 
final material can be then directly controlled by the re-
spective amount of benzyl alcohol and benzyl mercaptan 
used for the synthesis. The Rietveld refinement of the 
diffractograms suggests that the greigite does not have 
any oxygen doping when present in any material pro-
duced. The magnetite phase seems to be able to ac-
commodate sulphur in its lattice but the effect is limited 
to several percent for the best. It can be excluded that 
any relevant amount of oxysulfide was then produced. 
The material can be described either as magnetite, 
greigite, or mixture of both. 

 

 
 

Figure 3. SEM image of the material composed of equivalent 
amounts of oxygen and sulphur FeR3ROR4R ~ FeR3RSR4R, synthesized 
with x = 0.25. 
 
The morphology of the materials is a nanometric granu-
lar powder and fine pellets when the chemical composi-
tion is mainly FeR3ROR4R and FeR3RSR4R, respectively. When the 
chemical composition is FeR3ROR4R ~ FeR3RSR4R an octahedral 
morphology is also observed (Figure 3).  

From Figure 4, the specific charge of the materials com-
posed mainly of greigite, S : O = 3.3 : 0.7 and 3 : 1, 
shows for the first cycle really high specific charges, over 
500 mAh/g, but as expected the fading of the specific 
charge is really rapid. After 10 cycles their specific 
charge is below 150 mAh/g. The materials composed 
mainly of magnetite, S : O = 0.2 : 3.8, show the lowest 
specific charge of the materials studied with a value of 
150 mAh/g for the first cycle but it is much more stable 
than the greigite based materials. The material com-
posed of FeR3ROR4R ~ FeR3RSR4R, S : O = 1.9 : 2.1 has an inter-
esting property; its specific charge is for the first cycle 
close to 250 mAh/g and it shows proportionally the low-
est fading for the 10 first cycles (Figure 4).  

When we compare the one pot produced S : O = 1.9 : 
2.1 material to a post-synthesis equimolar mixture of 
magnetite and greigite as active material (Figure 4), 
even if the chemical composition is the same, same 
respective amount of FeR3ROR4R and FeR3RSR4R in both pow-
ders, the electrochemical properties are different. The 
post-synthesis mixture of magnetite and greigite powder 
shows an evolution close to the solely greigite material, 
i.e. high specific charge at the beginning but fast fading.  

 

 
 

Figure 4. Specific charge evolution upon cycling of the mag-
netite, greigite, and mixtures of magnetite and greigite powders 
for the discharge (reduction) step.  
 
In conclusion, a fine mixture of metal oxide and metal 
sulphide can be obtained by a one-pot synthesis. The 
electrochemical properties of an equimolar mixture 
combine a high specific charge and good stability which 
is not the case when the same metal oxide and metal 
sulphide are synthesized separately and afterward 
mixed. 
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Li–S batteries have been studied for several decades, 
motivated by predictions of high specific charge (1672 
mAh/g) and high specific energy (2,500 Wh/kg) [1]. 
However, the development of Li–S batteries faces a 
number of challenging problems on the way to maximum 
performance. One of them is the insulating nature of 
sulphur, necessitating the addition of conductive addi-
tives to the electrode. The most widely used conductive 
additive is carbon, and many different forms have been 
employed for the positive electrodes of Li–S batteries [2 
– 5]. Our recent publication [6] reports a variety of other 
parameters influencing the performance of Li–S batter-
ies and shows that carbon–sulphur electrodes based on 
simple mixing are at least as good as most of the elec-
trodes based on the advanced carbons and prepared by 
advanced composite-preparation methods [4]. Many 
ways to distribute sulphur in the carbonaceous matrix 
have been reported, such as melt infiltration and gas 
infiltration, often resulting in improved cell performance 
[4, 5], most probably due to homogeneous sulphur dis-
tribution. 

To explore potential improvements in the specific charge 
of sulphur electrodes by homogeneously distributing 
sulphur within the electrode, a method to impregnate 
carbon with sulphur was developed based on the good 
solubility of sulphur in toluene above 80 ºC. In this work, 
we present a method of sulphur impregnation into car-
bonaceous matrixes from sulphur solutions in toluene, 
as well as cycling performance of the resulting compo-
sites. 

Experimental 

For sulphur impregnation from toluene, 6 g of sulphur 
were dissolved in ~200 g of toluene at 90 P

o
PC under 

stirring. Then 2 g of Super P (TIMCAL, Switzerland) was 
added under stirring. The mixture then was stirred until 
all toluene evaporated. A scanning electron microscopy 
(SEM) study was performed to confirm that no sulphur 
agglomerations are present; the SEM was operated at 
an accelerating voltage of 5 kV. 

Electrodes were prepared by mixing sulphur-
impregnated carbon, additional carbon black (Super P) 
and polyethylene oxide (PEO) binder by turbostirring, 
and then doctor blading the resulting slurry onto a car-
bon-precoated Al foil. The final composition of elec-
trodes was 60 % sulphur, 30 % carbon and 10 % PEO. 
After drying at room temperature for at least 24 h, the 
electrodes were punched into 13-mm-diameter discs 
and assembled into the cells with Celgard 2400 as a 
separator, metallic lithium as the counter electrode and 
30 µl of electrolyte containing 1 M LiTFSI in DME:Diox 
(2:1) or with adding an electrolyte additive, 0.5 M LiNOR3R. 
(LiTFSI: lithium bis(trifluoromethane sulfone)imide, DME: 
dimethoxyethane; Diox: 1,3-dioxolane). Electrodes were 
galvanostatically cycled at a C/5 rate (1C is defined as I 
= 1672 mA/gRSR) between 1.8 and 2.7 V vs. LiP

+
P/Li. 

 
Figure 1. SEM micrographs showing the morphology of Super 
P impregnated with sulphur from toluene. 

Results 

Super P carbon after impregnation, despite its relatively 
low surface area of 62 cmP

2
P/g, did not show any visible 

sulphur agglomerations, as can be seen in the SEM 
micrographs (Figure 1). The results of galvanostatic 
cycling of the cells made with S–C composites obtained 
by sulphur impregnation of carbon from toluene is pre-
sented in Figure 2. Cells show long cycling life (500 
cycles) with good specific-charge retention. 
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Figure 2. Galvanostatic cycling performance of electrodes 
made from sulphur-impregnated Super P, with 30 µl of 
electrolyte. 

The specific charge after 500 cycles was at 530 mAh/g, 
which is about 250 mAh per gram of sulphur higher than 
previously reported for mixtures of simple carbon black 
and S at the same cycling and assembly conditions [6], 
see Figure 3. This leads to the conclusion that a homo-
geneous distribution of sulphur is highly advantageous. 

 
Figure 3. Galvanostatic cycling performance of electrodes 
made from sulphur-impregnated Super P and from a physical 
mixture of Super P and sulphur. 

Conclusions 

An alternative method for impregnating carbon with 
sulphur was developed, based on the sulphur solubility 
in toluene at elevated temperatures. It has been shown 
that carbons with different surface areas and porosities 
can be impregnated using this method. The resulting 
sulphur–carbon composites have a homogeneous sul-
phur distribution in the carbonaceous matrix without S 
agglomerates. 

A clear advantage of homogeneous sulphur distribution 
in composite, and thus in electrodes, on the cycling 
performance of Li–S cell has been demonstrated. After 
500 cycles, for Li–S cells based on the newly developed 
composites made by toluene-assisted impregnation a 
specific charge of 530 mAh/g was achieved, improving 
the result obtained with standard sulphur electrodes 
from physical mixture of sulphur and carbon by 250 
mAh/g. 
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Silicon is an attractive material for lithium-ion battery 
negative electrodes as it has a high theoretical gravimet-
ric specific charge of 4200 mAh/g at high temperatures 
and a desirable low working potential of ~0.5 V vs. LiP

+
P/Li. 

This makes it a candidate for replacing graphite negative 
electrodes, because graphite’s theoretical specific 
charge is much lower, 372 mAh/g. While graphite can 
deliver specific charge close to the theoretical one, its 
improvement limits have been reached. However, two 
main disadvantages of silicon that needs to be ad-
dressed are its low intrinsic electronic conductivity and 
drastic (up to 400%) volume expansion upon lithiation. 
The first problem can be solved by downscaling silicon 
particles and incorporating them into a conductive ma-
trix; the second one has been addressed by many dif-
ferent approaches: by nanostructuring of Si (nanowires, 
nanocables, nanospheres), by using coatings (conduc-
tive agents, oxides, metals, conductive polymers), by 
limiting charge and so not allowing full volume expan-
sion of the material [1], which would result in cracking of 
particles and — due to this — an ever growing SEI.  

 
Figure 1. SEM micrographs of Porocarb–Si composite. 
All these approaches work to some extent, but long-term 
stable cycling without severely limiting the specific 
charge of Si is not achievable. The alternative, to obtain 
negative electrodes with higher specific charge than 
graphite and at the same time to avoid problems associ-
ated with Si, is to incorporate small amounts of nano-

sized Si into the carbonaceous matrix, which is able to 
accommodate volume changes, in this way avoiding 
particle cracking and electrode degradation, and thus 
avoiding the growth of a thick SEI. 

Here we report the performance of a new pre-
commercial carbon–silicon composite, where nanosili-
con (average size 100 nm) is fully embedded into the 
porous carbon structure, exhibiting a high and stable 
specific charge for more than 100 cycles. The new pre-
commercial carbon–silicon composite, where Si embed-
ded into the porous carbon structure, is expected to 
deliver higher capacity than graphite, high coulombic 
efficiency and to have only the carbon surface exposed 
to the electrolyte, which would enable a stable and well-
controlled SEI as opposed to the ever growing, unstable 
SEI on Si surface. 

 

 
Figure 2. Cycling performance of Porocarb–Si composite at 
C/10 rate per g-Si (top) and per g-composite (bottom). 

Experimental 

The silicon–carbon composite has been manufactured in 
a two-step synthesis procedure developed at Heraeus 
Quarzglas. First, a carbon precursor was mixed with 
silicon nanoparticles and homogenized by melting. The 
obtained composite was infiltrated into an interconnect-
ed silica-matrix template and subsequently carbonized. 
Etching of the template in a HF bath finally exposed the 
inner porosity of the carbon–Si composite particles. The 
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underlying production process is similar to that used for 
the porous carbon alone: a detailed description of the 
synthesis and electrochemical performance of Porocarb 
can be found in B. Jache et al [2]. 

Electrodes were prepared by mixing 80% of Porocarb–Si 
composite (Heraeus Quarzglas, Germany) with 10% of 
Super P carbon (TIMCAL, Switzerland) and 10% of 
PVDF by turbostirring and then doctor-blading onto a Cu 
foil. Electrode coatings were dried at 80 ˚C for 18 h, then 
punched into 13-mm discs, dried again at 120 ˚C for 12 
h and then loaded into an Ar-filled glove box for cell 
assembly. Half-cells were assembled by placing the 
Porocarb–Si electrode, a glass-fibre separator and Li-foil 
into the coin-type cell with 500 µl of standard LP 30 (1M 
LiPFR6R in EC/DMC (1:1) electrolyte, where EC is ethylene 
carbonate and DMC is dimethyl carbonate). Electrodes 
were cycled at a C/10 rate, where C is defined as I=4200 
mA/g of Si, between 5mV and 1V vs. LiP

+
P/Li. 

 

 
Figure 3. SEM micrographs of pristine electrode (top) and after 
120 cycles (bottom). 

 

Results 

The morphology of the Porocarb–Si composite material 
is shown in Figure 1, where the hierarchical porosity of 
the Porocarb can be seen. The cycling performance of 
Porocarb–Si is shown in Figure 2 (top graph), where 
stable cycling over more than 100 cycles is presented, 
with a specific charge above 2000 m Ah gP

-1
Pof Si. This is 

lower than the theoretical specific charge of Si, which 
can be explained by silicon oxide present on the surface 
of nano-Si particles. The presence of silicon oxide is 
also reflected in low coulombic efficiency during the first 
cycle. Low coulombic efficiency during the first cycle can 
also be due to the high surface area of Porocarb materi-
als and reaction with residual functional groups on the 
carbon surface. However, afterwards cycling is remarka-
bly stable, with the coulombic efficiency higher than 
99%. 

In the bottom graph of Figure 2, specific charge per 
gram of Porocarb-Si composite is presented. A specific 
charge above 400 m Ah gP

-1
P is reached for composite 

and this result shows that specific charges greater than 
graphite’s can be achieved by making this type of com-
posites. It also shows the importance of silicon purity, 
because if the silicon oxide’s presence would be mini-
mized, the composites specific charge could be signifi-
cantly improved up to 600-700 m Ah gP

-1
P of composite (if 

the specific charge per Si would reach values closer to 
the theoretical one). 

Figure 3 presents SEM micrographs of pristine (top) and 
cycled (bottom) electrodes. It is clearly visible that the 
SEI layer after more than 100 cycles is quite thin and the 
morphology of the carbon, including its porosity, is still 
visible, which is an indication that a SEI is formed on the 
carbon. This, in combination with high coloumbic effi-
ciency, indicates that SEI formation is not affected by Si 
presence and this means that silicon during cycling is 
contained within carbon and not exposed to the electro-
lyte. In turn it means that a Porocarb-type matrix sus-
tains expansion of Si within its inner porosity. 

Concluding remarks and outlook 

Porocarb–Si R&D materials show excellent cycling per-
formance; however several areas where it can be further 
improved have been identified: making a carbon host 
with lower surface area and silicon with minimal oxide 
surface, as this is crucial to suppress the initial irreversi-
ble capacity loss. A comparison of the SEI of only-
carbon and carbon–Si composite electrodes will be 
made by XPS and DEMS to confirm that SEI formation is 
solely on carbon. 
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Na-ion batteries are promising energy storage systems 
to replace Li-ion batteries due to i) their low cost com-
pared to Li-ion batteries, ii) the fact that sodium is more 
abundant than lithium, iii) the fact that the number of 
compounds containing sodium existing in ICSD (inor-
ganic crystallographic structure database) is three time 
higher than the number of compounds containing lithi-
um. Nevertheless, at the moment, the studies reported 
in the literature focus on finding new materials for posi-
tive and negative electrodes of Na-ion batteries [1] but 
hardly any researcher is studying the role of the SEI in 
Na-ion batteries as well as the impact of the binder or 
conductive agent on the electrochemical properties. In 
this study, we set out to select a well-known compound 
of the lithium-ion batteries’ technology, FeSbR2R, and in-
vestigate its behavior in sodium-ion batteries. FeSbR2R is 
known to react through a conversion process which 
leads to LiR3RSb (fcc) and Fe° [2] when cycled versus 
lithium. During delithiation a conversion process takes 
place yielding mainly Sb. This reaction leads to quite 
poor cyclability of this material due to the large volume 
change of the electrode during cycling. In sodium-ion 
batteries, the reaction mechanism should be the same 
because Sb is converted into NaR3RSb, and because the 
volume change between SbLiR3RSb (248%) and 
SbNaR3RSb (243%) is rather similar. Therefore, poor 
cyclability in Na-ion batteries was expected [3]. 

Experimental 

Electrodes were prepared by two different routes. The 
first one consists of casting a mixture of 80 wt.% FeSbR2R 
synthesized by solid state reaction, 10 wt.% PVDF 
(binder), and 10 wt.% Super-P carbon additive 
(TIMCAL), all suspended in N-methyl-2-pyrrolidone 
(Fluka), onto a copper foil used as current collector. The 
second route consists of casting a mixture of 83 wt.% of 
FeSbR2R, 7 wt.% Super-P carbon additive (TIMCAL), and 
10 wt.% CMC used as a binder, all suspended in water. 
After drying, the electrodes were punched out and as-
sembled in an argon-filled glove box. The electrolyte 
used for this study was 1M NaClOR4R dissolved in PC with 
fluoroethylene carbonate (FEC) used as an additive (5 
wt. %). The electrodes were cycled vs. Na metal in a 5 
mV-1.5 V vs. NaP

+
P/Na potential window. 

Electrochemical properties 

Figure 1 shows the cycling stability as well as the cou-
lombic efficiency of FeSbR2R electrodes cycled at different 
C-rates. As we can see, with a value close to 85%, the 
coulombic efficiency is rather low for the electrodes with 
PVDF as a binder. The specific charge also drops dras-
tically from about 1100 mAh/g for the first cycle to reach 
only 150 mAh/g for the cells cycled at C/2 after 15 cycles 
and then 0 mAh/g after 20 cycles. The same C-rate was 
applied to other cells with electrodes containing CMC as 
a binder instead of PVDF. The results improved signifi-
cantly with a lower specific charge during the first cycle 
of around 700 mAh/g and a coulombic efficiency of 93%. 
The cycling stability is also slightly improved with a spe-
cific charge of about 450 mAh/g after more than 30 

cycles. Because the results were promising with the 
CMC binder, we also tested the faster 2C rate. As one 
can see, the coulombic efficiency is further improved 
and reached a value close to 95-97% and the specific 
charge is rather stable during 30 cycles with values 
higher than 300 mAh/g after 30 cycles. 

 

Figure 1. Specific charge of FeSbR2R electrodes cycled vs. Na. 

Conclusion 

We demonstrated the crucial role of the binder in the 
FeSbR2R conversion/alloying electrode for sodium-ion 
batteries with electrode expansion of 200% during cy-
cling. Whereas PVDF, when used as a binder, shows 
some serious limitations and a specific charge dropping 
to 0 mAh/g after 20 cycles at C/2, CMC binder shows 
more impressive results with values above 300 mAh/g at 
a fast rate (2C), and around 450 mAh/g at a reasonable 
rate of C/2. Understanding the role of the binder as well 
as its interactions with the electrolyte will help us to 
understand why the CMC binder is more appropriate for 
sodium-ion batteries when using high-volume-change 
electrodes. 
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Much effort is spent into developing novel negative elec-
trode materials for Li-ion batteries with higher energy 
density aiming to replace the presently mostly used 
active material, graphite. Elemental phosphorus (P) 
offers a high theoretical specific charge of 2595 mAhgP

−1
P 

when forming the final LiR3RP phase, compared to 372 
mAhgP

−1
P of graphite with the chemical formula LiCR6R in its 

lithiated state. However, P suffers from poor electrical 
conductivity, severe volume expansion and adverse 
reactions with the electrolyte during cycling [1]. A typical 
signature of such side-reaction is gas evolution due to 
decomposition of the organic electrolyte. On the other 
hand, gas evolution may also reveal important infor-
mation, e.g., on the solid electrolyte interphase (SEI) 
formation on graphite [2]. Although the requirements on 
the SEI of conversion based materials, such as P, differs 
from graphite, the surface layer at the active material 
interface is known [1] to critically influence both cycling 
stability as well as the columbic efficiency. Differential 
electrochemical mass spectrometry (DEMS) has previ-
ously been successfully developed and applied in our 
group to study the gas evolution at both positive and 
negative electrode materials (c.f. [2] and references 
therein). The aim of the present study is to apply DEMS 
to compare the gas evolution profile of a typical carbon 
electrode with a P based electrode during the initial 
cycles in order to elucidate the reactions at the phospho-
rus active material interface. 

Experimental 

Electrodes, denoted SFG44 and P/C, composed of 70% 
graphite SFG44 (TIMCAL) or phosphorus red (av. part. 
size 44µm, Sigma-Aldrich), 20% PVDF (Solvey) and 
10% Super P (TIMCAL) were prepared by directly mixing 
the respective powders in NMP to form a viscous slurry, 
which in turn was cast on Ti current collectors of the PSI 
DEMS cells [2] and then dried (80P

o
PC, 12h, dyn. vac.). 

The dried electrodes were weighed, again dried (120P

o
PC, 

12h, dyn. vac.), assembled into a half-cell filled with 1M 
LiPFR6R in 1:1 EC:DMC and potentiodynamically cycled 
(20 mV/s, 0-1.5V vs. LiP

+
P/Li, 3 cycles) under a constant 

Ar flow (0.85mL/min) in the DEMS setup [2]. Mass spec-
tra and relevant ion-current intensities (m/z) were con-
tinuously recorded. All potentials are given vs. LiP

+
P/Li. 

Results  

Figure 1 shows the electrochemical and gas evolution 
data for electrodes based on (a) graphite and (b) phos-
phorus. Judging from the current response, graphite 
displayed an expected stable cycling behaviour with 
lower columbic efficiency only in the 1st cycle due to the 
formation of the SEI layer. The specific charge of the 
P/C cell is considerably lower than expected, mainly due 
to the unoptimized formulation of the electrode. HR2R 
(m/z=2) appears for both electrodes at about 1.9V during 
the 1P

st
P cathodic sweep and continues to evolve during 

whole cycle with maxima more or less coinciding with 
the reductive current peaks. Interestingly, ion-current 
intensity (m/z=34) most probably corresponding to PHR3R 
simultaneously increases for the P/C electrode, proving 
that the active material reaction initiates at this potential.  

 
Figure 1. Potential (black), current response (red), and CR2RHR4R 
(blue), HR2R (yellow), COR2R (dark grey) as well as PHR3R (grey) gas 
evolution profiles for DEMS cells containing (a) graphite and (b) 
phosphorus based electrodes during potentiodynamic cycling. 

Ethylene is a well known decomposition product of eth-
ylene carbonate (EC) [2] and is observed to evolve at 
~0.8V and 0.9V for the SFG44 and the P/C electrode, 
respectively, thus possibly indicating a slight catalytic 
enhancement of EC degradation at the interface of P. 
COR2R was observed mainly during the 1P

st
P cycle for graph-

ite [2], but absent for P. The major part of the gas evolu-
tion for both electrodes occurs in the first cycle, coincid-
ing with the build-up of the SEI, although the gassing 
continues in subsequent cycles, particularly at low po-
tentials and high reductive currents, showing that elec-
trolyte degradation prevails well after the first cycle. 
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In order to increase the specific energy of battery mate-
rials, new materials are synthesised and tested as elec-
trode materials in Li-ion batteries. To further improve the 
materials it is important to elucidate the reaction mecha-
nism of the materials. Quite often one characterization 
technique alone does not give definite results. So a 
combination with complementary methods is necessary. 
In our studies, preliminary results obtained by X-ray 
absorption spectroscopy (XAS) at the Ti-KRαR absorption 
edge of different lithiation states of CuR0.5RTiOPOR4R were 
now confirmed using P

31
PP MAS NMR measurements. 

Experimental 

CuR0.5RTiOPOR4R was prepared by a co-precipitation method 
published recently [1]. The synthesis results in micron-
sized particles of both polymorphs, α- and β- 
CuR0.5RTiOPOR4R with some percent of CuR3R(POR4R)R2R as impu-
rity. For ex situ P

31
PP-MAS-NMR, a viscous slurry of 

80 wt% CuR0.5RTiOPOR4R, 10 wt% SuperP and 10 wt% 
KynarflexP

®
P 2108 dispersed in NMP was coated on a 

copper foil and cycled with lithium counter electrode and 
a 1:1 mixture of EC:DMC with 1 M LiClOR4R as electrolyte. 
The cells were disassembled in an Ar-filled glove box 
and the electrodes washed with DMC. All the spectra 
were acquired on a 400 MHz (9.4 T) ultrashield Bruker 
spectrometer equipped with a 4 mm HX MAS probe. P

31
PP 

single excitation with an Rf field of 125 kHz was used on 
a 85 kHz spectral width to record the spectra.  

Results  

As mentioned in the annual report 2012, the energy of 
the absorption edge of titanium decreases in 
CuR0.5RTiOPOR4R at potentials negative to 0.5 V (figure 1). 
This can indicate a further reduction of TiP

3+
P. However, 

using only XAS measurements, the results are not com-
pletely clear because the position of the absorption edge 
can not only shift due to a reduction of an atom but also 
due to changes in the coordination of the atom. Since at 
this stage of the cycling the sample turns amorphous, 
there are certainly major structural changes. These 
changes can affect the coordination of the titanium. 
These changes cannot be distinguished by XAS meas-
urements from a change in the oxidation state.  

Ex situ P

31
PP MAS NMR measurements can help to eluci-

date whether phosphate is reduced upon lithiation to 
0.01 V vs. LiP

+
P/Li or not. Figure 2 shows the P

31
PP NMR 

spectrum of CuR0.5RTiOPOR4R as synthesised (OCV) and 
after cycling to different potentials. As a reference, the 
spectrum of LiR3RPOR4R is given as well. In the starting com-
pound, two peaks can be distinguished one being at 
429 ppm with a paramagnetic shift assigned to be 
CuR0.5RTiOPOR4R and one at -28 ppm assigned to be 
CuR3R(POR4R)R2R. Upon lithiation to 1.75 V, two peaks are 
detected at -3 and -9 ppm. This intermediate phase is 
most likely LiTiOPOR4R in its triclinic phase. Further lithia-
tion leads to a decrease of the intensity of these two 
peaks and an increase of a peak at 11 ppm. This peak is 
maintained also upon delithiation to 3.0 V vs. LiP

+
P/Li and 

can be assigned to LiR3RPOR4R.  

 
Figure 1: Change of energy of the KRαR absorption edge of 
copper and titanium in ex situ XAS measurements for 
CuR0.5RTiOPOR4R upon lithiation and delithiation. 

The presence of LiR3RPOR4R at 0.01 V excludes the possibil-
ity that phosphate is reduced upon lithiation to 0.01 V, 
leaving only two further components in the system to be 
the one reduced between 0.5 and 0.01 V: the conductive 
additive Super-P and TiP

3+
P. The contribution from the 

Super-P carbon is known from experiments with elec-
trodes that only contain Super-P and its contribution to 
the specific charge is less than 1/6 of the remaining 
unexplained specific charge of the material taking into 
account the 10% content of Super-P. This indicates, 
together with the results from XAS, that titanium is re-
duced from TiP

3+
P at these potentials at least to TiP

2+
P, most 

likely further. The rest of the specific charge could be 
explained by the reduction of the electrolyte on newly 
exposed surfaces by the amorphisation reaction forming 
a kind of SEI. 

 
Figure 2: P

31
PP MAS NMR spectra of ex situ samples of 

CuR0.5RTiOPOR4R and pure LiR3RPOR4R.  
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During cycling of lithium-ion batteries, structural changes 
occur in the electrode materials. These changes can be 
observed using X-ray diffraction (XRD). Operando stud-
ies give the opportunity to analyse these structural 
changes at the time and at the potential the processes of 
lithiation and delithiation are taking place. A full under-
standing of the reaction mechanism by which the battery 
operates can help to identify and understand failure 
mechanisms or reasons for degradation in electrode 
materials. This knowledge is fundamental for the devel-
opment of better materials for lithium-ion batteries. 

Operando studies at the synchrotron give the possibility 
to measure test cells in transmission geometry and 
record a broad angle of the diffractogram in a short time 
with a good resolution and intensity. However, meas-
urement time at the synchrotron is not always available. 
Therefore, it is of great interest to develop a cell to 
measure operando XRD in a laboratory X-ray diffrac-
tometer.  

 

 
Figure 1: Electrochemical cell mounted in the PANalytical 
Empyrean X-ray diffractometer. 

 

Results 
An electrochemical cell was built for a PANalytical Em-
pyrean diffractometer (Figure 1). Measurements are 
performed in reflection geometry. The cell is easy to 
assemble and it can be used in full- and half-cell config-
uration. Positive or negative electrode materials can be 
studied by using a suitable material for the X-ray window 
(Be, Al, Cu, glassy carbon, …). The lower intensity of the 
X-ray laboratory source compared to the synchrotron 
limits the minimum acquisition time necessary to record 
a pattern. On the one hand, the time required to record 
an XRD pattern using laboratory X-rays can be a limiting 
factor if electrochemical reactions are happening fast or 
a fast cycling rate has to be studied. However, strategies 
can be chosen in order to reduce total acquisition time, 
such as: 1) limiting the 2Θ angular range to a reflection 
of interest, 2) adapting the counting time per point and 3) 

increasing the step width. On the other hand, long ac-
quisition time is not a problem if studies on slow cycling 
rates are planned. If you can limit the measurement to a 
certain angular domain at slow cycling rates, laboratory 
X-ray is preferred over synchrotron since the measure-
ment time of the overall experiment is not limited by 
beam time availability and the reflection geometry is 
giving you no contributions from cell parts except the 
window material.  

Results obtained at the laboratory diffractometer are 
comparable to synchrotron measurements concerning 
the observation of the structural evolution of the studied 
materials. As an example, a positive electrode material, 
LiNiR0.80RCoR0.15RAlR0.05ROR2R, has been studied using both 
laboratory X-rays and synchrotron radiation. Figure 2b 
shows the change of the 003 reflection in the 1P

st
P charge 

of LiNiR0.80RCoR0.15RAlR0.05ROR2R observed using laboratory XRD 
while figure 3 shows the same using synchrotron XRD. 
In both measurements, we are able to follow the struc-
tural changes happening during the charge and dis- 
 

 
Figure 2: a) First charge curve of a LiNiR0.80RCoR0.15RAlR0.05ROR2R 
electrode and b) in situ XRD pattern of the 003 reflection of 
LiNiR0.80RCoR0.15RAlR0.05ROR2R, as observed using laboratory XRD. The 
colour code corresponds to the galvanostatic curve (a). 
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Figure 3: a) First charge curve of a LiNiR0.80RCoR0.15RAlR0.05ROR2R 
electrode and b) in situ XRD pattern of the 003 reflection of 
LiNiR0.80RCoR0.15RAlR0.05ROR2R, as observed using synchrotron XRD. 
The colour code corresponds to the galvanostatic curve (a). 
The XRD acquisition was interrupted for ≈3 h (between pink 
and lilac patterns) due to technical problems. 

 

charge of the LiNiR0.80RCoR0.15RAlR0.05ROR2R electrode. In this 
case, synchrotron data was recorded during a full 
charge cycle in approx. 27 hours while laboratory X-ray 
data requested a whole weekend. 

 

 
Figure 4: Change of the most intense reflections in the 1P

st
P 

cycle of CuR0.5RTiOPOR4R, as observed using laboratory XRD. 

As another example, a negative electrode was also 
studied. Figure 4 shows the region with the most intense 
reflections of CuR0.5RTiOPOR4R upon lithiation with 2 LiP

+
P per 

formula unit and following delithiation in the 1P

st
P cycle, as 

observed using laboratory XRD. Figure 5 shows a simi-
lar measurement using synchrotron XRD. 

Structural changes of the material can be observed by 
both methods. Since CuR0.5RTiOPOR4R is less crystalline 
than LiNiR0.80RCoR0.15RAlR0.05ROR2R a different strategy had to be 
followed. The step size was increased in order to get 
better statistics in the same acquisition time. This al-
lowed identifying less intense reflections of the evolving 
phases that were not detected in the synchrotron meas-
urement where a faster cycling rate and a 10-fold shorter 
acquisition time for a larger 2Θ angular range is used. 

 

 
Figure 5: Change of the most intense reflections in the 1P

st
P 

cycle of CuR0.5RTiOPOR4R, as observed using synchrotron XRD. 

 

Conclusion 

The developed electrochemical cell for operando studies 
of lithium-ion batteries using laboratory X-rays is a great 
tool to study structural changes of electrode materials. 
Experiments using laboratory X-rays have to be carefully 
optimised in order to obtain comparable results to those 
obtained using synchrotron radiation. The main disad-
vantage of the laboratory X-ray source is the long acqui-
sition time which restricts the 2Θ angular range under 
observation. Additionally, the exchangeable window 
material and the reflection geometry (in comparison to 
transmission geometry at the synchrotron) allow also 
studying reflections that might otherwise be overlapping 
with other reflections of the cell. 
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Nowadays, the specific energy of Li-ion batteries is not 
sufficient to compete with gasoline cars for long range. 
To improve the specific energy and the safety, many 
novel electroactive materials have been studied over the 
two last decades [1]. A new generation of cathodes has 
been developed and the layered oxide 5V-NMC (layered 
Li(Ni, Co, Mn)OR2R, NMC with LiR2RMnOR3R domains) is one of 
the most promising. This cathode is able to deliver a 
specific charge of up to 250 mAh/g while cycling until 
4.8 V vs. LiP

+
P/Li [2], [3]. At the moment the material is 

promising in half-cell configuration (vs. Li), however, its 
behavior in full-cell configuration has not been fully in-
vestigated. Thus, the behavior of this material has to be 
studied in full cell configuration (vs. a real anode, e.g., 
graphite). The goal of this study is to have a look at the 
behavior of this promising 5 V cathode in the full-cell 
configuration and to have a look at the limiting properties 
of common electrolytes in the 5 V region. Here we 
present preliminary results of the cycling rate effects for 
half and full-cell configurations combining 5V-NMC and 
graphite. 

Experimental 
5V-NMC was synthesized using a citric acid route with 
two heat treatment steps. The graphite (SFG44) was 
provided by TIMCAL. The electrodes were prepared by 
casting a mixture of 80 wt. % active material (5V-NMC or 
graphite), 10 wt. % Super-P carbon (TIMCAL), and 
10 wt. % Kynar Flex binder (Solvay), suspended in N-
methyl-2-pyrrolidinone (Fluka) and by doctor blading 
onto an aluminium foil for 5V-NMC and onto copper foil 
for graphite. The casted slurries were dried under vacu-
um at 80°C. Electrochemical cells were assembled from 
these electrodes with glass fiber separator soaked with 
LP30 electrolyte (Novolyte) (ethylene carbonate (EC): 
dimethyl carbonate (DMC) (1:1 w/w) and 1 M LiPFR6R). 
The electrochemical cycling of the full cells was carried 
out galvanostatically between 1.0 V and 4.8 V at diffe-
rent C-rates (assuming theoretical specific charges of 
280 mAh/g for 5V-NMC and 372 mAh/g for graphite). 
For the balancing of the electrodes in the full cell confi-
guration an excess of graphite (ca. 10 % based on 
372 mAh/g) was added to avoid lithium platting.  

Results 
Figure 1 presents the specific charge at two different 
rates (C/10 and 1-C) for the respective half cells (5V-
NMC vs. LiP

+
P/Li and graphite vs. LiP

+
P/Li). At slow rate 

(C/10), around 250 mAh/g are reached with 5V-NMC but 
significant fading occurs during the first 100 cycles. This 
fading is less pronounced at fast rate (1-C) but only 
175 mAh/g can be practically obtained. The same beha-
vior is observed for the graphite electrode (~380 mAh/g 
at C/10 without fading and ~200 mAh/g at 1-C with a 
fading occurring after 20 cycles).  

 

 
Figure 1. a) Typical specific charge of 5V-NMC electrodes in 
half cells at 1-C and C/10 rates; b) Specific charge of graphite 
electrodes in half cells at 1-C and C/10 rates. 

Figure 2 shows the specific charge of 5V-NMC vs. gra-
phite cells using different C-rates. We can see two major 
trends between the fast rates (1-C and C/2) and the 
lower rates (C/5 and C/10). We measured a specific 
charge close to 250 mAh/g for the low rates and a spe-
cific charge close to 200 mAh/g for the fast rates. During 
cycling, a better capacity retention with only ~10 % fa-
ding after 100 cycles at 1-C rate is observed. However, 
at the lower rate (C/10), a fading close to 50 % is obser-
ved after 100 cycles. One of our hypotheses is that the 
degradation is more important at lower rates than at 
faster rates because of the cycling time spent in highly 
oxidative conditions (positive to 4.5 V). If we compare 
the results of the half and full cells, we obtain a better 
specific charge and lifetime at fast rates (1-C) for the full 
cell than for the half-cell configuration. But at the slow 
rate (C/10) the performances of the full cells are worse 
than those of the corresponding half cells. Surface in-
vestigation such as post mortem SEM analyses and ex 
situ XPS were performed to study the surface and the 
morphology of the electrodes after cycling. 

a) 

b) 
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Figure 2. Typical specific charge in respect to the oxide 
electrode of 5V-NMC/C full cells at different C rates (1-C, C/2, 
C/5, and C/10); the inset shows the first 100 cycles. 

A few cracks are visible at the surface of 5V-NCM partic-
les only in the case of the half-cell configuration (figure 
3a). At the moment, we can only speculate on these 
cracks; they can come from a structural re-organization 
during cycling and/or from the oxygen release which 
creates pressure inside the particles. We can see big 
changes between the graphite surface of the half and full 
cells after cycling at C/10 rate (figure 3c and 3d). It is 
obvious from the images that the surface of the graphite 
is more damaged in the full cell (d) than the one in the 
half cell (c). As one can see, the graphite particles are 
covered by a thick “polymer” layer in full cell configurati-
on. The presence of the “polymer” may be responsible of 
the limited electrochemical properties of graphite. 

  
Figure 3. SEM images of cycled 5V-NMC (a, b) and graphite (c, 
d) electrodes at C/10 rate: a) and c) in half-cell configuration 
and b) and d) in full-cell configuration. 

In order to determine the composition of this “polymer” at 
the surface of the graphite particles, ex situ XPS analy-
ses were performed and only the most relevant spectra 
are presented in this contribution. Figure 4 shows the 
spectra of the cobalt and manganese binding energies 
of 5V-NMC pristine electrodes and the graphite electro-
de cycled in full-cell configuration at the C/10 rate. 

 

 

 

 

 

Surprisingly, the signals of transition metals at the 5V-
NMC pristine surface are the same as for the graphite 
electrode. This indicates that the transition metals migra-
te from the positive electrode to the negative electrode 
through the electrolyte during cycling. This result shows 
a strong interaction between the positive and the negati-
ve electrode. From the literature, it is already known that 
the Mn disproportionation leads to destabilization of the 
SEI on the graphite [4]. Thus, we can hypothesize that 
the transition metals migrate through the electrolyte and 
can react with the SEI at the graphite surface and chan-
ge its cycling properties. 

 
Figure 4. Co 2p and Mn 2p XPS spectra of pristine 5V-NMC 
and graphite electrode in full cell cycled during 100 cycles at 
C/10 rate. 

Conclusion 
We showed that the 5V-NMC cathode is one of the most 
promising cathodes but its behavior in full-cell configura-
tion vs. graphite needs to be optimized. Using standard 
electrolyte and standard anode (graphite) material leads 
to an important destabilization of the system which cau-
ses failure of the test cells. Further surface investigati-
ons are in progress to overcome these issues. 
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Electrochemical impedance spectroscopy (EIS) is a 
powerful tool to characterise Li-ion batteries as it allows 
in carefully designed experiments the discrimination of 
the factors limiting the cell performance such as the 
charge transfer resistance, passivating film formation or 
ionic resistance. The use of a reference electrode (RE) 
is thereby crucial to investigate the electrode of interest 
without the influence from the counter electrode (CE) [1]. 
With a stable three electrode system, intermittent EIS 
measurement could be performed at specific stages of 
electrode cycling. In order to exhibit good cycling per-
formance, battery electrodes have certain cell require-
ments like the need of applied pressure and air tight-
ness, which complicates the introduction of a RE. In 
addition, inappropriate placement of the RE can lead to 
distortions in the EIS response, as was demonstrated by 
Klink et al., who proposed a modified Swagelok® cell 
with a coaxially positioned RE in the middle of ring elec-
trodes [2]. 

Here, two designs of reusable EIS cells for the meas-
urement of practical Li-ion battery electrodes are intro-
duced, characterized and compared. As in reference [2], 
the RE is  placed in the middle of a ring shaped WE as 
is shown in Figure 1. Current collector parts are made of 
titanium, while for the outer construction stainless steel 
was used. Insulating parts were made of PEEK and the 
cell was made air tight with EPDM rubber O-rings. In 
both designs, a spring is incorporated to apply mechani-
cal pressure to the electrodes. Design B is a modified 
version of the coin-type like standard cell commonly 
employed in our laboratory which exhibits good cycling 
performance. The cells were tested in a half cell setup 
using LiCoOR2R (LCO) electrodes as exemplary WEs and 
 

 
Figure 1. Drawings of the EIS cells employed in this work. 

using Li both as CE and RE. The cycling behaviour was 
compared to the standard electrode and the EIS meas-
urement was tested for consistency and reproducibility. 

Experimental 

Composite electrodes consisting of 87 wt% battery 
grade LCO, 3 wt% carbon black (C-NERGYP

TM
P 

SuperC65, TIMCAL), 3 wt% graphite (C-NERGYP

TM
P 

KS6L, TIMCAL) and 7 wt% polyvinylidene fluoride 
(PVDF, KF polymer W#1300, Kureha) as the binder 
material and N-methylpyrrolidone as the solvent were 
prepared. The slurries were casted by a doctor blade 
technique onto aluminium foil and the electrodes were 
dried under vacuum at 80 °C overnight. Similarly, a CE 
consisting of 80 wt% LiR4RTiR5ROR12R (LTO, SüdChemie), 10 
wt% SC65 and 10 wt% PVDF (Kureha KF Polymer 
W#9100) was prepared on copper foil. Electrodes of a 
geometrical area of ~1.3 cmP

2
P were punched out; ring 

electrodes with an outer diameter of 15 mm and a cen-
tred hole of 7.5 mm diameter and disks with a diameter 
of 13 mm for the standard electrodes. The electrodes 
were dried under vacuum at 120 °C overnight before 
they were assembled in an argon filled glovebox. A 
glass fibre fleece was used as a separator and was 
soaked with 1 M LiPFR6R in ethylene carbonate : dimethyl 
carbonate = 1 : 1 by weight (Ferro). 

Electrochemical measurements were performed in a 
temperature controlled chamber at 25 °C. Galvanostatic 
cycling was performed by a computer controlled cell 
capture system (CCCC, Astrol Electronic AG) between 
3.0 and 4.2 V vs. LiP

+
P/Li, at C/3 (1C = 150 mA/g). Each 

galvanostatic phase was followed by a potentiostatic 
step until the specific current dropped to < 5 mA/g. Elec-
trochemical impedance spectra were recorded with a 
VMP3 potentiostat (BioLogic Science Instruments) after 
an equilibration time of 2 hours. A sinusoidal potential 
perturbation was applied around OCV vs. LiP

+
P/Li with an 

amplitude of 10 mV in the frequency range 100 kHz – 
10 mHz. 

Results 

The cycling performance of LCO electrodes in the two 
EIS cells is compared in Figure 2 to the cycling in the 
standard cell. A specific charge of 140 – 145 mAh/g was 
achieved and retained over > 50 cycles in the standard 
cell. The same charges were reached at the beginning in 
both EIS cell designs and the galvanostatic curves of all 
cells were overlapping (not shown). However, electrodes 
cycled in cell design A exhibited a loss in the specific 
charge with each cycle. In contrast, cell design B al-
lowed comparable cycling as in the standard cell for up 
to 30 cycles (180 hours), which could be even extended 
to > 200 cycles with the use of teflon instead of the rub-
ber O-rings. The failure of stable cycling in cell A is not a 
consequence of leakage, as cycling the cell in the con-
trolled atmosphere of the glovebox also led to strong 
charge fading. We speculate that the O-ring of the glid-
ing electrode stubb is swelling in contact with the elec-
trolyte and gets stuck such that the applied pressure 

63



from the spring is altered. In cell design B, such gliding 
O-rings at critical positions were avoided. 
 

 
Figure 2. LCO electrodes cycled against lithium. 

To test the EIS performance of the cells, a symmetric 
setup was used where both E1 and E2 were LCO elec-
trodes. By selecting electrodes of the same active mass 
weight, the same EIS response could be expected from 
both positions. Figure 3 confirms that this was indeed 
the case. Due to different applied pressure and configu-
ration of the parts in both cells, the response from the 
two cell designs exhibited some variances.  

Simulations and experiments have shown that the EIS 
measurement is very sensitive to misalignment of E1 
and E2. Relative shifts of < 0.5 mm can already lead to 
considerable distortions and shifts in the EIS response 
[2-4]. The practical realisation of the alignment of the two 
electrodes is more consistent and reliable for cell design 
A. The reproducibility is demonstrated in Figure 3 by two 
repeat experiments where the cells were freshly assem-
bled. Obviously, positions E1 and E2 of cell design B are 
not exactly equivalent, whereas in cell design A they are 
interchangeable. 

 
Figure 3. Nyquist plots comparing the EIS response from LCO 
in positions E1 and E2 of the two cell designs. Two repeated 
measurements are shown. 

Usually, it is desirable to measure EIS at different states 
of charge or different number of cycles. Therefore, a CE 
able to deliver/accept electrons and LiP

+
P is required. For 

convenience, lithium foil is commonly employed. How-
ever, this can considerably affect the response from the 

WE (the electrode of interest), as is demonstrated in 
Figure 4. The LCO WE employed therein was always the 
same, while the CE was exchanged. A control experi-
ment dis- and assembling the same electrode with in-
termittent EIS measurement within the same time span 
caused only small variations. Using Li foil as the CE, an 
absolute impedance (IZI) of up to 5.5 times higher the 
one of the symmetric configuration was obtained at 
frequencies above 2 Hz. In principle, using a reference 
electrode allows the measurement of the WE inde-
pendently of the CE – as long as the impedance of the 
CE is low enough. Since Z is inversely proportional to 
the electrode’s surface area, the relatively smooth sur-
face area of the Li foil results in a Z too big for the EIS 
measurement of practical Li-ion battery with high effec-
tive surface areas. Furthermore, the formation of a pas-
sivation film on the reactive Li surface and dendrite 
formation change the impedance of Li and consequently 
its limiting effect on the EIS measurement [5]. Therefore, 
using another Li-ion battery CE with a high surface area 
can circumvent this problem. For example, using a LTO 
CE for the measurement of the LCO electrode yielded 
practically the same response as was obtained with the 
symmetric setup (Figure 4). 
 

 
Figure 4. The absolute impedance IZI of LCO measured in cell 
design A with different CEs as indicated in the legend. 

Conclusion 

Both cell designs can provide reliable EIS data, but only 
cell design B is capable to deliver at the same time sta-
ble cycling behaviour. The often used Li foil is not suita-
ble as a CE in EIS measurements of high surface area 
Li-ion battery electrodes. 
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In order to achieve better energy densities, cathode 
materials with higher specific charges and highly positive 
potentials must be identified. Nevertheless, high charg-
ing potentials accelerate electrolyte oxidation reactions 
that generate several byproducts. Solid products may 
form a passivation layer at the electrode/electrolyte 
interface that will increase the internal resistance of the 
cell and lower the practical output voltage of the battery. 
Gaseous products may increase an internal pressure 
inside the cell and thereby increase the risk of casing 
degradation, contact losses, venting, or explosion. The 
understanding of the formation of byproducts at the 
electrode/electrolyte interface is thus essential to the 
development of next-generation power sources.  

Lithium-rich NCM (HE-NCM), which can also be written 
as LiR2RMnOR3R

• Li(NiRxRCoRyRMnRzR)OR2R, delivers a higher specif-
ic charge (~250 Ah/kg) and a higher energy density than 
other commonly used cathode materials [1]. In a previ-
ous study [2], we reported the evolution of the gaseous 
products being formed during the cycling of HE-NCM 
electrodes in different electrolytes by employing differen-
tial electrochemical mass spectrometry (DEMS). This 
study showed that oxygen detection was systematically 
accompanied by a strong COR2R formation. Therefore, the 
oxidation of the solvents’ carbonates was assumed.  

In the present report, we discuss the evolution of the 
solid products formed during cycling of HE-NCM elec-
trodes. X-ray photoelectron spectroscopy (XPS) was 
used to investigate the nature and to determine the 
composition of HE-NCM electrode/electrolyte interfaces 
formed after two galvanostatic cycles versus metallic 
lithium counter electrodes when LP30, LP10, and LC30 
are used as electrolytes. 

Results 

Figure 1 shows the C1s, O1s, F1s and the Li1s together 
with Ni3p, Co3p and Mn3p core levels spectra, respec-
tively, of a pristine electrode and for the electrodes cy-
cled in LP30, LP10, and LC30. 

Charge and discharge cycles were performed in gal-
vanostatic mode at C/10 rate with cut-off voltages of 5V 
and 2 V vs. LiP

+
P/Li without any potentiostatic step. These 

conditions are here to reproduce the galvanostatic cy-
cling program used for all DEMS experiments. At the 
end of the second cycle, a final charging process is 
carried out to reach 3V for 3 HE-NCM electrodes cycling 
with LP30, LP10 and LC30, or 4V for another 3 HE-NCM 
electrodes. 

For the pristine electrode, the C 1s spectrum shows the 
signal of Super P carbon at 284.4 eV and PDVF at 286.4 
and 290.8 eV. Additional components located at 285.5 
eV (C-H components) and 290 eV (COR3R components) 
are assigned to hydrocarbons and LiR2RCOR3R. Traces of 
lithium alkoxides (ROLi) can be also considered (C-O 
components, giving a peak at 286.7 eV). The O1s core 
level shows mainly the oxygen within the HE-NCM lo-
cated at 530 eV. LiR2RCOR3R is observed at 531.5 eV. Addi-
tional peaks between 532.5 and 533.5 eV are also seen 

and are potentially related to lithium alkoxides. 

 
 

 
Figure 1. C 1s, O 1s, and F 1s core peak spectra of HE-NCM 
pristine electrode (80% HE-NCM, 10% Super P, 10% PVDF), 
HE-NCM electrodes obtained after cycling in LP30, LP10, and 
LC30 electrolytes to 3V (green curves) and 4V (red curves) 
after 2 cycles. 

In the F1s spectra we observe the signal for PVDF and 
LiF, at 688eV and 685.4 eV, respectively. The Li1s spec-
trum displays two contributions, one at 54.3 eV related 
to the lithium of the HE-NCM electroactive material, and 
another peak located at 56.2 eV that can be assigned to 
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LiF (Li1s ~56.5 eV), LiR2RCOR3R (Li1s ~55 eV), and other 
species constituting the native films on the surface of the 
electrode. 
 
For cycled electrodes stopped at 3V vs. LiP

+
P/Li, the C1s 

spectra show that, whatever the electrolyte, the signals 
located at 285, 286.7, and 290 eV increased, suggesting 
the formation of some carbonates and species contain-
ing C=C, C-H, and C=O. For the O1s XPS spectra, the 
peak located at 531.5 eV, related to carbonate species, 
has considerably grown. Moreover, additional contribu-
tions between 532.5 and 533.5 eV are observed, sug-
gesting the presence of other carbonates compounds 
(from LiR2RCOR3R to any ROCOR2RLi carbonates like R=CHR3R 
or CR2RHR5R), lithium alkoxides or polyethylene oxides [3]. 
The amount of oxygen-rich deposits - most likely car-
bonates - seems to be very high with LP10 and LC30. 
When LP30 is used, the amount of deposits seems to be 
comparatively less. The F1s XPS spectra show that the 
LiF component is evolving strongly with LP10 and LC30 
electrolytes, whereas it changes much less with the 
LP30 electrolyte. The peak located at 56.2 eV in the Li1s 
spectra, assigned to species constituting the native film 
on the surface of the electrode has considerably grown 
with LP10 and LC30 electrolyte. 
 
For cycled electrodes stopped at 4V vs. LiP

+
P/Li, the C1s 

spectra show that the amount of carbonates and species 
containing C=C, C-H, and C=O has increased. The 
surface layer covering the Super P and the PVDF com-
ponents remains very thin as the PVDF binder contribu-
tion is still detected. Comparable amounts of deposits 
are observed with LP30 and LP10. When the LC30 
electrolyte is used, more hydrocarbons are present and 
less LiR2RCOR3R is observed. The O1s spectrum shows that 
the amount of carbonates, C-O-rich, and other oxygen-
rich species has decreased, suggesting some decompo-
sition of the products formed below 4V vs. LiP

+
P/Li (initially 

covering the HE-NCM particles). The contribution of the 
LiF component in the F1s spectra increased with LP30. 
Surprisingly, with LP10, less LiF is observed. No LiF 
could be detected with LC30. Finally, the Li1s spectra 
show that the amount of lithium located in the growing 
film on the surface of the electrode is higher in LiPFR6R-
based electrolytes. With LC30, almost no lithium is de-
tected in the surface layer. 

Conclusion 

XPS data demonstrated that a film with nearly the same 
thickness was formed on the top of HE-NCM electrodes, 
after 2 galvanostatic cycles in the three investigated 
electrolytes. The composition of the film layer is slightly 
different according to the employed electrolyte, but the 
presence of several carbonate species has been detect-
ed, and polyethylene oxide type species (oligomers) are 
observed on the surface of each electrode after cycling.  

At 3V vs. LiP

+
P/Li, some carbonates grow on the 

PVDF/Super P surfaces and a significant portion of 
oxygen-rich species is formed on HE-NCM particles (for 
the moment we can only confirm LiR2RCOR3R, but other car-
bonates and even polyethylene oxide-like components 
could be taken into account). At 4V vs. LiP

+
P/Li, the sur-

face layer covering PVDF and Super C seems to grow.  

Thus formation/and deformation of surface layer hap-
pens most likely on the surface of HE-NCM particles 
highlighting the chemical activity of the surface of the 
oxygen source. Nevertheless, some carbonates and 

polyethylene oxides seem to be growing as well on the 
PVDF/Super P part of the electrode. The species cover-
ing this part of the electrode may resist at higher poten-
tials. Further products of the decomposition of the elec-
trolyte could be deposited on the remaining surface 
layers covering PDVF binder and Super P particles at a 
later stage of the cycling, to form a thicker solid film. 
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Increasing the battery voltage is imperative to improve 
the energy density of a lithium-ion cell. Therefore a lot of 
effort has been paid to develop 5-Volt materials for the 
positive electrode. While increasing the energy density 
with 5-Volt cathodes, several challenges remain such as 
the inherent cycling stability and safety. Among the 5-
Volt cathodes reported so far, the lithium –rich layered 
metal oxide HE-NCM is certainly one of the most promis-
ing [1]. Higher specific charge is available after a first 
charging positive to 4.5V vs. LiP

+
P/Li. This potential corre-

sponds to the activation of the LiR2RMnOR3R domains inte-
grated into the NCM structure: the delithiation is followed 
by the oxidation of OP

2-
P from the crystal structure and 

subsequent evolution of oxygen gas. After the loss of 
“LiR2RO”, manganese is getting activated which helps to 
maintain the practical specific charge high [2]. From the 
literature it is well-known that oxygen is known to react 
with carbonate-based electrolytes [3]. In the present 
report, we discuss the evolution of the gaseous reaction 
products formed during cycling of HE-NCM electrodes 
by using DEMS measurements. 

Results 

Figure 1 shows the results of DEMS experiments per-
formed during the two first galvanostatic cycling of HE-
NCM electrodes, between 2.0V and 5.0V vs. LiP

+
P/Li at 

C/10 rate (10 hours for the full delithiation). The evolu-
tion of the potential (vs. LiP

+
P/Li), the evolution rate of 

carbon dioxide, rCOR2R,R Rand oxygen, rOR2R, and the respec-
tive integrated amounts nCOR2R and nOR2R are given versus 
the cycling time, while cycling the electrodes with LP30 
(1M LiPFR6R in a mixture of EC/DMC, 1:1), LP10 (1M 
LiPFR6R in mixture of EC/DMC/EMC, 3:3:4) and LC30 (1M 
LiClOR4R in a mixture of EC/DMC, 1:1) electrolytes, re-
spectively. 

 
Figure 1. Plot of the COR2R and OR2R evolution rates and the gas 
amounts during the galvanostatic cycling of HE-NCM vs. Li. at 
C/10 rate in LP30, LP10 and LC30 electrolytes respectively. 

Whatever the electrolyte, during the first charge, in the 
potential range between 4.2V (4.5V in the case of LP10) 

and 4.7V vs. LiP

+
P/Li, only COR2R is evolving, accelerating as 

a first  step,  to  be  then  rather  constant  during the  po-
tential plateau. When 5.0V vs. LiP

+
P/Li is reached, rOR2R and 

rCOR2 Rare both maximal. During the discharge, the rOR2R 
decelerates faster than rCOR2R. Indeed, we observe that 
rOR2R is near zero at ca. 3.5V vs. LiP

+
P/Li, whereas rCOR2R is 

still decelerating. At potentials close to 3.0V vs. LiP

+
P/Li 

rCOR2R remains a certain time constant before dropping 
near zero when 2.0V vs. LiP

+
P/Li is reached.  

In the potential range 2.0V-4.4V during the second 
charge, rCOR2R is evolving slowly. During the second 
cycle, at the potentials between 4.4V-2.0V vs. LiP

+
P/Li, 

rCOR2R is accelerating with the increase of the potential to 
be maximal at 5.0V. During the discharge, rCOR2R is de-
celerating continuously.  
After two galvanostatic cycles, the amount of detected 
COR2R is about 84±4 µmol/g for LP30, 79±6 µmol/g for 
LP10 and 105±15 µmol/g for LC30 electrolyte. The 
amount of detected oxygen is about 44±3 µmol/g for 
LP30, 45±8 µmol/g for LP10 and 38±4 µmol/g for LC30 
electrolyte. 
 
Figure 2 shows the results of cyclic voltammetry with 
LP30, LP10 and LC30 electrolytes. For the first charging 
process, the selected scan rate was 0.061 mV/sec be-
tween 2.8V (OCV) and 5.0V vs. LiP

+
P/Li for the first 

charge, and then 0.0833 mV/sec between 5.0V and 2.0V 
vs. LiP

+
P/Li for the subsequent discharging/charging pro-

cess, thus the cycling time corresponds to ca. C/10.  
 

 
Figure 2. Plot of the COR2R and OR2R evolution rates and the gas 
amounts during cyclic voltammetry of HE-NCM vs. Li. in LP30, 
LP10 and LC30 electrolytes respectively. 

As for galvanostatic cyclic experiments, COR2R only is 
evolving until 4.7V vs. LiP

+
P/Li is reached. Nevertheless 

rCOR2R starts to accelerate at ca. 3.7V vs. LiP

+
P/Li (3.8V in 

the case of LP10), which is a detection onset lower than 
the one found for galvanostatic cycling. Oxygen is evolv-
ing in the potential range 4.7V–2.0V vs. LiP

+
P/Li, which 

means during the end of the charge and along the entire 
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first discharge. Once oxygen is detected, rCOR2R is accel-
erating. At 5.0V vs. LiP

+
P/Li both rOR2R and rCOR2 Rare maxi-

mal. During the discharge, the rOR2R decelerates continu-
ously until ca. 4.0V vs. LiP

+
P/Li. Below 4.0V, the decelera-

tion of rOR2R is less pronounced. During the discharge 
rCOR2R decelerates stepwise with a first break at ca. 4.4V 
and a second break at 3.4V and a last one at ca. 3.0V 
vs. LiP

+
P/Li. When 2V vs. LiP

+
P/Li is reached, both rCOR2R and 

rOR2R are almost not detectable. In the potential range 
between 2.0V and 3.45V vs. LiP

+
P/Li during the second 

charge, rCOR2R is almost constant close to zero and reac-
celerate at potentials more positive than 3.45V vs. LiP

+
P/Li. 

rCOR2R is then maximum at 5.0V vs. LiP

+
P/Li and deceler-

ates stepwise a along the second discharge. 

Regarding the amount of detected gases after cycling, 
the amount of COR2R is about 140±15 µmol/g for LP30, 
200±15 µmol/g for LP10 and 160±15 µmol/g for LC30 
electrolytes, respectively. The amount of oxygen was 
found to be about 180±15 µmol/g for LP30, 170±15 
µmol/g for LP10 and 130±15 µmol/g for LC30 electrolyte. 
As observed for galvanostatic cycling, the oxygen is 
evolving during the first cycle only. Regarding carbon 
dioxide nCOR2R is about 70±15 µmol/g for LP30, 100±15 
µmol/g for LP10 and 80±15 µmol/g for LC30 electrolytes, 
respectively, after the first cycle. 

Discussion 

For both cycling conditions, the oxygen gas evolves only 
during the first charging process as expected with the 
activation of LiR2RMnOR3R domains occurring during the 
potential plateau at 4.5V vs. LiP

+
P/Li. For each electrolyte, 

we observe a “two-step mechanism” for the evolution 
rate of the carbon dioxide. The COR2R gas formed at high 
potential has been experimentally detected and 
assigned as the primary product of the oxidative 
decomposition of EC from the electrolyte [4]. The 
electro-oxidation of the carbonates is detected at ~4.2V 
vs. LiP

+
P/Li in galvanostatic cyclic, ~3.7V vs. LiP

+
P/Li in CV-

mode. When the potential onset of oxygen is reached at 
4.7V vs. LiP

+
P/Li, a strong acceleration of rCOR2R is 

observed. Moreover rCOR2R and rOR2R are simultaneously 
maximal at ca. 5.0V vs. LiP

+
P/Li at the end of the first 

charge. The systematic relationship between rOR2R and 
rCOR2R lets assume that the oxygen released by the active 
material at the positive electrode is involved in oxidative 
reactions with the carbonates coming from the 
electrolyte solvent. Some mechanisms in the literature 
show that oxygen anions/radicals react with cyclic 
carbonates via a nucleophilic attack predominantly at the 
CHR2R group [5]. The nucleophilic attack was confirmed by 
several mass spectrometric experiments and directly 
shows that carbonates are unstable against chemical 
oxidation. Moreover, roughly the same amounts of 
detected gases suggest common interfacial 
mechanisms, regardless the electrolyte composition. 

It is also interesting to note that the detection onset of 
carbon dioxide in the first cycle and the second cycle are 
always different, whatever the cycling mode (CV or 
galvanostatic cycling). This suggests different electro-
oxidation pathways for the carbonates or the oxidation of 
different chemical species, at the electrode/electrolyte 
interface. 

Nevertheless, ca. 2 times more COR2R and 4 times more 
oxygen are detected after 2 cycles in CV mode when we 
compare with the constant current mode, despite a 
similar cycling rate. These differences could highlight the 
fact that any chemical reactions occurring at the 

electrode/electrolyte interface, involving oxygen, are 
kinetically limited, and coupled with the course of the 
potential during cycling, several oxidation pathways may 
occur, giving differents amounts of COR2R and OR2R as 
products. 

Conclusion 

We showed with DEMS measurements that a part of the 
oxygen originally leaving HE-NCM materials at 4.5V vs. 
LiP

+
P/Li is leaving the electrode/electrolyte interface at 

4.7V vs. LiP

+
P/Li. The lag between the oxygen release and 

its detection onset on the mass spectrometer cannot be 
explained by the DEMS setup only. Thus, we can as-
sume that the oxygen species are accumulated at the 
electrode/electrolyte interface, most likely on the surface 
of HE-NCM particles, prior to react with the carbonates 
at potentials between 4.5-4.7V vs. LiP

+
P/Li. The COR2R gas 

evolving at 4.2-4.5V vs. LiP

+
P/Li, mainly comes from the 

electro-oxidation of the carbonates. Thus an oxidative 
decomposition reaction of the carbonates is assumed. 
Another possibility could be that the oxygen, bounded at 
the surface of HE-NCM particles, reacts with the compo-
nents of the “native surface layer film” on the top of the 
electrode.  
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In the field of energy storage, Na-ion batteries are one of 
the most promising challenges of the decade. The fun-
damental principles of sodium batteries are by principle 
identical to the lithium ones, but the number of known 
materials to be investigated is three times higher than 
the materials containing lithium, according to the data-
base ICSD (inorganic crystallographic structure data-
base). Therefore, unexplored reaction mechanisms are 
expected in Na-based systems, which should be investi-
gated and understood to warrant further development. 

In the literature, some groups reported impressive spe-
cific charges above 400mAh/g and unexpected cou-
lombic efficiencies beyond 95% for materials with more 
than 200% volume change during lithiation/sodiation 
such as Sn[1], Sb[2] or intermetallic alloys CuR2RSb[3], 
SnSb[4]. Most of these researchers used the same 
electrolyte, 1M NaClOR4R dissolved in propylene car-
bonate (PC) with or without fluroethylene carbonate 
(FEC) used as additive. The FEC additive is reported to 
be of great importance to maintain the specific charge 
above 300 mAh/g and to help to sustain the coulombic 
efficiency during more than 100 cycles in intermetallic 
electrodes [2, 4]. Here, we analyze the properties of the 
interface layer (SEI) on electrodes made from pure 
commercial element Sn during the first discharge by 
post mortem SEM & XPS, and at the same time the role 
of the additive is been discussed. 

Experimental 

Electrodes were prepared by casting a mixture of 80% 
Sn commercial particles (Sigma Aldrich), 10% PVDF 
(binder) and 10% Super-P carbon used as a conductive 
additive (TIMCAL), all suspended in N-methyl-2-
pyrrolidone (Fluka) onto a copper foil used as a current 
collector. After drying, the electrodes were punched out 
and assembled in an Argon filled glove box. The respec-
tive electrolytes used for this study were 1M NaClOR4R 
dissolved in pure PC or PC with a 5% of FEC as addi-
tive. The samples for the post mortem analysis (XPS 
and SEM) were washed with DMC and transferred in Ar 
controlled atmosphere. 

Electrochemical properties 

Figure 1 shows the cycling behavior as well as the cou-
lombic efficiency of Sn electrodes cycled at a C/10 rate. 
The specific charge drops drastically from above 1100 
mAh/g for the first cycle to reach only 375 mAh/g for the 
cells with additive and only 250 mAh/g for the cell with-
out additive after only 10 cycles. The coulombic efficien-
cy is rather low with values close to 85% and 90% for 
both cells cycled with and without additive, respectively.  

In figure 2, we can see the galvanostatic curves of the 
first and fifth cycle of the cells cycled with and without 
additive. During the first discharge, a different behavior 
is observed in the region from 1.5V to 0.25V vs. NaP

+
P/Na. 

The presence of additive seems to modify the electro-
chemical properties of the Sn electrode.  

 

Figure 1. Specific charge of a Sn electrode cycled at C/10 rate 
against Na with and without FEC additive.  

 

Figure 2. Galvanostatic curves of a Sn electrode cycled with 
(black) and without FEC additive (red) at C/10 vs. NaP

+
P/Na. The 

roman number indicates at which potential the post mortem 
analysis were performed. 

Post mortem SEM 

An interfacial study was then undertaken in order to 
understand the impact of the FEC additive on the SEI 
layer formed on the Sn electrode cycled versus Na. 
Figure 3 presents the SEM pictures taken during the first 
discharge/sodiation with and without additive. Apparent-
ly, for the electrodes cycled with electrolyte additive, 
there are two different kinds of behavior, the first one 
until 550 mV vs NaP

+
P/Na where some spheres ascribable 

to the SEI film are visible on the top of the Sn particles 
and then, the second one until the end of the sodiation, 
in which the spheres disappear and significant cracks 
occur. For the cell cycled without additive such behavior 
is not observed, and a film is visible at the surface of the 

. 
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particles. Surprisingly, no cracks appear along the sodia-
tion neither at the end of the full sodiation where the 
volume change of the electrode is above 200%. 

 

Figure 3. SEM images of pristine Sn electrodes and electrodes 
cycled against sodium in 1M NaClOR4R/PC, left) with additive 
(FEC); right) without additive. 

Post mortem XPS 

To complete this post mortem study, XPS was per-
formed on the same samples and results are presented 
in figures 4 and 5 for electrodes cycled without electro-
lyte additive and for the cells cycled with additive, re-
spectively. The measurements of 4 different core levels 
are presented for C1s, Cl2pR3/2-1/2R, F1s and Sn3dR5/2R. For 
the samples cycled without electrolyte additive (figure 4), 
we can notice from the Sn3dR5/2R peak at high binding 
energy (BE) (red component) that the surface of tin 
particles is covered by a thin layer of tin oxide (SnOR2R) 
coming most probably from air contamination of the 
commercial powder. The second contribution is coming 
from the bulk and is ascribable to pure tin with zero 
oxidation state (SnP

0
P, the green components). During the 

sodiation till 550 mV, the SnP

0
P contribution is highly in-

creasing leading us to hypothesis that some nano-
cracks occur in the Sn particles not visible in the SEM 
images, allowing the out-going of the Sn photoelectron 

from the deep of the Sn particles without any scattering 
by the SEI layer. Afterward for the following sodiation, 
the signal of the SnP

0
P is decreasing again indicating that 

possibly a polymer recover the nano-cracks leading to 
an attenuation of the signal. Finally, at the end of the full 
sodiation, the signal of the SnP

0
P is slightly increasing due 

to the developpment of new nano-cracks. The F1s core 
level shows the presence of two components, in blue at 
low binding energy (BE) associated to NaF species and 
at high BE to CFRxR species. The NaF is the product of a 
reaction between the Na and the PVDF binder as an 
only source of fluorine. The analyses of the Cl2p core 
level shows that the sodium perchlorate NaClOR4R salt is 
decomposed during the discharge in sodium chlorate 
NaClOR3R, sodium chlorite NaClOR2R and sodium chloride 
NaCl. Regarding the C1s core level the deconvolution is 
more difficult due to the large amount of different contri-
butions. The main components come essentially from 
the carbon super P with C-C bonds and PVDF CHR2R and 
CFR2R bonds (components are in green). Additional com-
ponents appear during the discharge, assigned to sodi-
um carbonate NaR2RCOR3R in blue, CFRxR species with x≥2 
(light blue), hydrocarbons (light gray) and C-O, C=O 
(orange) due to salt, electrolyte, and PVDF degradation. 
The weak attenuation of the signal from the C-C compo-
nent of the C1s core level during the entire discharge 
allows the estimation of the SEI thickness to be below 
5nm.  

 

Figure 4. XPS analysis of Sn electrodes at different stage of 
sodiation, cycled at C/10 without additive. 

In Figure 5, the same study was done on the cells cycled 
versus sodium with 5% FEC additive used as additive. 
We can still notice from Sn3dR5/2R core level the presence 
of SnOR2R at the surface of the Sn particle. However, at 
300 mV, no signal is detected due to a thicker SEI layer. 
At the end of the full sodiation, three components can be 
detected: SnP

0
P, SnOR2R and NaSn. Combining this result 

with the SEM picture, we can clearly understand that at 
the end of the full sodiation the electrode “exploded” 
leading to new “fresh” surface of unreacted Sn, and a 
small amount of SnOR2R. Moreover, the detection of inter-
mediate species such as NaSn points out the low mass 
transfer rate between the surface of the material and the 
bulk. This phenomenon indicates a core-shell process, 
well pronounced for this sodium cell. For the C1s, Cl2p 
and F1s core levels, we can notice the same decompo-
sition of the PVDF and the electrolyte as described 
above with the only difference, the complete attenuation 
of the super P signal in the C1s peak at 5 mV indicating 
that the SEI layer is thicker than 6nm, the maximum limit 

NaCl 
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of the escape depth of a photoelectron in our geometry 
configuration.  

 

Figure 5. XPS analysis of Sn electrodes at different stage of 
sodiation, cycled at C/10 with FEC additive. 

Conclusion 

By combining two different surface techniques such as 
XPS and SEM, we were able to propose the interfacial 
mechanism of the first sodiation of commercial tin parti-
cle cycled with or without additive in a sodium-ion bat-
tery at room temperature (Figure 6). The presence or 
absence of the electrolyte additive (FEC) has a predom-
inant effect in the first cycles. We demonstrate that with 
the FEC additive a thicker SEI layer is formed. In addi-
tion, the cycling stability (90% of coulombic efficiency) 
and the capacity retention (375 mAh/g) is improved, 
even if the SEM pictures show a total destruction of the 
electrode and Sn particles. Nevertheless, it seems that 
in both cases the electrolyte as well as the binder are 
decomposed during the first sodiation. This indicates 
that another binder and different electrolyte composition 
have to be considered for the sodium-ion batteries tech-
nology. 

 

 

 

Figure 6. Scheme of the different mechanisms occurring during 
cycling of Sn electrodes vs. Na at C/10 rate with and without 
additive. 
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The instability (electrode/electrolyte interaction) at high 
temperatures (> 50°C) and high potentials (> 4.3V) of 
the most commonly used carbonate-based electrolytes 
limits further progress in the development of the next 
generation of high specific energy  Li-ion batteries.[1] 
Moreover, they are unsuitable for performing in 
situ/operando studies of batteries using ultra high vacu-
um (UHV) characterization techniques. However, these 
problems can mainly be overcome by the use of ionic 
liquids (IL). Their physical properties, such as thermal 
/electrochemical stability and low vapor pressure, make 
them promising electrolytes.[2]  

In this context, the aim of this work is to first investigate 
the electrochemical properties of high voltage Li-ion 
battery interfaces using IL versus a carbonate-based 
electrolyte and second to check the cycling capability of 
a homemade in situ x ray photoelectron spectroscopy 
(XPS) cell for performing operando measurements on 
electrode surfaces by probing IL/UHV, electrodes/UHV 
and IL/electrodes interfaces.[3] Finally post mortem 
physico-chemical characterization of the cycled elec-
trode surfaces by using XPS in order to determine their 
composition in respect to the two different electrolytes is 
performed.   
 
For this purpose, 1-butyl-3-methylimidazolium tetra-
fluoroborate (BMIBFR4R) IL was used as a representative 
example among the large family of ionic liquids [4] due 
to its high ionic conductivity, Li salt solubility and ability 
of reversible Li intercalation in positive electrodes [5]. 
The full cell used for this study combines spinel lithium 
titanate LiR4RTiR5ROR2R (LTO) (Clariant) and NCM (layered 
Li(Ni, Co, Mn)OR2R (BASF), called HE-NCM, as appropri-
ate negative and positive electrodes respectively. [6], [7] 

Experimental 

Negative and positive electrodes were prepared by 
casting a mixture of 80% active materials HE-NCM or 
LTO with 10% PVDF (binder) and 10% Super-P carbon 
used as conductive additive (TIMCAL), all suspended in 
N-methyl-2-pyrrolidone (Fluka) onto the current collector 
(aluminum foil). After drying at 120°C, the electrodes 
were punched out and assembled in an argon-filled 
glove box. Two electrolytes were employed for this study 
(I) LP30 carbonate-based (from BASF) which is a mix-
ture of 1M LiPFR6R with ethylene carbonate and dimethyl 
carbonate (EC:DMC 1:1), and IL-based, which is a mix-
ture of 1M LiBFR4R and BMIBFR4R. The evolution of the elec-
trode surfaces composition was analyzed post mortem 
with XPS after cycling under the following conditions: 30 
cycles at a rate of C/15 and 2 cycles at a rate of C/30 
within the 2.4 V - 5.1 V (recalculated vs. Li/LiP

+
P) cutoff 

limits in LP30 and IL, respectively. The measurements 
were realized on unwashed and washed positive and 
negative electrodes with dimethyl carbonate (DMC) after 
transfer from the glove-box to the XPS via an Ar-filled 
atmosphere chamber.   

Electrochemical properties 

Figure 1 present the first and second cycle of the CV 
curves performed on a full cell HE-NCM/LTO at room 
temperature (RT) by using two different electrolytes (a) 
LP30 and (b) 1M LiBFR4R/BMIMBFR4R with a scan rate of 
50µV/s. These CV curves are compared to the one 
measured by using the home made in situ XPS cell [3] in 
1M LiBFR4R/BMIMBFR4R. Their behavior is typical of lithium 
deinsertion/insertion from/to HE-NCM.[7] During the first 
delithiation in LP30 two main peaks are visible. The first 
one appears at around 4V and is attributed to the oxida-
tion of NiP

2+
P to NiP

3+
P and NiP

3+
P to NiP

4+
P in both metal slabs 

and interslabs. The second peak at around 4.6 V is 
associated with LiR2RMnOR3R activation with the irreversible 
removal of LiR2RO. Once the material is activated, we can 
clearly see that this peak disappears during the next 
cycle. However, four other peaks appear upon the sec-
ond delithiation between 3.2 V and 4.3 V. The CV 
measured for the cells with IL shows peaks broadening 
and a slight shift to higher potentials by 0.1 V for the 
standard PSI cell and 0.22 V for the homemade XPS 
cell. The observed overpotential is most likely related to 
the lower ionic conductivity of the IL with respect to the 
LP30 as well as to the XPS cell geometry with quite a 
long distance between the two electrodes (5 cm) com-
pared to the PSI cell (50µm).        
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Figure 1: Cyclic voltammetry of full cells HE-NCM/LTO at RT 
with a scan rate of 50µV/s in (a) LP30, (b) 1M LiBFR4R/BMIMBFR4R 
as electrolytes and (c) using the in situ XPS cell with 1M 
LiBFR4R/BMIMBFR4R. 

Figure 2 presents the evolution of the specific charge 
from galvanostatic (GS) cycled at C/5 rate for HE-
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NCM/LTO cells. Quite different cycling behavior is ob-
served for the two employed electrolytes LP30 and IL at 
RT. The GS cycling in LP30 exhibits a fairly stable spe-
cific charge of 220 mAh/g over 120 cycles. The first 
delithiation process gives almost 350 mAh/g due to the 
irreversible activation of LiR2RMnOR3R. However, with IL the 
cells are able to cycle but with quite a low specific 
charge. During the first delithiation around 200 mAh/g 
were delivered for C/5 and 263 mAh/g for C/10 (not 
shown), 43 % to 25 % less than with LP30. The irre-
versible specific charge is found to be also quite high (85 
mAh/g). The continuous fading after the 3P

rd
P cycle is 

obvious until it reaches 100 cycles with a specific charge 
around 30 mAh/g. The difference in the electrochemical 
properties could be explained by the difference in con-
ductivity and viscosity of the two electrolytes. Further-
more, we cannot exclude the formation of different sur-
face layers on the electrodes depending on the electro-
lyte decomposition. In order to determine the composi-
tion of the different species at the surface of both elec-
trodes, post mortem XPS analyses were undertaken.  

LP30

1M LiBF4/BMIMBF4

(a)

(b)

 

Figure 2: Galvanostatic cycling of HE-NCM/LTO cells cycled at 
C/5 at RT, with two different electrolytes (a) LP30 and (b) 1M 
LiBFR4R/BMIMBFR4R within 2.4 V – 5.1 V vs. Li/LiP

+
P cutoff limits. 

Post mortem XPS 

(I) LP30 

The C1s and Ti2pR3/2-1/2 Rcore levels spectra acquired on 
HE-NCM and LTO electrodes with LP30 are presented 
in Figure 3. These peaks show an obvious evolution of 
the surface composition between the two, pristine and 
the cycled ones as well as between unwashed and 
washed electrodes. On both pristine HE-NCM and LTO 
the deconvolution of the C1s peaks show the presence 
of almost the same components. The main intense com-
ponent at 284.4 eV binding energy (BE) is associated 
with C-C bonds of the Super P (in dark green). The two 
carbons related to (-CHR2R-) and (-CFR2R-) from the PVDF 
are also detected at 286.4 eV and 290.76 eV, respec-
tively (in dark green). Further components are also ob-
served, linked to hydrocarbon at 285.5 eV (in light gray) 
and carbon in the environment of C=O and O-C=O at 
around 286.7 eV (ether C-O), 287.8 eV (carbonyl C=O), 
288.9 eV (carboxyl O-C=O) respectively (in orange), and 
carbonate LiR2RCOR3R/COR3R at 290.1 eV (in blue). However 
on the pristine LTO surface an additional component at 
292 eV is also detected and associated with CFRxR with 
X>2 (light blue). Nevertheless, the Ti2pR3/2-1/2R spectrum 
shows a single narrow peak at 459.7 eV assigned to the 
TiP

4+
P oxidation state. 

(I.a) HE-NCM electrode 

After cycling, the C1s peak on the HE-NCM electrode 
shows attenuation of the super P (C-C) and PVDF peaks 
due to the formation of a thin surface layer estimated to 
be < 5nm. Simultaneously, two new components appear 
at 286.8 eV and 292.1 eV associated with carbon in a C-
O and CFRxR (x>2) environment respectively. Such behav-
ior is explained by the electrolyte decomposition leading 
to the formation of additional ether, carbonyl, carboxyl 
and carbonate functional groups. Other species due to 
the electrolyte decomposition, such as LiF, LiPFR6R, LiRxRP-
FRyR and LiRxRPFRyRORzR measured on the F1s and P2p core 
levels (not shown) are detected as well. Moreover, a 
Ti2p peak at 461 eV was also observed evidencing the 
presence of titanium tetrafluoride TiFR4R species on the 
positive electrodes, probably due to the dissolution of 
the Ti form LTO in the electrolyte and then migration to 
the positive electrode. After washing with DMC, the C1s 
peak indicates that the thin surface layer was thinned, 
mainly due to the dissolution of the hydrocarbon, ether 
and carboxyl species. Their intensity decreases while, 
again, the intensity of the super P and PVDF increases. 
On the other hand, the carbonate intensity remains 
almost the same. The TiFR4R was also removed during 
washing, the peak intensity decreased drastically and 
the presence of additional components to low and high 
BE was observed.  
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Figure 3: C1s and Ti2pR3/2-1/2R XPS core levels acquired on pris-
tine and unwashed/washed HE-NCM and LTO electrodes 
cycled in LP30.  

(I.b) LTO electrode 

Regarding the LTO electrode the surface layer formed 
after cycling is slightly different from the one on the 
positive electrode. The C1s core level shows that the 
layer thickness is more than 6 nm since the carbon 
component of the Super P (C-C) is completely attenuat-
ed. It is also obvious that the hydrocarbon component 
(~285.5 eV) disappears completely. The components 
related to ether (286.7 eV), carbonyl (288.4 eV) and 
carboxyl (289.1 eV) groups (in orange) as well as com-
ponents assigned to CFRxR groups with x=2 (291 eV) and 
x=3 (292.5 eV) (light blue) are pronounced. Despite the 
presence of a thick surface layer, we still detect the Ti2p 
signal associated with TiFR4R. The presence of the titani-
um tetrafluoride in or onto the surface layer cannot origi-
nate from LTO particles but results from the Ti dissolu-
tion and its reaction with the F from the PVDF and/or the 
salt LiPFR6R. The dissolution of Mn and Co was also ob-
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served by detecting signal coming from the Mn2p and 
Co2p core levels (not shown). 

After washing with DMC similar behavior was observed 
as for NCM, i.e. a thinner surface layer and intensity 
decrease of the ether and carboxyl groups and increase 
of the CFR4R component. However a big modification oc-
curs on the Ti2p, a decrease of the TiFR4R component and 
the appearance of an additional one. TiP

4+
P (dark green) 

originate from the LTO particles at 460 eV and TiP

3+
P at 

458 eV either related to the TiP

4+
P reduction or LTO de-

composition in DMC. 

      (II) IL BMIMBFR4 

The same study was performed with IL and the results 
are presented in Figure 4. As expected, the deconvolu-
tion of the C1s  acquired on a droplet of IL displays 4 
main peaks associated with 1) aliphatic C, 2) C-N bonds, 
3) C-C*-N in imidazolium ring and 4) N-C-N in imidazoli-
um ring (all in light grey, see Figure 1). For B1s and N1s 
one single peak is observed, assigned to the B in the 
tetrafluoborate anion and to the N in the 1-butyl-3-
methylimidazolium cation. After cycling, an obvious shift 
of -1.45 eV to lower and of 1.3 eV to higher BE occurred 
on the C1s, B1s and N1s components which belong to 
the IL on top of the HE-NCM and LTO electrodes, re-
spectively. 
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Figure 4: C1s, Ti2pR3/2-1/2R B1s and N1s XPS core levels ac-
quired on a droplet of IL (1M LiBFR4R/BMIMBFR4R) (taken as refer-
ence) and unwashed/washed HE-NCM and LTO electrodes 
cycled in IL.  

(II.a) HE-NCM electrode 

On unwashed HE-NCM electrodes the C1s peak shows, 
in addition to the IL components (in grey), four additional 
ones, related to the carbon super P (in dark green), 
carbonyl/carboxyl groups (in orange) and CFRXR species 
(in red) with x>2 at 284.5 eV, 287.4 eV, 288.7 eV and 
292.2 eV, respectively. No presence of any carbonate or 
dissolved Ti was detected. No change was observed in 

the B1s core level while an additional component shifted 
to low BE was detected in N1s peak (in red) most prob-
ably related to cation decomposition. The absence of 
any signal related to the LTO particles in the O1s peak 
(not shown) evidenced that the surface layer thickness 
formed on the carbon particles is below 5 nm while it is 
above 6 nm on LTO.  

(II.b) LTO electrode 

On the unwashed LTO just one additional component 
was observed in the C1s peak related to carbonyl group 
at 287.5 eV. Electrolyte decomposition was observed on 
both B1s and N1s with the presence of shifted compo-
nents to low BE (in red). The thickness of the SEI layer 
is estimated to be thicker than 6 nm because signal was 
detected neither from the Super P nor LTO.  No dissolu-
tion of any transition metal like Ni, Mn and Co was de-
tected, as was the case with LP30.  

After washing with DMC the signal from the Super P and 
LTO is well pronounced on both electrodes. Additional 
components were observed on C1s like carbonate at 
290 eV (in red) at the positive electrode and CFRxR with 
x>2 on the negative one. Finally the Ti2p on the LTO 
electrode presented two additional components shifted 
to lower BE related to TiP

3+
P and TiP

2+
P oxidation state. 

Conclusion 
We reported in the first part reversible cycling of HE-
NCM/LTO cells by using two different electrolytes LP30 
and IL (1M LiBFR4R/BMIMBFR4R). Despite the high potential 
cutoff 5.1 V vs. Li/LiP

+
P, good electrochemical cycling was 

demonstrated with LP30, however with the IL 55% less 
specific charge was obtained on the 2P

nd
P charge with 

continuous fading up to 30 mAh/g after almost 130 cy-
cles. In the second part we proved that we were able to 
cycle the HE-NCM/LTO cells in the home made in situ 
XPS cell with the IL as electrolyte. This promising result 
opens the way to a potential use of the cell in UHV and 
to perform operando XPS measurements on the IL, 
electrode surface and the IL/electrode interface. Finally, 
post mortem XPS was acquired on both negative and 
positive electrodes after cycling providing precious in-
formation regarding the electrolyte stability and the sur-
face layer formation and composition.  
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In order to decrease our dependency on environmentally 
unfriendly and non-abundant energy sources, e.g. fossil 
fuel, alternative technologies need to be developed. For 
instance, Li-OR2R batteries are one of the most promising 
candidates to provide power to electric vehicles due to 
their very high theoretical specific energy [1]. However, 
several scientific and technical issues (electrolyte stabil-
ity, charging overpotential, cyclability) have to be over-
come to produce viable commercial Li-OR2R batteries.  

The Li-OR2R cell consists of a negative electrode (e.g. Li 
metal) and a positive porous electrode (usually carbon) 
exposed to gaseous OR2R. During discharge, oxygen dis-
solves in the electrolyte and is reduced at the porous 
electrode. At the same time, Li metal is oxidized into LiP

+
P 

at the negative electrode and the LiP

+
P cations diffuse 

through the electrolyte and react with the reduced oxy-
gen to form the discharge product LiR2ROR2R filling the pores 
of the electrode. Upon charge, the discharge product is 
oxidized, thus releasing Li cations and OR2R gas, the initial 
reactants.  

However the reduced oxygen species formed upon 
discharge are very reactive and side reactions involving 
the electrolyte and the porous electrode components 
occur. Nevertheless, ether-based electrolytes have been 
shown to be less reactive than carbonate-based electro-
lytes conventionally used in Li-ion batteries. Further-
more, the nature and amount of such side products 
critically affects the electrochemical behaviour of the 
cell. 

X-ray Photoelectron Spectroscopy (XPS) is a powerful 
tool to analyze the chemical composition of surfaces. In 
the case of Li-OR2R batteries, XPS may be used to investi-
gate the nature and amount of the decomposition prod-
ucts resulting from the electrochemical charge/discharge 
of the cell. The aim of the current work is to understand 
the reactions taking place upon discharge of porous 
graphite electrodes. Complementary data collecting 
upon further cycling give information about the evolution 
of these species. 

Experimental 

Porous self-standing electrodes with composition 85wt% 
graphite / 15wt% PTFE (polytetrafluoroethylene) were 
prepared by adding the respective amount of PTFE 
dispersion (Sigma-Aldrich) and subsequently graphite 
SFG6 (TIMCAL) to a solution of isopropanol and water 
(1:1). The mixture was sonicated and then kept under 
stirring at 100 ºC untill evaporation of the solvents and 
formation of a “dough-like” paste. The electrode sheets 
were obtained by working the dough with a spatula and 
mechanical rolling (thickness 200 µm) and dried at room 
temperature. Electrodes were subsequently punched 
(18mm diameter) and dried (120 ºC dyn. vac.) before 
being introduced into the Ar-filled glove-box. 
The Li-OR2R cells were assembled in a home-designed 
electrochemical cell (Annual Report 2012, p.47). The 
porous carbonaceous electrodes were cycled vs Li metal 
(i.e. all potentials in the report are given vs. LiP

+
P/Li) under 

constant current (0.3 mA). 0.2 M LiTFSI in diglyme was 
used as the electrolyte and Celgard 2400 sheets as 
separators. Before starting the electrochemical meas-
urement, the cells were connected to high purity OR2R gas 
and were allowed to equilibrate for one hour before the 
first discharge. After cycling the porous electrodes were 
washed in diglyme under Ar atmosphere. 

XPS analyses were carried out using a focused mono-
chromatized Al Kα radiation (1486.6 eV). The analysed 
surface area was 500 µm. Core peaks (C 1s, F 1s, O1s, 
Li 1s, S 2p) were recorded with a constant 30 eV pass 
energy. The samples were transfered to the XPS intro-
duction chamber in a hermetically sealed transfer cham-
ber to avoid any air contamination. XPS data were col-
lected for the pristine electrode and electrodes recov-
ered after the 1P

st
P discharge, the 1P

st
P charge and 10 cy-

cles (for clarity only C 1s and F 1s spectra collected for 
the side facing the OR2R inlet are presented here ). 

Results  

Figure 1 shows the electrochemical data obtained after 
one cycle for several Li-OR2R cells. A single potential plat-
eau of ~2.6 V is observed upon the first discharge and 
two plateaus of ~3.5-3.7 and 4.1-4.2 V upon the first 
charge. The specific charge of the carbon electrodes 
(76-96 mAh/g) is similar to previous studies [2] and 
consistent with the low surface area of the graphite 
SFG6 (16 mP

2
P/g) limiting the area for LiR2ROR2R formation. 

Figure 1. Galvanostatic data obtained for the 1P

st
P cycle for Li-OR2R 

cells containing the porous electrodes (85wt% SFG6 / 15wt% 
PTFE). 

The C 1s spectrum of the pristine electrode (Figure 2a) 
consists of a main component at 284.6 eV attributed to 
the graphite SFG6. However, minor components are 
also observed such as the peak at 292.1 eV which cor-
responds to –CFR2R groups present in the PTFE binder. 
Remaining components correspond to oxygenated car-
bonaceous species adsorbed on the surface. The main 
peak at 689.7 eV on the F 1s spectrum (Figure 2b) is in 
good agreement with presence of CFR2R groups in the 
PTFE binder.  

At the end of the 1P

st
P discharge, the graphite component 

still remains the main peak in the C 1s spectrum (Figure 
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2a). This indicates that the thickness of any layer is less 
than ca. 5nm with regard to the depth analysis of XPS. 
An extra component at 293 eV shows presence of spe-
cies containing –CFR3R environments, probably arising 
from the LiTFSI salt and its possible degradation prod-
ucts. This is confirmed by the S 2p spectrum (not shown 
here), for which two components are present, the major 
component being assigned to the LiTFSI salt. A second 
component at 685 eV attributed to LiF is observed on 
the F 1s spectrum of the discharged electrode (Figure 
2b). LiF is probably related to the degradation of the 
LiTFSI salt and/or PTFE binder upon discharge. No LiF 
was observed for electrodes recovered after blank ex-
periment under Ar or OR2R atmosphere. It is hard to distin-
guish LiR2ROR2R from other lithiated species at the surface of 
the discharged electrode. Quantification results (Figure 
3) show a significant decrease in the contribution of C 1s 
to the global signal and increase of species containing F 
and O. More oxygenated and less fluorinated species 
are present on the side of the electrode facing the sepa-
rator. 

 
Figure 2. (a) C 1s and (b) F 1s spectra collected for the pristine 
85wt% SFG6/15wt% PTFE electrode and electrodes recovered 
after blank experiments (Ar and OR2R atmosphere) and after the 
1P

st
P discharge, the 1P

st
P charge, the 10P

th
P discharge and 10P

th
P 

charge. 

At the end of the 1P

st
P charge, the C 1s and F 1s spectra 

are quite similar to those of the pristine electrode (Figure 
2). No lithiated species were observed in the Li 1s spec-
trum (not shown here). Quantification data show also 
similar ratios for the pristine and charged electrodes. 
This indicates that the species formed during the 1P

st
P 

discharge are decomposed upon the following charge. 
This is in good agreement with results reported by 
Younesi et al. for a Li-air cell containing 1M LiPFR6R in PC 
electrolyte and amorphous SuperP carbon [3].  

Similar characterizations were carried out on electrodes 
recovered after 10 cycles. Such electrodes exhibit very 
low specific charge (~ 3 mAh/g). After 10 cycles, the 
main component of the C 1s spectrum remains that of 
the graphite (Figure 2a). Thus the thickness of the inter-
facial layer does not increase significantly after 10 cy-
cles. At the end of the 10P

th
P discharge, LiF is still ob-

served at the surface of the side of the porous electrode 
facing the OR2R inlet but the amount is lower than that 
observed at the end of the 1P

st
P discharge (Figure 2b). 

Quantification shows higher amount of oxygenated spe-
cies compared to the 1P

st
P discharge (Figure 3). 

At the end of the 10P

th
P charge, no lithiated species were 

observed on the F 1s (Figure 2b) and Li 1s spectrum 
(not shown here). Quantification indicates a lower 

amount of oxygenated species compared to the 10P

th
P 

discharge, close to the data obtained for the pristine 
electrode and for the 1P

st
P charge. After 10 cycles, a signif-

icant amount of the species formed during the 10P

th
P dis-

charge is still decomposed upon the following charge.  

 
Figure 3. Relative contribution (%) of each element to the 
global signal for the pristine electrode (85wt% SFG6 / 15wt% 
PTFE) and cycled electrodes. 

The interface layer on the Li electrodes was not ana-
lyzed during the study. However a black layer was ob-
served by eye on the surface of the Li electrode when 
the cells recovered after 10 cycles were opened. Such a 
black layer was reported by Younesi et al. on Li elec-
trodes recovered after cycling Li-OR2R cells containing 1M 
LiPFR6R in PC electrolyte [4]. They observed by XPS a 
constant evolution of the interface layer upon the 1P

st
P 

cycle. 

Conclusions 

Our XPS study shows the formation of LiF and oxygen-
ated species at the surface of the porous electrode 
(85wt% SFG6-15wt% PTFE) upon the first discharge. 
The major part of these species is decomposed upon 
the following charge. After 10 cycles, the reversibility of 
these reactions is still observed. However no clear con-
clusion regarding the presence of LiR2ROR2R at the surface of 
the porous electrode can be drawn. Similar studies will 
be carried out on porous electrode containing amor-
phous carbon in order to investigate the influence of the 
nature of the carbon on the electrochemical properties of 
the Li-OR2R cell and on the chemical composition of the 
interface layer. 
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High-voltage layered oxides are desirable to increase 
the energy density of the lithium-ion battery. LiNiOR2R is a 
promising 4 V cathode material for Li-ion rechargeable 
batteries due to its low cost and high specific charge. 
However, it is also known to have bad cycling perfor-
mance and high thermal instability when fully charged. 
Li(Ni,Co,Al)OR2R (NCA) is a good candidate able to 
de/insert lithium and operate at a high voltage. In this 
particular system, Co doping helps to maintain the lay-
ered structure [1] and Al doping improves thermal stabil-
ity at high potentials [2]. 

The reaction pathways that this material undergoes 
during its electrochemical reaction with lithium are gen-
erally known and have been extensively studied by 
diffraction techniques. However, details of the activation 
process occurring during the first charge and at high 
potentials, i.e. 4.6 V, are rarely mentioned in the litera-
ture. Our aim is to investigate in detail these unknown 
processes occurring at the bulk electrode and at the 
surface level using complementary techniques such as 
in situ and ex situ X-ray diffraction (XRD), and electro-
chemical characterizations. 

Experimental 

The positive electrode mixture consisted of 80 wt% of 
the active material (commercial Li(Ni,Co,Al)OR2 Rpowders), 
10 wt% of Super P carbon black, and 10 wt% of poly-
vinylidene fluoride (PVDF) binder. Slurry of the positive 
electrode mixture was prepared using N-methyl pyrroli-
done (NMP) as solvent. The slurry was tape cast on Al 
metal foil and dried 80°C in a vacuum oven for a mini-
mum of 12 h. Standard electrochemical cells were as-
sembled in an argon-filled glove box. Each cell typically 
contained about 5 mg of active material, separated from 
Li foil as negative electrode by a glass fiber separator. A 
1M solution of either LiPFR6R or LiClOR4R in EC:DMC (1:1) 
has been used as the electrolyte, referred as LP30 and 
LC30 respectively. Cyclic voltammograms were carried 
out at different rates, i.e. 5 µV/s and 20 µV/s. Operando 
X-ray powder diffraction studies were performed using a 
PANalytical Empyrean diffractometer, equipped with a 
linear detector (X’Celerator) and Cu-KRαR radiation, by 
step scanning (with a step size of 0.017°) over the 2θ 
range of 15° ≤ 2θ ≤ 22°. Electrochemical cycling using a 
self-constructed cell was carried out galvanostatically 
between 3.0 V and 5.0 V at a C/20 rate. 

Results  

Cyclic voltammetry (CV) is used to characterize the 
redox potentials of the LiNiR0.8RCoR0.15RAlR0.05ROR2R electrode 
within the potential range of 3.0 V to 5.1 V vs. LiP

+
P/Li. 

Figure 1a provides a qualitative analysis of the potentials 
at which chemical reactions that accompany electron 
transfer in the LiNiR0.8RCoR0.15RAlR0.05ROR2R electrode occur. In 
the first cycle there is a prominent anodic reaction (~ 3.9 
V) in the first charge of the CV, which is not seen in the 
following cycles, and may be attributed to a possible 
activation of the material, i.e. a surface reaction of the 
electrode with the electrolyte and/or to an irreversible 

phase transition that decreases the potential of the reac-
tion by ~ 0.2 V compared to the next charge cycle. 

a) 

   
b) 

c)  

    
Figure 1. Cyclic voltammogram of LiNiR0.8RCoR0.15RAlR0.05ROR2R in the 
potential range of 3.0 V to 5.1 V vs. LiP

+
P/Li, a) at 5 µV/s in LP30, 

b) at two different rates in LP30, and c) in LP30 and LC30. 

 

The activation potential of the NCA electrode is strongly 
influenced by i) the cycling rate (Figure 1b), i.e, the po-
tential at which the electrode activation starts (ERstartR) is 
about 50 mV more negative when NCA is cycled at 5 
µV/s compared to 20 µV/s - this may be an indication of 
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a kinetically driven process, and ii) the electrolyte com-
position (Figure 1c), i.e. the ERstartR of the activation pro-
cess varies when LP30 or LC30 is used - this may be an 
indication that a different surface reaction involving the 
formation of a solid polymer interphase (SPI) may take 
place. From Figure 1a we can determine that this first 
activation process is irreversible. After the activation 
(during the first cycle), the first redox process is reversi-
ble and reproducible on the following cycles. 

 
Figure 2. a) First charge/discharge curve at C/20 of an NCA 
electrode and b) in situ XRD pattern in the (003) Bragg peak 
region for NCA with space group R-3m.The colour code corre-
sponds to the galvanostatic curve (a). 

Operando XRD studies during the first galvanostatic 
cycle (Figure 2 a) show a two-phase de-insertion pro-
cess with the coexistence of the pristine phase and a 
second rhombohedral phase with a larger c lattice pa-
rameter. At ~ 4.2 V the c lattice parameter of the second 
phase contracts which seems to be reversible on lithia-
tion, i.e. an expansion of the c lattice parameter is ob-
served (Figure 2 b). Furthermore, during discharge, in 
situ XRD data reveal a lithiation mechanism based on a 
solid solution process.  In the second cycle, this new 
second phase already appears at 3.6 V, as observed in 
the XRD data (not shown here) and reflected in the CV 
curves (Figure 1a). 

The CV of NCA shows other interesting features. A 
reversible redox reaction is observed at around 4.6 V 
(Figure 1a), which interestingly shifts in potential during 
the following cycles. At this point, 0.8 mols of Li have 
been removed from the LiNiR0.8RCoR0.15RAlR0.05ROR2R and it is 
unclear which, Co or Ni, have an active redox couple in 

this range. XRD data (not shown here) reveals the for-
mation of a new phase around this potential.  

Figure 3 displays the contour plot of in situ XRD patterns 
for the first (a) and second (b) charge curves. This pic-
ture clearly discloses mechanistic differences on the 
reaction pathways between the 1st and 2nd cycles (Fig-
ure 2). While the first charge cycle until 4.3 V consist of a 
combination of two-phase transition plus a solid solution 
mechanism, the second charge process is mainly domi-
nated by a solid solution. 

 
Figure 3. Contour plot of in situ XRD patterns for the first (a) 
and second (b) charge curves, in the (003) Bragg peak region 
for NCA with space group R-3m. 

This study showed that the activation mechanism is 
affected by several factors. Possibly, a structural irre-
versible transition combined with a surface reaction is 
taking place. The potential at which this process occurs 
is correlated to electrolyte composition and cycling rate. 
Additional studies, not shown here, also reveal that the 
initial composition of the sample also affects the ERstartR of 
this activation process. In situ XRD data reveal signifi-
cant differences in the reaction mechanism between the 
1st and 2nd cycles. Moreover, at high potentials a re-
versible process involves the formation of a new phase. 
In order to better understand these chemical reactions 
further impedance and DEMS experiments are currently 
being carried out. 
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Recent efforts in the development of polymer electrolyte 
fuel cell (PEFC) cathode catalysts focus on metal-oxide 
supported platinum nanoparticles. The reason is the 
potentially superior durability of metal-oxide materials 
compared with the standard carbon supports, which 
suffer from severe degradation in the oxidative cathode 
environment. Furthermore, the metal-oxide support can 
positively influence the intrinsic activity of the Pt nano-
particles towards the oxygen reduction reaction (ORR) 
due to so-called strong metal-support interactions 
(SMSI). 
 
For an experimental analysis of the stability and activity 
properties of such metal-oxide supported Pt catalysts, 
the determination of the electrochemically active surface 
area (ECSA) of the Pt nanoparticles is inevitable. There 
are two standard methods to measure the ECSA: Hy-
drogen underpotential deposition (HRupdR) and carbon 
monoxide stripping voltammetry (CO stripping). In both 
methods, the Pt surface area is determined from the 
charge which is associated with the reductive adsorption 
/ oxidative desorption of one monolayer of an adsorbate 
species. In the case of HRupdR, the adsorbate species is 
atomic hydrogen, whereas for CO stripping carbon mon-
oxide is used as adsorbate. 
 
Both HRupdR and CO stripping are well established for 
conventional carbon supported Pt catalysts (Pt / C). In 
the following, we will present how these methods have 
to be adjusted for the case of metal-oxide supported Pt 
catalysts [1]. 

Experimental 

The ECSA measurement methodology was studied for 
Pt nanoparticles supported on a mixed iridium-titanium 
oxide [2]. The Pt / IrR0.8RTiR0.2ROR2R catalyst was supplied by 
Umicore AG & Co KG with a loading of 8.8 wt.-% Pt 
nanoparticles. Thin-film electrodes were prepared from a 
suspension made from 5 mg of the catalyst / oxide pow-
der, 1 ml ultrapure Milli-Q water, 4 ml isopropanol, and 
20 μl Nafion as a binder. 40 μl of the suspension were 
dropped and then dried on glassy carbon disks with 
5 mm diameter (geometric surface area ARgeoR = 
0.196 cmP

2
P), resulting in a Pt loading of 18 µgRPtR cmP

-2
P. For 

comparison with a standard Pt / C catalyst, a 47 wt.-% Pt 
/ HSAC (high surface area carbon, TKK) was used for 
reference thin-film electrodes with a Pt loading of 
24 µgRPtR cmP

-2
P. 

The electrodes were immersed under potential control 
inside a three electrode glass cell in 0.1 M HClOR4R elec-
trolyte, prepared from Suprapur 70% perchloric acid 
(Merck KGaA) and ultrapure Milli-Q water. All electro-
chemical measurements were performed at room tem-
perature. The reference electrode was a saturated Hg / 
HgR2RSOR4R electrode (ALS Co., Ltd) and a platinum mesh 
served as counter electrode. The potentiostat used was 
a Metrohm Autolab PGSTAT 128N. 

For the HRupdR analysis, we performed cyclic voltammetry 
(CV) with a sweep rate of 50 mV sP

-1
P in nitrogen (N5.0) 

saturated electrolyte. The upper potential limit was 1.0 V 
vs. RHE, and the lower potential limit was set between 
0.0 V and 0.05 V vs. RHE to see the onset of hydrogen 
evolution in the CV. As discussed below, we performed 
the same CV also in CO saturated electrolyte with the 
electrode rotating at 1600 rpm. 

CO stripping experiments were done according to the 
following protocol: First, CO was purged for 10 min in the 
electrolyte with the electrode potential kept at 0.1 V vs. 
RHE. Then, the gas was switched to NR2R for 30 min in 
order to remove the CO from the electrolyte with the 
electrode potential still kept at 0.1 V vs. RHE. Subse-
quently, the CO monolayer on the Pt surface was 
stripped off by performing a CV at 20 mV sP

-1
P, starting at 

0.1 V vs. RHE to an upper potential limit of 1.0 V vs. 
RHE. As described below, “CO stripping simulation” 
experiments were performed according to the same 
protocol with the only difference that the electrolyte was 
always purged with NR2R. 

 
Figure 1. CV of the Pt / C catalyst in NR2R and in CO saturated 
0.1 M HClOR4R at 50 mV sP

-1
P. 

Results  

Figure 1 plots the hydrogen adsorption / desorption 
region of the CV of the Pt / C catalyst obtained in NR2R 
saturated (deaerated) electrolyte. Also plotted is the CV 
recorded in CO saturated electrolyte. In the latter case, 
the current is almost constant and purely capacitive 
below 0.4 V vs. RHE, which shows that the whole Pt 
surface is blocked by adsorbed CO. In a commonly used 
HRupdR analysis, the capacitive currents from the double 
layer region are extrapolated into the potential region < 
0.4 V vs. RHE (horizontal dashed lines in Figure 1) and 
taken as subtraction baselines for the hydrogen adsorp-
tion / desorption peaks. Mayrhofer et al. [3] suggested 
the use of the CV currents obtained in CO saturated 
electrolyte as an improved baseline for the HRupdR analy-
sis. However, due to the flatness of these CO-baseline 
currents in the HRupdR region, we found the difference 
between both baseline methods for the Pt / C catalyst to 
be negligible in regard of the experimental errors. 
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Figure 2. CO stripping CV and CO stripping simulation CV of 
the Pt / C catalyst in 0.1 M HClOR4R at 20 mV sP

-1
P. 

A second method frequently used to determine the 
ECSA is CO stripping voltammetry. Conventionally, the 
second cycle of the CO stripping CV is used as baseline 
for the CO stripping peak which occurs in the first cycle. 
This is shown in Figure 2 for the Pt / C catalyst together 
with the first cycle of the “CO stripping simulation” exper-
iment [1, 2] described in the Experimental section above. 
It is obvious that both the second cycle of the true CO 
stripping experiment and the first cycle the simulation 
experiment can be used as baseline for the CO stripping 
peak in this case of the Pt / C catalyst. 

 
Figure 3. CV of the Pt / IrR0.8RTiR0.2ROR2R catalyst in NR2R and in CO 
saturated 0.1 M HClOR4R at 50 mV sP

-1
P. 

This situation drastically changes for the iridium-titanium 
oxide supported Pt catalyst. Figure 3 plots the HRupdR 
region of the corresponding CVs in NR2R and in CO satu-
rated electrolyte. The shape of the CV in NR2R purged 
electrolyte differs very much from the conventional “plat-
inum CV” as shown in Figure 1 for the Pt / C catalyst. 
The reason for this difference is the metal-oxide support, 
which gives a much larger contribution to the currents 
than a conventional carbon support. As a consequence, 
the standard baselines (horizontal dashed lines in Figure 
3) for the HRupdR analysis clearly fail in this case. However, 
the CV recorded in CO saturated electrolyte can serve 
as a well suited baseline for the HRupdR signals. As shown 
in Figure 4, after subtraction of this CO-baseline the 
well-known platinum HRupdR shape can be recovered from 
the CV in NR2R purged electrolyte. 

The first and the second cycle of a true CO stripping 
experiment on the Pt / IrR0.8RTiR0.2ROR2R catalyst are plotted in 
Figure 5, as well as the first cycle of the CO stripping 
simulation experiment. 

 
Figure 4. Net HRupdR currents after subtraction of the CV in CO 
saturated electrolyte from the CV in NR2R saturated electrolyte, 
see Figure 3. 

The standard baseline (second cycle of the CO stripping 
CV) clearly fails in this case, because the anodic cur-
rents of the first cycle have a positive offset with respect 
to the second cycle. This can be explained by the partial 
reduction of the IrR0.8RTiR0.2ROR2R oxide during potential hold at 
0.1 V vs. RHE. This reduction is followed by a reoxida-
tion in the anodic scan of the first cycle, leading to the 
observed positive offset of the oxidation currents. The 
reduction / oxidation behaviour of the metal-oxide sup-
port can be reproduced in the CO stripping simulation 
experiment as shown in Figure 5. Thus, the first cycle of 
this simulation experiment can serve as a reliable base-
line for CO stripping voltammetry on the metal-oxide 
supported Pt catalyst. 

 
Figure 5. CO stripping CV and CO stripping simulation CV of 
the Pt / IrR0.8RTiR0.2ROR2R catalyst in 0.1 M HClOR4R at 20 mV sP

-1
P. 
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The high-temperature polymer electrolyte fuel cell (HT-
PEFC) based on phosphoric acid doped polybenzimid-
azole (PBI) membranes as a gel-type proton transport 
medium show a number of significant differences in 
comparison to the low temperature PEFC based on a 
perfluorosulfonic acid membrane. The BASF Celtec® 
membrane, which has been used exclusively for experi-
ments reported in this study, is synthesized via a sol-gel 
pathway. The first notable difference between HT- and 
LT-PEFC, which is a result of the membrane type, is that 
the HT-PEFC does not require humidified process gas-
es, because water is replaced by phosphoric acid as a 
proton transport matrix. This results in a much simpler 
overall system design with fewer balance-of-plant com-
ponents and hence reduced costs. Secondly, the HT-
PEFC working temperature is at around 160°C, which 
means that effects of CO poisoning of the catalyst are 
far less pronounced [1,2]. Therefore, the system can be 
used to generate electricity from hydrogen-rich refor-
mate gases without complex and energy intensive CO 
cleanup. Furthermore, the HT-PEFC can be combined 
effectively with heating systems due to the higher work-
ing temperature, leading to overall higher system effi-
ciencies in combined heat and power (CHP) applications 
[3]. 

Nevertheless, reliable HT-PEFC characterization is 
rather difficult, in particular the determination of the 
electrochemically active surface area (ECSA). A novel 
technique was developed in order to overcome tempera-
ture dependency and side reactions during ECSA 
measurements via CO oxidation [4]. In this manuscript 
more detailed experiments to improve the understanding 
of cyclic voltammogram (CV) measurements, which are 
required for ECSA estimations, are provided. Especially 
the influence of temperature and the hold potential dur-
ing the electrode conditioning was investigated. 

Experimental 

Within the first experimental series, CVs at six different 
temperatures from 40 to 180°C were recorded. Prior to 
the CV measurement, the cathode electrode was held at 
a constant potential of 150 mV vs. the reference hydro-
gen-platinum anode electrode. This potential is chosen 
for CO adsorption since it is high enough for only mar-
ginal hydrogen evolution to occur and low enough to 
prevent premature CO oxidation during poisoning and 
purging. During this conditioning step the flow rate of 
nitrogen was set to 27 Lnh-1 for 5 minutes. This phase 
mimics the CO poisoning, whereas the subsequent flow 
rate of 72 Lnh-1 is used for removing residual CO by 
purging for 30 minutes. A description of the detailed 
reference CV measurement procedure can be found 
elsewhere [4]. A second experiment was carried out in 
which the temperature was set to 180°C but the hold 
potential during conditioning was changed to 868 mV. 
This potential features a local current minimum at CV 
measurements and is not interfering with the oxidation 
peak between approx. 0.4 and 0.7 V. The flow rates and 
all other parameters were kept identical within the sec-
ond experiment. 
 

Results 

The CVs recorded at different temperatures (Figure 1a) 
differ in various aspects. Besides the vanishing hydro-
gen underpotential deposition peaks especially the fea-
tures between 0.4 and 0.7 V become very prominent. In 
Figure 1b this potential range is shown in detail for 40 
and 180°C. One can see that at 40°C no feature can be 
observed, neither for the first nor for the subsequent 
potential cycles. 

 
Figure 1. a) CVs recorded at different temperatures. b) De-
tailed deviation between CVs measured at 40 and 180°C. 
Measuring conditions: H2 @ 4.5 Lnh-1 on anode, N2 @ 10 Lnh-1 
on cathode, 10 mV/s scan rate, hold potential 150 mV. 

 
Figure 2. a) Current density at different temperatures and hold 
potentials. b) Electric charge characteristic during constant 
potential hold. Measuring conditions: H2 @ 4.5 Lnh-1 on anode, 
N2 @ 27 Lnh-1  72 Lnh-1 (from 300 s)  10 Lnh-1 (from 2100 s) 
on cathode, applied hold potential 150 mV resp. 868 mV 
(starting from OCV). 

In order to improve the understanding of the peak ob-
served in the first cycle a second experiment was carried 
out with a hold potential at 868 mV instead of 150 mV. 
As already mentioned, the value of the higher potential 
is chosen because of the local minimum current ob-

83



served at this point in the previous CV. Furthermore, the 
temperature was set to 180°C because the first cycle 
oxidation peak increases with temperature (cf. Figure 1). 
In Figure 2a the current density during the conditioning 
at different temperatures and two different hold poten-
tials is plotted. The graph indicates an increasing reduc-
ing current with increasing temperature. The current also 
depends on the nitrogen flow rate on the cathode side. 
Interestingly, the hold potential of 868 mV results in an 
oxidizing current that is far less pronounced compared to 
150 mV at the same temperature. In Figure 2b the in-
creasing charge passed during the entire conditioning 
phase highlights those findings. 

The accumulated charge during the conditioning at the 
higher hold potential is approximately 70% lower com-
pared to the charge corresponding to the lower hold 
potential at 180°C (cf. Figure 3). 

 
Figure 3. Accumulated charge during potential hold at different 
temperatures. 

Subsequent to the electrode conditioning two CVs at 
180°C were recorded (cf. Figure 4). The black solid and 
blue dashed CV is associated with a hold potential of 
150 mV and 868 mV, respectively. The charge under the 
oxidation peak is about 62% higher for the black CV 
compared to the reduction peak of the blue CV during 
the first potential cycle. Interestingly, no initially varying 
oxidation peak could be observed in the first potential 
cycle of the blue CV. The anodic sweeps in the subse-
quent cycles are identical. Both CVs only differ in their 
first potential cycle. 

 
Figure 4. a) Two CVs with different hold potentials at 180°C b) 
CV peak charges. Measuring conditions: H2 @ 4.5 Lnh-1 on 
anode, N2 @ 10 Lnh-1 on cathode, 10 mV/s scan rate. 

It is assumed that the origins of this behavior are active 
carbon surface functionalities (cf. Figure 5). The activity 
of those functionalities is apparently triggered by tem-
perature and the hold potential. Similar results were 
reported in [5]. 

 
Figure 5. Oxidation/reduction of carbon surface functionalities, 
e.g. hydroquinone/quinone. 

Furthermore, the oxidation of phosphorous acid impuri-
ties may also contribute to the initial oxidation peak (cf. 
Equation (1)) as outlined in ref. [6]. 

𝐻3𝑃𝑂3 + 𝐻2𝑂 →𝐻3𝑃𝑂4 + 2𝐻+ + 2𝑒−  (1) 

Conclusion 

The experiments have clearly shown that with increasing 
temperature the oxidation peak during the first CV po-
tential cycle increases drastically. Furthermore, the 
current density during electrode conditioning indicates a 
similar dependency. Higher temperatures, and flow 
rates, result in in a higher current and therefore a higher 
total charge (cf. Figure 3). 

Those findings are very helpful in order to improve the 
ability to classify the side reactions that occur during 
ECSA measurements. It has been shown that it is not 
accurate to integrate the entire first oxidation peak and 
assume it is associated with CO electrooxidation ("strip-
ping"). Especially at higher temperatures the main 
charge contribution is presumably carbon surface or 
phosphorus acid oxidation. Therefore, the hypotheses 
put forward in the context of the technique introduced in 
[4] is supported by these results. However, it is maybe 
important to reconsider the definition of ECSA. Subtract-
ing the charge value from the reference peak does in 
fact provide the available active area for adsorbed CO. 
But oxidizing or reducing surface functionalities also 
requires an electrochemically active surface area. 
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One of the most beneficial unique features of a high-
temperature polymer electrolyte fuel cell (HT-PEFC) is 
the capability to tolerate orders of magnitude lager 
amounts of CO (up to 2% [1]) compared to a LT-PEFC 
(approx. 10ppm [2]). Therefore, the system can be used 
to generate electricity from hydrogen-rich reformate 
gases without complex and energy intensive CO-
cleanup. 

Nevertheless, the HT-PEFC can suffer from numerous 
degradation mechanisms in different locations of the 
membrane electrode assembly (MEA), e.g. pinhole 
formation in the membrane, acid evaporation and mem-
brane thinning [3], [4]. Electrodes can also represent a 
major area of degradation. Interestingly, specific degra-
dation mechanisms, such as carbon corrosion, catalyst 
detachment and catalyst particle growth can be found in 
the LT-PEFC as well. Additionally, structural changes 
and acid flooding of the gas diffusion layer of the cell can 
occur. All degradation effects are complex functions of 
the specific operation conditions, making it challenging 
to identify them individually. This in turn is necessary to 
gain insights into limitations of MEA lifetime and is the 
key to successful development of mitigation strategies to 
reach a desired lifetime of more than 40.000 hours [4] 
for stationary applications. 

One of the specific degradation triggers is known as 
“start/stop”- or “reverse-current decay” mechanism [5,6]. 
The mechanism is induced during the fuel cell startup or 
shutdown and is one of the main reasons for carbon 
corrosion at the cathode. The number of start/stop cy-
cles is closely related to the overall lifetime of the fuel 
cell. If, for example, a HT-PEFC is used in a CHP sys-
tem, it is conceivable that several hundred cycles will be 
accumulated, which lead to a rapid and irreversible 
damage of the cell. Therefore it is necessary to improve 
the understandings of the start/stop mechanism in order 
to deduce appropriate mitigation strategies. 

Experimental 

Start/stop experiments were carried out using different 
reformate-like fuel gas mixtures on the anode side. The 
H2/CO ratio was gradually varied. Starting from 72 vol.% 
of H2 and 0 vol.% of CO the hydrogen content was re-
duced in steps of 1 vol.% to 62 vol.%, whereas the CO 
content was increased accordingly (cf. Fig. 1,2). The 
anode CO2 concentration was maintained at 28 vol.%. A 
cycle time of 60 seconds was chosen for switching be-
tween the reformate and the oxidant gas on the anode 
side, simulating start-up and shut-down processes. Pure 
oxygen and air were used as oxidants in two different 
experimental runs. The anode flow rate was set to 
36 Lnh-1 resulting in a residence time of 0.44 s. On the 
cathode side the oxidant flow rate was set to 72 Lnh-1 
resulting in a residence time of 0.22 s. The cell tempera-
ture was held at 160°C. The carbon corrosion was 
measured via the CO2 signal in the cathode exhaust gas 
using a real time infrared CO2 detector (California Ana-
lytical Instruments Model 601). For each mixing ratio two 
consecutive start and stop events were recorded. 
 

Results 

Figures 1 and 2 indicate a very clear dependence on the 
CO content on the anode side during start and as well 
during stop events. Using pure oxygen on the cathode 
side (Figure 1) leads to a higher overall corrosion and to 
a more pronounced CO2 signal response compared to 
when air is used as oxidant (Figure 2) because there is 
no CO2 present in the reactant gas itself. This CO2 in air 
is also the explanation for the elevated CO2 baseline in 
Figure 2. For pure oxygen the CO2 signal in Figure 1 
between 0 and 2 vol.% CO during start reaches the 
detection limit of the CO2 sensor. From there on the CO2 
corrosion response declines gradually with increasing 
CO content for start and stop operations. Especially for 
air conditions on the cathode side in Figure 2, one can 
see that higher CO concentrations have a higher influ-
ence on stop than they have on start events. 

 
Figure 1. CO2 signal in the cathodes exhaust gas during 
start/stop with different CO contents in the anodes fuel gas. 
Measuring conditions: 160°C, reformate (72-x% H2, 28% CO2, 
x% CO) @ 36 Lnh-1, O2 @ 72 Lnh-1, 60 seconds cycle time. 

 
Figure 2. CO2 signal in the cathodes exhaust gas during 
start/stop with different CO contents in the anodes fuel gas. 
Measuring conditions: 160°C, reformate (72-x% H2, 28% CO2, 
x% CO) @ 36 Lnh-1, Ait @ 72 Lnh-1, 60 seconds cycle time. 
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The gradually declining carbon corrosion with higher CO 
content can be explained conclusively with arguments of 
CO-coverage, illustrated in Figure 3. In order to oxidize 
carbon on the cathode side in the passive fuel cell com-
partment hydrogen needs to be oxidized on the anode 
side in the active fuel cell compartment (cf. [5,6]). If the 
CO content increases the available sites for the hydro-
gen oxidation reaction are diminished because of the 
strong CO coverage. Therefore, less hydrogen is oxi-
dized, which consequently leads to a smaller amount of 
oxidized carbon because less protons and electrons are 
required. 

 
Figure 3. Detailed anode three phase boundary sketches with 
low and high CO contents in the reformate gas. 

The proposed model is furthermore able to explain the 
different CO2 response for start and stop events at vari-
ous CO contents. Subsequent to a shutdown one can 
assume that after a certain time period only oxygen/air is 
present at the anode and no active sites are covered 
with CO. If now a start event is carried out a reformate 
gas front, containing CO, is introduced to the anode (cf. 
Figure 4). Whereas the hydrogen oxidation on the left 
side is now hindered, depending on the CO content, the 
oxygen reduction reaction on the right side is not subject 
to this restriction because there are no blocked active 
sites. 

A contrary behavior can be observed during stop events 
(cf. Figure 5). The entire anode is, depending on the CO 
content, covered by CO. If now the fuel cell is stopped 
oxygen/air is introduced to the anode (right side). The 
difference now compared to the start event is that in 
both compartments (left and right) CO is blocking active 
sites. Therefore, not only the hydrogen oxidation is hin-
dered but also the oxygen reduction reaction, which 
leads to a stronger CO dependence with respect to 
carbon corrosion during stop events compared to start 
events. An animation of the described model can be 
found online (http://ge.tt/5NDxlZw). 

In future experiments this model could be verified by 
measuring the CO2 content during start and stop events 
in the anode exhaust gas. The lower the CO2 signal 
resulting from carbon corrosion on the cathode side, the 
higher should be the CO2 signal on the anode side due 
to CO oxidation. 

 
Figure 4. Detailed sketch of the anode three phase boundary 
during start with CO in the reformate gas. 

 
Figure 5. Detailed sketch of the anode three phase boundary 
during stop with CO in the reformate gas. 

Conclusion 

The HT-PEFC can be operated with a rather high con-
tent of CO [1], but in this manuscript it was furthermore 
shown that in fact CO acts as a degradation mitigation 
agent. Increasing the CO content in the reformate gas 
on the anode side during start/stop results in a reduced 
CO2 response on the cathode side, which indicates a 
reduced amount of oxidized carbon. Therefore, it is not 
only possible but desirable to use CO containing fuel 
gases to improve the overall lifetime of the fuel cell. In 
order to support the aforementioned newly developed 
model, experiments are going to be carried out in which 
in addition to the cathode also the anode CO2 response 
is going to be measured during start/stop. 
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Alkaline fuel cells (AFCs) were the first low temperature 
fuel cell developed in the 1960s, particularly for space 
program applications. The main drawback of AFCs was 
related to the electrolyte deterioration in contact with 
COR2R. Recently, the development of alkaline conductive 
membranes showing satisfactory stability has stimulated 
a renewed interest in AFCs [1]. Alkaline energy conver-
sion systems have the great advantages of using an 
electrolyte medium less corrosive compared to an acidic 
environment with respect to a wider range of compounds 
and also allowing more favourable oxygen electrocataly-
sis [2]. For the above mentioned reasons the research is 
very active in exploring novel catalyst materials, particu-
larly for the oxygen electrode. The main goal is to devel-
op a catalyst materials showing adequate stability, high 
activity towards oxygen reduction reaction (ORR) and 
being also relatively inexpensive. Recently, great atten-
tion has been pointed out towards the perovskite oxide 
family. The potential of perovskites as oxygen electro-
catalysts in alkaline media was known since the early 
70`s, and recently the advantage of perovskite as oxy-
gen catalysts has been remarked by a growing number 
of publications. Indeed, as commented by R. F. Savinell 
[3], since perovskite oxides easily allow tailoring their 
composition by cation substitutions, promising catalytic 
properties could be unravelled. In some of the recent 
publications [4,5] the attention has been pointed out 
towards a correlation between band structure and per-
ovskite catalytic activity. Particularly it was found out that 
the highest activity towards oxygen electrocatalysis can 
be achieved for perovskites presenting eRgR orbital occu-
pancy close to unity. BR0.5RSrR0.5RFeR0.2RCoR0.8ROR3-δR (BSCF), 
which fulfills the criterion of eRg Rorbital occupancy close to 
unity, has shown indeed high catalytic activity towards 
oxygen evolution reaction [5]. Since the same band 
descriptor has been reported valid also for designing 
superior ORR catalysts, the eRgR orbital configuration of 
BSCF would suggest this material as a promising ORR 
catalyst as well. However we have found that BSCF 
displays quite high ORR overpotential and that the reac-
tion did not result in an overall 4 electron process, lead-
ing to parallel OHP

-
P and HOR2RP

-
P production [6]. Given the 

poor performance of BSCF as ORR catalyst compared 
to those expected by considering BSCF band structure 
and the proposed band descriptor in ref. [4] and [5] for 
superior ORR catalysts, in the present work we have 
designed composite electrodes made of BSCF and 
carbon in order to boost BSCF ORR catalytic activity. 

Experimental 

BaR0.5RSRr0.5RCoR0.8RFeR0.2ROR3-δR (BSCF) powder was synthe-
sized using a modified sol gel process. Stoichiometric 
quantities of commercial Ba(NOR3R)R2R (Aldrich, 99%), 
Sr(NOR3R)R2R (Aldrich, 99%), Co(NOR3R)R2R∙6HR2RO (Aldrich, 
99%), and Fe(NOR3R)R3R∙9HR2RO (Aldrich, 98%) nitrate pre-
cursors were dissolved in an aqueous solution of 0.2 M 
nitric acid. Citric acid (Aldrich, 99.5%) was used as a 
chelating agent in a 2:1 ratio with respect to the total 
metal cations. After obtaining a transparent solution, the 

pH was then adjusted between 6 and 8 by NHR4ROH addi-
tions. The solution was then heated under stirring to 
evaporate water until it changed into a viscous gel and 
finally ignited to flame, resulting in a black ash. To obtain 
single phase material, the BSCF powder was calcined at 
1000 °C for 2 h in air. Single phase material was ob-
tained as revealed by X-ray diffraction analysis [6]. The 
specific surface area of the powder determined by 
Brunauer-Emmett-Teller (BET) analysis was about 
10±1 mP

2
PgP

-1
P. Acetylene black was purchased from Alfa 

Aesar and prior the utilization it was treated in concen-
trated nitric acid overnight at 80 °C, then washed and 
dried at 100 °C. The BET surface area of the acid treat-
ed AB was found to be 90±4 mP

2
P gP

-1
P. For the electro-

chemical characterization, porous thin films were pre-
pared by drop-coating a cathode ink on a rotating glassy 
carbon disk. The total loading was kept constant among 
all the investigated electrodes, being ~460 µg cmP

-2
P of 

BSCF and/or AB and ~50 µg cmP

-2
P NaP

+
P-exchanged Nafi-

on. The catalyst layer microstructure was observed 
using a scanning electron microscope (SEM, Gemini 
Ultra 55). The working electrodes were immersed under 
potential control (0.8 V vs. RHE) in 0.1 M KOH electro-
lyte saturated with pure Ar or OR2R at room temperature 
and the measurements were performed using a hydro-
gen reference electrode and a gold counter electrode in 
a three electrode configuration. Rotating ring disk elec-
trode (RRDE) measurements were performed in a 
home-made Teflon cell by cathodically scanning the disk 
electrode between 1 and 0.05 V at 5 mV sP

-1
P while the Pt 

ring electrode was held at 1.2 V (RHE). The cathodic 
scan obtained from RRDE measurements of the disk 
electrodes were corrected for capacitive currents meas-
ured under cathodic scan at 5 mV sP

-1
P in Ar-saturated 

electrolyte [6]. The collection efficiency of the Pt ring was 
0.2±0.02.  

Results  

The influence of the carbon addition on the BSCF ORR 
activity and selectivity has been investigated by system-
atically increasing the Acetylene balck (AB) content into 
the BSCF electrodes, keeping the overall loading con-
stant. Figure 1 shows a typical SEM micrograph of a 
composite electrode containing BSCF and AB in a 1.25 
weight ration. The mixture of BSCF and AB resulted in a 
homogeneous electrode, where BSCF appeared uni-
formly encapsulated into the AB layer.  

Rotating ring disk electrode (RRDE) measurements of 
BSCF, AB and all the composite electrodes were rec-
orded in 0.1 M KOH, cathodically sweeping the working 
electrode at 5mVsP

-1
P and 1600 rpm. The current plateau 

in the disk currents characteristic for a diffusion-
controlled reaction regime was not observed for any of 
the electrodes. These results indicate that for each elec-
trode the ORR is under a mixed kinetic-diffusion control 
over the whole potential range. By introducing AB into 
the BSCF electrode lower overpotentials for the ORR 
were achieved with an increased current density at 
higher overpotentials. 

1 HySA/Catalysis, University of Cape Town, South Africa 
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Figure 1. SEM micrograph of a composite electrode made by 
BSCF and AB in a 1.25 weight ratio. 

Figure 2 shows the onset potential for the ORR, arbitrari-
ly defined here as the potential required for an ORR 
current of -25 µA cmP

-2
P, as a function of the AB content in 

the electrodes. An optimal BSCF/AB ratio exists and the 
ORR onset is described by a volcano plot. By introduc-
ing only 10 wt% of AB, a significant increase in the onset 
potential could be already observed. By further increas-
ing the AB content, the ORR onset potential still in-
creased until a maximum value was obtained. The low-
est overpotential for the ORR could be achieved for a 
BSCF and AB weight ratio of 1.25. Upon further AB 
content increase, a slight decrease in the ORR onset 
was observed. Since the overall electrode loading was 
purposely kept constant, the enhanced performance of 
the composite electrodes cannot be explained by the 
simple addition of currents resulting from the ORR oc-
curring on the BSCF and the AB simultaneously.  

Apart from the analysis of the ORR onset, a better com-
prehension of the ORR mechanism can be achieved by 
the analysis of the Pt ring current. Indeed, the latter 
allows calculating the hydroperoxide formation at the 
working electrode during the ORR. Figure 2 also shows 
the hydroperoxide formation as a function of the elec-
trode compositions at 0.4 V vs. RHE. A volcano type 
behavior was observed also for the hydroperoxide for-
mation as a function of the electrode composition, with a 
minimum of 28.5 % ± 3.5 for the electrode having BSCF 
and AB in a 1.25 weight ratio. Not surprisingly, this elec-
trode composition also showed the lowest ORR onset 
overpotential. 

 
Figure 2. Onset for the ORR (defined as the potential vs. RHE 
reached at 25 µA cmP

-2
P) and mole fraction (in percent) of pro-

duced hydroperoxide as a function of the AB weight percent in 
the investigated electrode compositions. 

Specific kinetic currents (normalized by the BSCF and/or 
AB surface area) for BSCF, AB and the most performing 
composite electrode (weight ratio 1.25) are reported in 
Figure 3. No major difference in the Tafel slope was 
observed, being 64, 65, and 55 mV decP

-1
P for BSCF, 

BSCF/AB_1.25, and AB, respectively. Nonetheless, the 
composite electrode showed much improved ORR activi-
ty compared to the single BSCF and AB electrode. For 
example, at 0.725 V vs. RHE the kinetic current was 
0.0053 and 0.0474 mA cmP

-2
P for the BSCF and the AB, 

respectively, while it reached 0.4965 mA cmP

-2
P for the 

BSCF/AB_1.25. The composite electrode showed in-
deed kinetic currents two and one order of magnitude 
higher than that of BSCF and AB, respectively. 

 

 
Figure 3. Normalization of the Tafel plots by the catalyst 
specific surface area. Tafel plots were related to mass-
transport and capacitive current corrected ORR currents 
obtained from a cathodic scan at 5 mV sP

-1
P and 1600 rpm for 

BSCF, AB, and the composite electrode BSCF/AB_1.25. 

 
Conclusion and Summary 

Herein we report the electrochemical activity and selec-
tivity towards the oxygen reduction reaction (ORR) for 
composite electrodes made of BSCF perovskite oxide 
and Acetylene black carbon in alkaline media. The onset 
potential and the selectivity, i.e. hydroperoxide for-
mation, towards the ORR exhibit a volcano type behav-
iour as a function of the electrode composition. There-
fore, the overall results point toward a beneficial interac-
tion between BSCF and AB. Ligand (electronic) effects 
between the two materials might be responsible for the 
enhanced ORR activity of the composite electrodes. 

References 
[1]  J.R. Varcoe, R.C.T. Slade, Electrochem. Commun. 8 (5), 

839-843 (2006).  

[2]  G. Merle, M. Wessling, K. Nijmeijer, J. Membr. Sci. 377,  
1-35 (2011). 

[3]  R.F. Savinell, Nat. Chem. 3, 501–502 (2011). 

[4] J. Suntivich, H.A. Gasteiger, N. Yabuuchi, H. Nakanishi,  
J.B. Goodenough, Y. Shao-Horn, Nat. Chem. 3, 647–647 
(2011). 

[5] J. Suntivich, K.J. May, H.A. Gasteiger, J.B. Goodenough,  
Y. Shao-Horn, Science 334, 1383–1385 (2011). 

[6] E. Fabbri, R. Mohamed, P. Levecque, O. Conrad, R. Kötz, 
T.J. Schmidt, ChemElectroChem (2013).   
DOI:10.1002/celc.201300157  

 88



 Structural investigation on PtR40RPdR60R aerogel by using multi-edge extended  
X-ray absorption fine structure (EXAFS) fit analysis 
M. Özaslan, M. Nachtegaal, C. Laugier BonnaudP

1
P, W. LiuP

2
P, A.-K. HerrmannP

2
P, M. WerheidP

2
P,  

N. Gaponik P

2
P, A. EychmüllerP

2
P, R. Kötz, T.J. Schmidt 

phone: +41 56 310 5572, e-mail: mehtap.oezaslan@psi.ch 

 
 
Unsupported bimetallic Pt-Pd aerogels are a new and 
promising generation of electrocatalysts for the oxygen 
reduction reaction (ORR, OR2R + 4 HP

+
P + e P

–
P → 2 HR2RO) in 

PEFCs due to their unique long-range particle network 
structure. Our previous work highlighted the beneficial 
performance in activity and durability for the ORR.PP

1, 2 
Knowledge about the relationship between structure and 
reactivity is important to understand the kinetics and 
mechanism for the ORR. The spatial distribution of both 
metals and the homogeneity within the Pt-Pd aerogels, 
yet, are unclear to date. The critical issues for the utiliza-
tion of typical characterization techniques like X-ray 
diffraction and electron microscopy on Pt-Pd aerogels 
are: (i) the almost similar lattice parameters of Pt and 
Pd, (ii) the small crystallite sizes and (iii) the large effort 
to analyse a sufficient number of single nanoparticles by 
(S)TEM equipped with spectroscopic tools like EDX or 
EELS. Therefore, the goal in this work is to investigate 
the structure and the spatially chemical distribution of Pt-
Pd aerogel by using X-ray absorption spectroscopy 
(XAS). XAS is an element-specific technique that pro-
vides structural and electronic information (oxidation 
state) of nanoparticles under reaction conditions. The 
influence of the applied potential, potential range, elec-
trolyte, pH and temperature on the structure of bimetallic 
nanoparticles can be probed by in-situ electrochemical 
XAS measurements. Atomic parameters including identi-
ty of nearest neighbor atoms, coordination numbers, 
atomic distances and degree of disorder of the atoms 
(pseudo Debye-Waller factor) can be determined up to a 
distance of 6 Angstrom. In particular, the homogeneity 
and spatial distribution of two different elements can be 
determined by the parameter, so-called Cowley short 
range order parameter α, which is calculated by the 
coordination numbers.3-6 The Cowley short range order 
parameter (α) indicates the degree of alloying or cluster-
ing within bimetallic nanoparticles and can be calculated 
by 

 
where xB is the molar concentration of B-type atoms, 
N(AB) is the coordination number between atom A and 
atom B, N(AM) is the total coordination number in the 
sample. In the case of the pristine PtR40RPdR60R aerogel, we 
will show the strong benefits for the utilization of extend-
ed X-ray absorption fine structure (EXAFS) to provide 
the chemical homogeneity and spatial distribution of 
both elements, Pt and Pd, within the aerogel material. 
 
Experimental 
 
Structural investigation on the pristine PtR40RPdR60R aerogel 
was performed by using X-ray absorption spectroscopy 
(XAS). XAS spectra for the Pt and Pd edge were ac-
quired on the X10DA (SuperXAS) beamline at the Swiss 
Light Source (SLS). The storage ring was operated at a 
beam current of 400 mA. The sample powders were 

pressed with cellulose as binder material to form a pellet 
with a diameter of 0.5 cm. Both edges were measured in 
transmission mode by using ionization chambers filled 
with a He/NR2R mixture. Data were collected from 11.46 to 
12.48 keV for Pt (Pt LR3R-edge 11.565 keV) and 24.25 to 
25.50 keV for Pd (Pd K-edge 24.350 keV). The data 
acquisition time was approx. 15 - 20 min for one com-
plete EXAFS scan. Several scans for each sample were 
averaged to improve the signal to noise ratio. To pro-
cess and to analyze the EXAFS spectra, the Ifeffit7 soft-
ware package was employed. Data reduction consisted 
of background subtraction and edge-step normalization. 
The EXAFS spectra were Fourier transformed and sub-
sequently fitted by a nonlinear least-squares fitting ap-
proach. Multi-edge EXAFS fits for Pt and Pd were con-
currently performed. The scattering paths for all spectra 
measured at the Pt edge were calculated using a face 
centered cubic (fcc) Pt-Pd structure (space group Fm-
3m). For all EXAFS spectra, the coordination number 
(CN), atomic bond distance (R), inner potential shift (ER0R) 
and degree of disorder (σ2) of each relevant scattering 
path were determined.  
 
Results 
 
Pt and Pd EXAFS spectra of the pristine PtR40RPdR60R aero-
gel were collected to establish its atomic parameters 
such as identify of the nearest neighbor, coordination 
number (N), atomic distance (R), degree of disorder (σ2) 
as well as short-range order parameter (α). The disorder 
parameter can be described as a pseudo Debye-Waller 
factor. With increasing value of σ2, the arrangement of 
atoms in the structure is more flexible. Furthermore, the 
chemical composition of the pristine aerogel was estab-
lished by EDX and was close to the atomic Pt:Pd ratio of 
40:60 (not shown).  
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Figure 1. k2-weighted Fourier transformed EXAFS spectra 
(black line) and the best fits (red line) for Pd (left side) and Pt 
(right side) on pristine PtR40RPdR60R aerogel, respectively.  
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Figure 1 shows the k2-weighted Fourier transformed 
EXAFS spectra (black lines) collected at the Pd and Pt 
edge, respectively. Both edges were concurrently fitted 
by assuming that the degree of disorder and the atomic 
distance between Pt and Pd atoms were equal. The 
quality of the corresponding fits (red line) is shown for 
both spectra in Figure 1. Two intense peaks between 1.5 
and 3.0 Å were clearly observed. The first peak at 
around 1.5 – 2.0 Å was assigned to the coordination 
shell for the Pt-Pd or Pd-Pt, while the second one at 
around 2.5 – 3.0 Å was assigned to a (single) coordina-
tion shell for Pd-Pd and Pt-Pt, respectively. 

Tables 1 – 4 summarize the best fit parameters of the 
nearest coordination numbers, atomic distances, disor-
der parameters (σ2) and short-range order parameters 
(α) estimated from the multi-edge fits for the pristine 
PtR40RPdR60R aerogel. The coordination numbers (Table 1) 
for the Pt-Pt as well as Pd-Pd in the first shell were larg-
er than those for Pt-Pd or Pd-Pt. The first nearest atomic 
distances between Pt-Pt, Pt-Pd and Pd-Pd were very 
similar, as shown in Table 2. However, these values 
were smaller compared to those for bulk materials. The 
decrease of atomic distance is related to the compres-
sive lattice strain which is well-known for nanoparticles.8 
Table 3 shows the disorder parameters for the pristine 
PtR40RPdR60R aerogel. Only, the Pd-Pd bond exhibited the 
largest value of disorder (σ2), indicating a larger disorder-
ing for Pd-Pd. The other values for the Pt-Pt and Pt-Pd 
bonds, however, were similar and small, signifying a 
well-ordering in the aerogel structure. 

 

NRPtabs-Pt NRPtabs-Pd NRPdabs-Pt NRPdabs-Pd 

6.1 ± 0.9 3.7 ± 0.6 4.3 ± 0.8 5.9 ± 0.7 

Table 1. Summary of the first nearest neighbor coordination 
numbers N for the pristine PtR40RPdR60R aerogel obtained from the 
best fit parameters.  

 

RRPtabs-PtR[Å] RRPtabs-PdR[Å] RRPdabs-PtR[Å] RRPdabs-PdR[Å] 
2.73±0.03 2.73±0.03 2.73±0.03 2.76±0.01 

Table 2. Summary of the atomic distances (R) for the pristine 
PtR40RPdR60R aerogel obtained from the best fit parameters.  

 

σ2
RPtabs-Pt 

[*104A] 

σ2 
RPtabs-Pd 

[*104A] 

σ2 
RPdabs-Pt 

[*104A] 

σ2 
RPdabs-Pd 

[*104A] 

73 ± 11 73 ± 11 73 ± 11 81 ± 9 

Table 3. Summary of the first nearest disorder parameters (σ2) 
for the pristine PtR40RPdR60R aerogel obtained from the best fit 
parameters. 

The total coordination numbers and the short-range 
order parameters (see Table 4) can be used to examine 
the chemical distribution of both elements inside the 
pristine PtR40RPdR60R aerogel. Based on our best fit results, 
the total coordination numbers for the Pt-M and Pd-M (M 
= Pt, Pd) in the first shell differed clearly from the ex-
pected values for macroscopic materials with fcc struc-
ture (N = 12). Since the total coordination number is 
smaller than 12, the PtR40RPdR60R aerogel exhibited the 
behavior of nanoparticles despite the long-range net-
work arrangement. Furthermore, the relation between 
N(Pt-M) and N(Pd-M) values can be used to provide, 

if/which metal atoms segregate to the core and to the 
shell of bimetallic particles. Here, the established total 
coordination numbers for Pt-M and Pd-M were similar, 
indicating, that both metals were equally distributed on 
the surface as well as in the core of the aerogel.  

Interestingly, the short-range order parameter revealed a 
significant difference in the chemical homogeneity and 
the spatial distribution of these dissimilar elements. The 
large positive value of α for the first Pt-Pd shell indicated 
that the platinum atoms formed Pt-rich clusters inside 
the pristine aerogel material. Unlike the observed strong 
cluster formation of Pt, the calculated value of α for Pd 
was slightly positive, signifying that the Pd atoms were 
homogenously surrounded by Pt atoms. It is evident, 
that the pristine PtR40RPdR60R aerogel showed heterogeneity 
of the distribution of Pt atoms. 

 

NRPtabs-M NRPtabs-M α 
RPdabs-Pt α 

RPtabs-Pd 

9.8 10.2 0.14 0.40 

Table 4. Summary of the total coordination numbers (NRPtabs-M 

Rand NRPdabs-MR) and short-range order parameter (αRPdabs-PtR and 
αRPtabs-PdR) for the pristine PtR40RPdR60R aerogel obtained from the 
best fit parameters.  

 
Conclusions 

In this work, the structure and chemical homogeneity of 
the pristine PtR40RPdR60R aerogel were studied by utilizing 
EXAFS spectroscopy. Atomic parameters like kind of 
atom neighbors, total and partial coordination numbers, 
atomic distances, disordering, for the pristine PtR40RPdR60R 
aerogel were determined. Our data showed that Pt and 
Pd atoms were located on the surface as well as in the 
core of the pristine bimetallic aerogel. No segregation 
tendency was observed. In addition, the Pd atoms were 
homogenously distributed inside the aerogel. However, 
the Pt atoms showed a strong cluster behavior. The 
cluster formation was an indication for heterogeneity of 
Pt inside the pristine PtR40RPdR60R aerogel. 

This study provided a better understanding of the struc-
ture and chemical distribution for highly complex bime-
tallic nanoparticle architectures. 
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One of the problems closely connected to the durability 
of PEFC is the utilization of carbon as support for plati-
num catalysts. Under operation conditions of a PEFC, 
the carbon can be corroded [1], which calls for alterna-
tive, more stable support materials for platinum catalyst. 
The actual trend is focused on conductive metal oxides, 
since this class of materials exhibits a high electrochem-
ical stability when used in their highest oxidation state, 
as well as a high specific surface compatible with the 
PEFC application. 
A crucial step in the utilization of this new type of cata-
lyst in real PEFC systems is the electrode preparation 
and design. Few data are available in the literature re-
garding oxide supports for Pt in PEFC catalyst layers 
(CL). A series of key parameters must be optimized in 
order to get optimal performances with a maximum 
utilization of platinum catalyst. We started the develop-
ment of CLs by preparing oxide-based catalytic inks and 
applying these onto commercial Nafion® membrane by 
different spraying techniques. 
Experimental 

Two commercial oxide catalysts were used as model 
materials for the development of a generic ink formula-
tion: SnOR2R and SbR2ROR5R-SnOR2R (Alfa Aesar, NanoArcP

®
P). 

For the preparation of a standard ink, a given quantity of 
catalyst was mixed with appropriate amounts of a com-
mercial NafionP

®
P solution (5 %wt in a water-aliphatic 

alcohol mixture, Sigma Aldrich) and an additional solvent 
(20 %wt isopropanol solution in deionised water). The 
NafionP

®
P content was fixed at 30 %wt of the catalyst 

used. Additionally, the eventual use of 1,2-propanediol 
as co-solvent was similarly evaluated. Two ink composi-
tions with appropriate physical properties were identified. 
Their corresponding compositions are given in Table 1.  
No significant particle agglomeration or sedimentation 
was observed for these compositions, as characterized 
by optical microscopy. 

 Composition 1 Composition 2 
Substance Quantity Quantity 
SnOR2R/SbR2ROR5RSnOR2 500 mg 500 mg 
Water 4 ml 4 ml 
Isopropanol 1.3 ml 1.3 ml 
1,2 – propandiol 0.25 ml - 
NafionP

®
P 5 %wt. 4.9 ml 4.9 ml 

Table 1. Ink composition summary. 
 
These ink formulations were applied by spraying at room 
temperature directly on the pretreated NafionP

®
P XL mem-

brane (acid and dry form). A “classical” air brush and the 
EcoSprayP

®
P technique were used independently for 

spraying the different inks selected. The total loading of 
the catalyst on the CL was fixed at 4 mg cmP

-2
P. This load-

ing was chosen in the hypothesis of a future use of a   
10 %wt Pt catalyst on oxide and a desired 0.4 mg cmP

-2
P 

Pt loading on the electrode. 

Results  

Depending on the spray technique used, different mor-
phologies are obtained. Using an air brush, an agglom-

eration of the oxide particles is observed, independently 
of the oxide nature (Fig.1. A and B). The coatings ob-
tained have thicknesses of 70 µm for SnOR2R and 35 µm 
for SbR2ROR5R-SnOR2R and are mechanically not stable. Using 
the EcoSprayP

®
P spray device, the coating morphologies 

obtained are drastically different (Fig.1. C and D). In this 
case, no significant particle agglomeration is observed. 
The coating thicknesses are 23 µm for SnOR2R and 21 µm 
for SbR2ROR5RSnOR2R for the same final electrode catalyst 
loading. The difference in thicknesses observed at con-
stant catalyst loading is consistent with the production of 
a more heterogeneous structure in the case of the air 
brush technique. This observation is also consistent with 
the electrode mechanical instability observed in this 
latter case.  

  
 

  
Figure 1. Optical microscopic images of Nafion® membrane 
coated with SnOR2R (A, C) and SbR2ROR5R-SnOR2R (B, D) using an air 
brush (A, B) and the EcoSpray® technique (C, D). For both 
oxides, an ink containing 1,2-propandiol was used (composition 
1, Table 1). 

Conclusions 
New types of electrodes for PEFC were fabricated using 
oxide-based catalyst. The spray technique used 
(EcoSprayP

®
P vs. air brush) plays a crucial role on the 

electrode morphology obtained, keeping the ink formula-
tion unchanged. Further investigations regarding the 
process of oxide particles agglomeration during the 
spray process are in progress.  
In the next research phase, the catalyst coated mem-
branes will be characterized in a single cell. The perfor-
mances of such assemblies will be evaluated in situ by 
polarization curves and impedance spectroscopy. The 
stability of the oxide-supported catalysts will be studied 
by performing start stop cycle and accelerated stress 
tests, respectively Pt/IrTiORxR will be used as a benchmark 
catalyst and characterized similarly. [2] 
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One of the major limiting factors for the wide-range ap-
plication of polymer electrolyte fuel cells (PEFCs) is the 
slow kinetics of the oxygen reduction reaction (ORR) at 
the cathode, causing overpotentials of about 0.3 V. 
State-of-the-art catalysts are Pt-based materials. How-
ever, due to the limited activity of platinum, great efforts 
have been put into increasing the ORR kinetics through 
(i) reducing the interatomic distances and hence modify-
ing the physical structure of Pt [1] or (ii) tailoring the Pt 
(hkl) surface and hereby manipulating the specific ad-
sorption of species [2]. 

The influence of Pt interatomic distances and/or surface 
orientation on its electrocatalytic activity towards the 
ORR will be examined. Thin films of varying crystalline 
orientation and strain, produced by pulsed laser deposi-
tion, were chosen as model systems to investigate those 
properties. First results on as-deposited Pt films (5-10 
nm) concerning the crystalline orientation, the growth 
behaviour, the surface morphology, and the surface 
properties for electrocatalytic reactions are presented. 

Experimental 

Thin Pt films were grown in an ultra-high vacuum of 
3x10P

-7
P mbar on (001) oriented STO substrates (CrysTec, 

thickness of 0.5 mm, one-sided epipolished, miscut 
angle < 0.5°,5x10 mmP

2
P) by pulsed laser deposition using 

a KrF excimer laser (248 nm, 9 Hz, 28 kV). The target 
(positioned at a distance of 5 cm normal to the substrate 
surface) was rastered by the laser beam (Rectangular 
spot size= 1.1x10P

-2
P cmP

2
P, Fluence F= 3-4 J/cmP

2
P) under a 

45° angle for a total number of 5200 pulses. The sub-
strate temperature was set to 630 °C. The collecting 
optics of a pyrometer were focused on the substrate 
surface to double check the set temperature. For a more 
uniform heating, a silicon platelet of the same dimension 
as the substrate was inserted at the back of the sub-
strate. A heating rate of 15 °C/min was always applied to 
reach the final deposition temperature and oxygen was 
introduced as a background gas to reduce the oxygen 
loss of the substrate. Prior to deposition, the substrates 
were ultrasonically cleaned in ethanol, acetone and 
isopropanol for 2 min each. The Pt target surface was 
preablated for 5 min to smoothen and clean its surface. 
All deposition parameters are summarized in Table 1. 

 
Laser repetition rate 9 Hz 

No. of pulses 5200 

Spot size 1.1 x 10P

-2
P cmP

2 

Fluence 3.7 J/cmP

2 

Substrate-Target-Distance 5 cm 

Pressure 3 x 10P

-7
P mbar 

Background gas None 

Temperature 630°C 

Table 1. Deposition parameters for the fabrication of thin Pt 
films on (100) STO using pulsed laser deposition.  

Reflection high energy electron diffraction (RHEED) was 
applied to follow film growth in situ. In RHEED, a high 
energetic electron beam strikes the sample surface 
under a grazing angle (1°) and is reflected onto a phos-
phorescent screen positioned in the chamber. The rec-
orded pattern gives information about the growth mode, 
surface morphology and crystallographic orientation. Θ-
2θ x-ray scans were carried out with a D500 diffractome-
ter (Bruker, Germany) using Cu-KRαR and Cu-KRβR radiation 
to examine the crystal structure. All measurements were 
realized at room temperature in the Bragg-Brentano 
diffraction geometry varying 2θ from 30° to 110°. The 
film thickness was determined via x-ray reflectommetry 
in a Θ-2θ scan in the range of 1° to 6° using the same 
diffractometer. The morphology of the film was investi-
gated with scanning electron microscopy (Zeiss Supra). 
Cyclic voltammogramms (CVs) were recorded at room 
temperature in oxygen-free 0.5 M sulfuric acid at a 
sweep rate of 50 mV secP

-1
P using a three-electrode setup 

to test the surface properties of the as-produced Pt-
films.   

In situ Growth behaviour RHEED 

Post 
growth 

Film thickness XRR 

Crystalline orientation XRD 

Surface morphology SEM  

Electro-
chemical 

Crystalline orientation and 
active surface area CV 

Table 2. Measurement techniques applied to characterize as-
produced Pt films. 

Results 

The XRD pattern clearly shows the presence of the 
(002) Pt peak. In contrast, the (111) Pt peak is absent; 
which proves the epitaxial growth of the Pt film. 

 

 
Figure 1. XRD pattern of a Pt film grown in vacuum on (001) 
STO at 9 Hz, 5200 pulses, 3.7 J cmP

-2
P at 630°C. 

The recorded RHEED images seem to be a combination 
of two RHEED patterns originating from two competing 
growth mechanisms. The transmission-like spotty pat-
tern, pointed out by the green arrows, suggests a 3D 
Volmer-Weber-growth. In contrast, the emerging streaks 
on spots and their characteristic position indicate a 2D 
epitaxial growth, outlined by the blue arrows in Figure 2. 
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Figure 2. RHEED patterns of a) the initial STO surface before 
film growth and b) of an as-produced Pt film showing features 
of a combination of a 3D Volmer-Weber Growth (green arrows) 
and of a 2D epitaxial growth (blue arrows).0-2 and 02 refer to 
the epitaxially grown crystallographic Pt planes. 

SEM images show clearly separated Pt crystallites con-
firming a 3D Volmer-Weber growth. It also becomes 
obvious that no microdroplets, a common problem for 
metal ablation, are covering the surface.  

 
Figure 3. SEM images of an as-produced Pt film showing 
clearly separated Pt crystallites. 

The CV (Figure 4, black line) taken for as-produced Pt 
films resemble the CV of a (111) single crystal (Figure 4, 
red line) without the features originating from long-
ranged order (111) terraces. The selective adsorption of 
hydrogen under potential deposition (HRupdR) and HSOR4RR-R-
ions around 0.45 V vs. RHE represents a clear finger-
print of {111} planes. This result is in accordance with a 
model which will be illustrated in the following, explaining 
that <111> facets are dominating the electrochemical 
response. However, it has to be pointed out that those 
features only emerged after cycling up to 1.2 V. Further 
investigations are necessary to check whether the Pt 
surface was initially blocked by contaminants after trans-
fer from the PLD chamber into the electrolyte or whether 
restructuring occurred upon oxidation/reduction of the Pt 
surface at high potentials. 

 
Figure 4. CV taken in 0.5 M HR2RSOR4R at 50mV/sec at RT of a Pt 
film (black line), compared to a (111) Pt single crystal (red line). 

Conclusion and Summary 

Platinum is a cubic crystal of fcc structure. Like all met-
als, it forms facets to minimize its surface energy. One 
possible shape of Pt crystallites is a cubo-octahedron 
where the surface is built up by two bound low-index 
planes as shown in Figure 5. 

 
Figure 5. Cubo-octahedral shape of a Pt crystallite, bound by 
two low-index crystal planes. 

Thus, it could be assumed that during Pt deposition, a 
large number of cubo-octahedrally shaped Pt crystallites 
grew together on the substrate surface. On this base, a 
film growth model was developed considering the results 
from the different measurement techniques. The illustra-
tion in Figure 6 shows that the Pt film consists of sepa-
rated crystallites that are observed in the SEM images. 
The model further demonstrates that the (001) planes 
face the out-of-plane direction, which in turn has been 
confirmed by the XRD patterns. The RHEED pattern 
originates from the fact that the electrons are partly 
reflected from the epitaxially grown (001) surfaces and 
are partly transmitted through the crystallites, explaining 
the 3D features. The (111) Pt fingerprint observed in the 
CV’s can therefore be explained by the surface which is 
mainly formed by <111> facets. 

 
Figure 6. Model for the Pt film growth taking into account all 
the results from the different measurement techniques. The 
model assumes that cubo-octahedral Pt crystallites intergrow 
(see RHEED and SEM) with the (001) planes parallel to the 
substrate surface (see XRD) and that the <111> facets are 
dominating the Pt surface (see CV). 

To conclude, a model for PLD Pt film growth and surface 
formation has been developed, where each single phys-
icochemical characterization carried out in the present 
work supports this Pt growth model. However, further 
electrochemical measurements are still necessary to 
prove this concept. 
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Well-defined supporting surfaces covered with metallic 
nanoparticles have attracted increasing interest as cata-
lyst model systems due to the great potential to study 
their structure-activity relationships and the reaction 
mechanisms of heterogeneous and (electro-) chemical 
reactions under controlled, but more realistic conditions 
than on single crystal surfaces. Using conventional syn-
thesis methods such as precipitation from a soluble 
metal precursor or by evaporation of metal clusters on a 
support material, systematic investigations of particle 
size, coverage and inter-particle distance are hindered 
by the broad distribution of these values. However, li-
thography-based processes for the fabrication of model 
catalysts enable controlling these experimental parame-
ters in a straightforward manner. Pt catalysts used in 
fuel cells are of high scientific and technological interest 
to provide the increasing demands of energy conversion 
in the future [1]. A better understanding of the catalytic 
properties may help to reduce the content of costly Pt 
and to penetrate commercial markets in bulk. 

Pt nanoparticles with a diameter below 20 nm, ideally in 
the single-digit nm range, have attracted large attention. 
This size range lies most closely to the real systems and 
particle size [2] and proximity [3] play an important role 
in the determination of the activity of the catalyst. This 
demand limits the choice of the lithography techniques 
not only due to the resolution required but also because 
patterned areas should be sufficiently large in order to 
study chemical reactions. In this context, electron-beam 
(e-beam) lithography is of particular interest due to its 
capabilities of patterning features below 20 nm; the 
drawback of e-beam lithography being a serial writing 
method is that patterning large areas (in the range of 
mmP

2
P) is very time-consuming. Another promising tech-

nique which has been shown to reach sub-10 nm feature 
sizes [4] is extreme ultraviolet (EUV) lithography, a next 
generation lithography technique extending commonly 
used optical lithography to photons with a wavelength of 
13.5 nm allowing for both high resolution and large area 
patterning within a reasonable time frame. 
Experimental 

Due to its advantages of resolution, large area, and 
throughput, we adopted EUV lithography to manufacture 
well-defined Pt nanoparticles over large areas. In EUV 
lithography, the desired pattern on the substrates is 
generated using diffraction gratings on thin SiR3RNR4R mem-
branes, i.e. masks. The critical challenge lies in the 
fabrication of these masks using e-beam lithography. 
EUV transmission masks were produced using standard 
cleanroom techniques according to the process flow, 
shown in Figure 1, based on work from Wang et al. [5]. 
Briefly, a Cr/Au/Cr multilayer with a thickness of 
2/8/2 nm, respectively, was thermally evaporated on a 
100-nm-thick SiR3RNR4R membrane and spin-coated with a 
300-nm-thick layer of negative tone hydrogen silesqui-
oxane (HSQ) resist (FOX 16, Dow Corning). The resist 
was exposed by e-beam lithography (Vistec 
EBPG5000+) and developed in an aqueous solution of 
Developer 351 (Microposit, Shipley) for 2.5 min. The top 

Cr layer was removed by chlorine plasma etching fol-
lowed by electroplating ~200 nm of Ni between the resist 
pillars, which were subsequently removed using buffered 
oxide etcher. A second chlorine dry etching step was 
performed to obtain the final gratings. The gratings are 
in fact a 2D grating of hole-arrays with a period of 
300 nm and diameter of 150 nm on an area of 
480x480 μmP

2
P. 

 
Figure 1. Scheme of the process flow for the fabrication of the 
EUV transmission mask. (a) SiR3RNR4R membrane with thermally 
evaporated Cr/Au/Cr multilayer and spin-coated HSQ resist; (b) 
e-beam lithography and development; (c) chlorine plasma 
etching; (d) Ni electroplating; (e) resist removal; (f) reactive ion 
etching. 

 
EUV transmission exposures were conducted at the 
XIL-II beamline of the Swiss Light Source (SLS) on Si 
wafers by spin-coating HSQ resist (FOX XR1541, Dow 
Corning) at 5000 rpm for 45 s resulting in a nominally 
35 nm thick resist layer. The mask-sample gap was set 
to 1.5 mm and the dose-on-mask was varied between 
50 - 2400 mJ cmP

-2
P. After the exposure the samples were 

developed in a 25% aqueous solution of Developer 351 
for 30 s. 
For the transfer of the pattern into Pt, Si chips of 
14x14 mmP

2
P were coated with an e-beam evaporated 

Ti/Pt/SiOR2R multilayer with a thickness of 50/15/5 nm, 
respectively, and spin-coated with HSQ resist using the 
same parameters as mentioned above. The mask-
sample gap was set to 1.5 mm and exposure doses 
ranged from 100 - 800 mJ cmP

-2
P (dose-on-mask). The 

development was performed as described above. 
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Scanning electron microscopy (SEM) and atomic force 
microscopy (AFM) were used to study the particle size in 
lateral and vertical dimensions as well as the surface 
morphology before exposures. A sufficient flatness of 
the substrate was necessary for successful exposures. 

Results 

Figure 2 shows several SEM images of the dot patterns 
in HSQ resist obtained by EUV exposures using different 
exposure doses on both a Si wafer and a Ti/Pt/SiOR2R 
multilayer. For both systems the dot diameters in HSQ 
resist in the range of 30 – 130 nm were fabricated by 
varying the exposure dose. The height of the dots was 
around 30 – 35 nm established by AFM (not shown) as 
expected from the spin-coating parameters applied. At 
high doses secondary order effects from the mask pat-
terns start appearing in the form of smaller dots within 
the dot-array, eventually forming a hole-array in HSQ 
resist that could be used as a hard-mask for the evapo-
ration of metals in a lift-off process. 

 
Figure 2. SEM images of a dot-array with a period of 300 nm in 
HSQ resist on a Si wafer (a) – (d) and on chips coated with a 
Ti/Pt/SiOR2R multilayer (e) – (h) with decreasing dose-on-mask 
from top to bottom. Scale bars are 200 nm. 

 

 

 

 

 

 

 

 

 

Conclusions 

EUV transmission masks with Ni gratings were fabricat-
ed successfully by e-beam lithography. With a hole-array 
grating of 150 nm diameter and period of 300 nm, expo-
sures performed at the XIL-II beamline on Si wafers 
using HSQ resist showed a regular dot pattern with dot 
diameters of 30 – 130 nm depending on dose. The pat-
tern was transferred on Si chips coated with a Ti/Pt/SiOR2R 
multilayer, suitable for electrochemical studies after 
reactive ion etching of the Pt layer. 

In the next steps, masks with smaller hole-array gratings 
will be fabricated to study smaller and denser nanoparti-
cle-arrays for electrocatalysis. In addition, we will in-
crease the patterned area up to several cmP

2
P with a step-

and-repeat method. We will optimize the dry etching 
process for Pt based on Ar ion sputtering in order to 
achieve a reproducible pattern transfer. 

Our aim is to establish the structure-activity relationships 
of different nano-scale Pt model catalysts by performing 
electrochemical experiments using a flow cell designed 
and fabricated in-house based on a wall-jet electrode 
arrangement [6]. 
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Synthesis and characterization of porous materials with patterned 
wettability for advanced fuel cell water management strategies  

 L. Gubler 
Projektleiter 

Antioxidant strategies for the stabilization of fuel cell membranes 
against oxidative stress 

 L. Gubler 
Projektleiter (Co-Pl) 

Connecting the renewable energy to green mobility using hydrogen as 
energy carrier under the Belenos Clean Power initiative (GreenPower) 
EPFL, CSEM, PSI, Belenos Clean Power 

 L. Gubler 
Projektleiter 

Lithium conducting polymer electrolytes with polysulphide barrier 
properties 

 R. Kötz 
Projektleiter 

Graphite oxides and graphene for electrochemical energy storage 
PSI, ETH Zürich 

 P. Novák 
Projektleiter 

New oxyphosphates as high specific charge electrode materials for 
lithium-ion batteries 

 P. Novák 
Projektleiter 

In situ research on new generation of electrochemical capacitors 
(Polish-Swiss research programme) 

 S. Sallard 
Projektleiter 

Hybrid organic-inorganic lithium metal diphosphonates and 
derivatives, new insertion materials for Li-ion batteries 

 T.J. Schmidt, L. Gubler 
Projektleiter (Co-PIs) 

Redox flow electrochemistry for power delivery and cooling 
(REPCOOL) 

 

Industry 

 P. Boillat 
Projektleiter 

Diagnostics of polymer electrolyte fuel cells  
Automotive Industry 

 F.N. Büchi 
Projektleiter 

Stack and system development 
Belenos Clean Power, Biel/Bienne 

 F.N. Büchi  
Projektleiter 

Study on the application of electrochemical energy storage in 
unmanned vehicles 
RUAG Schweiz AG 

 M. Hofer 
Projektleiter 

System integration H2/O2 systems 
Belenos Clean Power, Biel/Bienne 

 J.L. Gómez-Cámer 
Projektleiter 

Graphite für Lithiumionen-Batterien 
TIMCAL SA, Bodio 

 L. Gubler 
Projektleiter 

Development of components for fuel cells 
Belenos Clean Power, Biel/Bienne 

 P. Novák 
Projektleiter 

Forschungsnetzwerk „Elektrochemie und Batterien“ 
BASF SE, Ludwigshafen, Germany 

 P. Novák 
Projektleiter 

Projekt HE-Lion (Hochenergie-Lithiumionenbatterien für die Zukunft) 
BASF SE, Ludwigshafen, Germany 

 T.J. Schmidt 
Projektleiter 

Advanced degradation studies on PBI/H3PO4 based MEAs for High 
Temperature PEFCs 
BASF SE, Ludwigshafen, Germany 
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 Dr. P. Boillat Neutron imaging of liquid water in fuel cells 
European Technical School on Hydrogen and Fuel Cells 2013. 

 Dr. P. Boillat Combining imaging with advanced electrochemical methods 
European Technical School on Hydrogen and Fuel Cells 2013. 

Contributions to Courses at Universities, FHL, and other Institutes 

 L. Gubler Renewable Energy Technologies II, Energy Conversion and Storage 
ETH Zürich, April 9, May 7, May 14, May 21, May 28, 2013. 

 

 F.N. Büchi, P. Boillat  Mass Transport in Polymer Electrolyte Fuel Cells 
doi: 10.1007/SpringerReference_303651, Encyclopedia of Applied 
Electrochemistry, R. Savinell , K. Ota, G. Kreysa (Eds.), 
SpringerReference (www.springerreference.com), Springer-Verlag 
Berlin Heidelberg (2013). 

 T.J. Schmidt 
Projektleiter 

S_Chain 
Belenos Clean Power Holding, Biel/Bienne 

 T.J. Schmidt 
Projektleiter 

Strained Pt/Perovskites as a novel class of oxygen reduction 
electrocatalysts 
Dysenos 

 
S. Urbonaite 
Projektleiterin 

Spezialkohlenstoffe 
Heraeus Quarzglas GmbH & Co. KG, Kleinostheim, Germany 

 
C. Villevieille 
Projektleiterin 

Study of full cell reaction mechanism of lithium-ion batteries using 5V 
spinel materials 
Saft SA, Bordeaux, France 

 

TEACHING ACTIVITIES  

University Level Teaching 

 Prof. Dr. P. Novák Elektrochemie 
ETH Zürich, HS 2013 

 Prof. Dr. T.J. Schmidt 
 

Renewable Energy Technologies II, Energy Conversion and Storage 
ETH Zürich, SS 2013 

 Prof. Dr. T.J. Schmidt, 
Prof. Dr. M. Quack 

Advanced Kinetics 
ETH Zürich, SS 2013 

Lecture Courses at Other Schools 

PUBLICATIONS  

Books and Reviewed Book Chapters 

 F.N. Büchi, C. Gloor,  
R. Kötz, T.J. Schmidt 

PSI Electrochemistry Laboratory Annual Report 2012 
doi: 103929/ethz-a-007047464, ISSN 1661-5379 (2013). 

 E. Fabbri, T.J. Schmidt Platinum-Based Cathode Catalysts for Polymer Electrolyte Fuel Cells 
doi: 10.1007/SpringerReference_303661 Encyclopedia of Applied 
Electrochemistry, Springer Science + Business Media LLC, New York, 
R.F. Savinell, K. Ota, G, Krysa (Eds.), (2013). 

111



 

 Y. Buchmüller, A. Wokaun, 
L. Gubler 

Fuel cell membranes based on grafted and post-sulfonated glycidyl 
methacrylate (GMA)  
doi: 10.1002/fuce.201300144, Fuel Cells 13 (6), 1177-1185 (2013). 

 
D.S.A. De Focatiis, L. Gubler Uniaxial deformation and orientation of ethylene-tetrafluoroethylene 

films  
doi: 10.1016/j.polymertesting.2013.09.007, Polym. Test. 32, 1423-1435 
(2013).  

 M. Inaba, T.J. Schmidt 
Section Editors 

Fuel Cells, a Section of the Encyclopedia of Applied Electrochemistry  
doi: 10.1007/SpringerReference_303660. ISBN 978-1-4419-6996-5,  
R.F. Savinell, K. Ota, G. Kreysa (ediors-in-chief), SpringerReference 
(www.springerreference.com). Springer-Verlag Berlin Heidelberg, 
(2013).  

 G. Neophytides, T.J. Schmidt High-Temperature polymer electrolyte fuel cells 
doi: 10.1007/SpringerReference_303646, Encyclopedia of Applied 
Electrochemistry, Springer Science + Business Media LLC, New York, 
R.F. Savinell, K. Ota, G, Krysa (Eds.), (2013). 

 P. Rodriguez, T.J. Schmidt Platinum-based anode catalysts for polymer electrolyte fuel cells 
doi: 10.1007/SpringerReference_303660, Encyclopedia of Applied 
Electrochemistry, Springer Science + Business Media LLC, New York, 
R.F. Savinell, K. Ota, G, Krysa (Eds.), (2013). 

Peer Reviewed Papers 

 S. Balog, U. Gasser, 
K. Jetsrisuparb, L. Gubler 

Structure of the hydrophilic phase and its impact on the conductivity of 
graft copolymer ionomers at low hydration level  
doi: 10.1016/j.polymer.2013.06.015, Polymer 54, 4266-4275 (2013). 

 M.H. Bayer, I.A. Schneider Application of the Kramers Kronig relations to locally resolved 
impedance data of polymer electrolyte fuel cells 
doi: 10.1016/j.jelechem.2012.11.011, J. Electroanal. Chem. 689, 42-45, 
(2013). 

 P. Bleith, P. Novák,  
C. Villevieille 

Influence of cut-off potential on the electrochemistry of M0.5TiOPO4 
(M=Fe, Cu) synthesized by a new route 
doi: 10.1149/2.096309jes, J. Electrochem. Soc. 160, A1534-A1538 
(2013). 

 S.M. Dockheer, L. Gubler,  
W.H. Koppenol  

Reactions of the tetraoxidosulfate and hydroxyl radicals with 
poly(sodium α-methylstyrene sulfonate) 
doi: 10.1039/c3cp44341h, Phys. Chem. Chem. Phys. 15, 4975-4983 
(2013).  

 A. Foelske-Schmitz,  
D. Weingarth, A. Wokaun,  
R. Kötz 

Core level data of ionic liquids: Monitoring charging by in situ 
electrochemical X-ray photoelectron spectroscopy 
doi: 10.1149/2.002304eel, ECS Electrochemistry Letters 2 (4), H13-
H15 (2013). 

 N. Garcia Araez, P. Novák Critical aspects in the development of lithium-air batteries 
doi: 10.1007/s10008-013-1999-1, J. Solid State Electrochem. 17, 1793-
1807 (2013). 

 V.A. Godbole, C. Villevieille,  
P. Novák 

Effect of metal ion and ball milling on the electrochemical properties of 
M0.5TiOPO4 (M = Ni, Cu, Mg) 
doi: 10.1016/j.electacta.2013.01.104, Electrochim. Acta 93, 179-188 
(2013). 

 V.A. Godbole, M. Heß,  
C. Villevieille, H. Kaiser,  
J.F. Colin, P. Novák 

Circular in situ neutron powder diffraction cell for study of reaction 
mechanism in electrode materials for Li-ion batteries 
doi: 10.1039/C2RA21526H, RSC Adv. 3, 757-763 (2013). 
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 K. Jetsrisuparb, H. Ben youcef, 
A. Wokaun, L. Gubler 

Radiation grafted membranes for fuel cells containing styrene sulfonic 
acid and nitrile comonomers  
doi: 10.1016/j.memsci.2013.08.037, J. Membr. Sci. 450, 28-37 (2013).  

 J.L. Gómez-Cámer,  
C. Villevieille, P. Novák 

Antimony based negative electrodes for next generation Li-ion batteries 
doi: 10.1039/c3ta12762a, J. Mater. Chem. A 1, 13011-13016 (2013). 

 J.L. Gómez-Cámer, P. Novák Electrochemical impedance spectroscopy: understanding the role of 
the reference electrode 
doi:10.1016/j.elecom.2013.06.0161, Electrochem. Commun. 34, 208-
210 (2013). 

 M.M. Hantel, T. Kaspar,  
R. Nesper, A. Wokaun,  
R. Kötz 

Persistent electrochemical pillaring of graphene ensembles 
doi: 10.1016/j.elecom.2013.06.007, Electrochem. Commun. 34, 189-
191 (2013). 

 M.M. Hantel, A. Płatek,  
T. Kaspar, R. Nesper,  
A. Wokaun, R. Kötz 

Investigation of diluted ionic liquid 1-ethyl-3-methyl imidazolium 
tetrafluoroborate electrolytes for intercalation-like electrodes used in 
supercapacitors 
doi: 10.1016/j.electacta.2013.04.057, Electrochim. Acta 110, 234-239 
(2013). 

 M.M. Hantel, T. Kaspar,  
R. Nesper, A. Wokaun,  
R. Kötz 

Partially reduced graphene oxide paper: A thin film electrode for 
electrochemical capacitors 
doi: 10.1149/2.019306jes, J. Electrochem. Soc. 160 (4), A747-A750 
(2013). 

 D. Henkensmeier, 
H. Ben youcef, F. Wallasch, 
L. Gubler 

Radiation grafted ETFE-graft-poly(α-methylstyrenesulfonic acid-co-
methacrylonitrile) membranes for fuel cell applications  
doi: 10.1016/j.memsci.2013.07.034, J. Membr. Sci. 447, 228-235 
(2013). 

 M. Heß, P. Novák Shrinking annuli mechanism and stage-dependent rate capability of 
thin layer graphite electrodes for lithium-ion batteries 
doi:10.1016/j.electacta.2013.05.056, Electrochim. Acta 106, 149-158 
(2013). 

 F. Kaasik, T. Tamm,  
M.M. Hantel, E. Perre,  
A. Aabloo, E. Lust,  
M.Z. Bazant, V. Presser 

Anisometric charge dependent swelling of porous carbon in an ionic 
liquid 
doi: 10.1016/j.elecom.2013.06.011, Electrochem. Commun. 34, 196-
199 (2013). 

 S. Kreitmeier, P. Lerch,  
A. Wokaun, F.N. Büchi 

Local degradation at membrane defects in polymer electrolyte fuel cells 
doi: 10.1149/1.023306jes, J. Electrochem. Soc. 160, F456-F463 
(2013). 

 P. Lanz, C. Villevieille,  
P. Novák 

Electrochemical activation of Li2MnO3 at elevated temperature 
investigated by in situ Raman microscopy 
doi:10.1016/j.electacta.2013.07.130, Electrochim. Acta 109, 426-432 
(2013). 

 P. Lanz, H. Sommer,  
M. Schulz-Dobrick, P. Novák 

Oxygen release from high energy xLi2MnO3
.(1-x)LiMO2 (M=Mn,Ni,Co): 

electrochemical, differential electrochemical mass spectrometric, in situ 
pressure, and in situ temperature characterization 
doi:10.1016/j.electacta.2013.01.105, Electrochim. Acta 93, 114-119 
(2013). 

 Y. Leterrier, J. Thivolle,  
F. Oliveira, J.-A. Månson,  
L. Gubler, H. Ben youcef,  
L. Bonorand 

Viscoelastic phase diagram of fluorinated and grafted polymer films 
and proton exchange membranes for fuel cell applications 
doi: 10.1002/polb.23309, J. Polym. Sci. Part B: Polym. Phys. 51, 1139-
1148 (2013). 
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 W. Liu, P. Rodriguez,  

L. Borchardt, A. Foelske-
Schmitz, J. Yuan, A.-K. 
Herrmann, D. Geiger, Z. Zheng, 
S. Kaskel, N. Gaponik, R. Kötz, 
T.J. Schmidt, A. Eychmüller 

Bimetallic aerogels: High-Performance electrocatalysts for the oxygen 
reduction reaction 
doi: 10.1002/anie.201303109, Angew. Chem. Int. Ed. 52, 9849-9852 
(2013). 

 J.E. Low, A. Foelske-Schmitz, 
F. Krumeich, M. Wörle,  
D. Baudouin, F. Rascón,  
Ch. Copéret 

Narrowly dispersed silica supported osmium nanoparticles prepared by 
an organometallic approach: H2 and CO adsorption stoichiometry and 
hydrogenolysis catalytic activity 
doi: 10.1039/c3dt50980j, Dalton Trans. 42, 12620-12625 (2013). 

 G. Neophytides, L. Quaroni, 
F.N. Büchi, A. Orfanidi, S.G. 
Neophytides, T.J. Schmidt 

A new in situ spectroelectrochemical setup for FTIR measurements in 
operating high temperature polymer electrolyte fuel cells 
doi: 10.1016/j.elecom.2013.06.012, Electrochem. Commun. 34, 200-
203 (2013). 

 P. Oberholzer, P. Boillat,  
A. Kaestner, E.H. Lehmann, 
G.G. Scherer, T.J. Schmidt,  
A. Wokaun 

Characterizing local O2 diffusive losses in GDLs of PEFCs using 
simplified flow field patterns (“2D”,“1D”,“0D”) 
doi:10.1149/2.119306jes, J. Electrochem. Soc. 160, F659-F669 (2013). 

 P. Oberholzer, P. Boillat In situ diffusimetry of porous media in polymer electrolyte fuel cells 
using transient 2H labeling and neutron imaging 
doi:10.1021/jp4045435, J. Phys. Chem. C 117 (39), 19945-19954 
(2013). 

 N.I. Prasianakis, T. Rosen,  
J. Kang, J. Eller, J. Mantzaras, 
F.N. Büchi 

Simulation of 3D porous media flows with application to polymer 
electrolyte fuel cells 
doi:10.4208/cicp.341011.310112s, Commun. Comput. Phys. 13, 851-
866 (2013). 

 S. Pérez-Villar, P. Lanz,  
H. Schneider, P. Novák 

Characterization of a model solid electrolyte interphase/carbon 
interface by combined in situ Raman/Fourier transform infrared 
microscopy 
doi:10.1016/j.electacta.2013.05.124, Electrochim. Acta 106, 506-515 
(2013). 

 T. Sasaki, Y. Ukyo, P. Novák Memory effect in a lithium-ion battery 
doi:10.1038/NMAT3623, Nature Mater. 12, 569-775 (2013). 

 J. Schmid, K.R. Bickel,  
P. Novák, R. Schuster 

Microcalorimetric measurements of the solvent contribution to the 
entropy changes upon electrochemical lithium bulk deposition 
doi:10.1002/anie.201305508, 10.1002/ange.201305508, Angew. 
Chem. Int. Ed. 125, 13475-13479 (2013). 

 C. Villevieille, P. Novák A metastable β-sulfur phase stabilized at room temperature during 
cycling of high efficiency carbon fibre-sulfur composites for Li-S 
batteries 
doi:10.1039/c3ta13072j, J. Mater. Chem. A 1, 13089-13092 (2013). 

 X.J. Wang, R. Nesper,  
C. Villevieille, P. Novák 

Ammonolyzed MoO3 nanobelts as novel cathode material of 
rechargeable Li-ion batteries 
doi:10.1002/aenm.201200692, Adv. Energy Mater. 3, 606-614 (2013). 

 O. Waser, M. Heß,  
A. Güntner, P. Novák,  
S.E. Pratsinis 

Size controlled CuO nanoparticles for Li-ion batteries 
doi:10.1016/j.jpowsour.2013.04.147, J. Power Sources 241, 415-422 
(2013). 

 M. Weiland, P. Boillat,  
P. Oberholzer, A. Kaestner, 
E.H. Lehmann, T.J. Schmidt, 
G.G. Scherer, H. Reichl1 

High resolution neutron imaging for pulsed and constant load operation 
of passive self-breathing polymer electrolyte fuel cells  
doi:10.1016/j.electacta.2012.09.091, Electrochim. Acta 87, 567-574 
(2013). 
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 T. Engl, K. Waltar, L. Gubler, 
T.J. Schmidt 

Advanced studies of start/stop induced MEA degradation in high 
temperature PEFC 
B1203, 4th European PEFC & H2 Forum, Lucerne, July 2-5 (2013). 

 T. Engl, K. Waltar, L. Gubler, 
T.J. Schmidt 

CV or not CV: development of electrode diagnostics for high-
temperature polymer electrolyte fuel cells 
doi: 10.1149/05801.0819ecst, ECS Trans. 58 (1), 819-830 (2013). 

 L. Gubler, L. Bonorand Radiation grafted membranes for fuel cells: Strategies to compete with 
PFSA membranes 
doi: 10.1149/05801.0149ecst, ECS Trans. 58 (1), 149-162 (2013). 

 D. Weingarth, H. Noh,  
A. Foelske-Schmitz,  
A. Wokaun, R. Kötz 

A reliable determination method of stability limits for electrochemical 
double layer capacitors 
doi: 10.1016/j.electacta.2013.04.057, Electrochim. Acta 103, 119-124 
(2013). 

 D. Weingarth, A. Foelske-
Schmitz, R. Kötz 

Cycle versus voltage hold - Which is the better stability test for 
electrochemical double layer capacitors? 
doi: 10.1016/j.jpowsour.2012.10.019, J. Power Sources 225, 84-88 
(2013). 

 Z. Zhang, K. Jetsrisuparb, 
A. Wokaun, L. Gubler 

Study of nitrile-containing proton exchange membranes prepared by 
radiation grafting: performance and degradation in the polymer 
electrolyte fuel cell 
doi: 10.1016/j.jpowsour.2013.06.009, J. Power Sources 243, 306-316 
(2013). 

 Z. Zhang, Y. Buchmüller, 
A. Wokaun, L. Gubler 

Degradation study of radiation grafted membranes under low humidity 
conditions in the PEFC  
doi: 10.1149/2.002310eel, ECS Electrochem. Lett. 2, F69-F72 (2013). 

Conference Proceedings / Other Papers 

 

 J. Biesdorf, P. Oberholzer,  
F. Bernauer, A. Kaestner,  
P. Vontobel, E. Lehmann,  
T.J. Schmidt, P. Boillat 

Distinction of liquid water and ice based on dual spectrum neutron 
imaging 
doi: 10.1149/05801.0309ecst, ECS Trans. 58 (1), 309-314 (2013). 

 T. Binninger, E. Fabbri,  
R. Kötz, T.J. Schmidt 

Iridium-Titanium oxide as support for Pt catalyst in PEFC cathodes 
doi: 10.1149/05801.1835ecst, ECS Trans. 58 (1), 1835-1841 (2013). 

 P. Boillat, P. Oberholzer,  
E.H. Lehmann, G.G. Scherer, 
A. Wokaun 

The role of the micro-porous layer (MPL) in fuel cells: neutron imaging 
and advanced electrochemical analysis study 
doi:10.1557/opl.2013.424, Mater. Res. Soc. Symp. Proc. 1528 (2013). 

 S. H. Eberhardt, F. N. Büchi,  
T.J. Schmidt 

Localization of phosphoric acid in HT-PEFCs by X-ray tomographic 
microscopy 
Proceedings of the 4th European PEFC & H2 Forum, Lucerne, July 2-5 
(2013). 

 J. Eller, J. Roth, R. Gaudenzi, 
S. Irvine, F. Marone,  
M. Stampanoni, A. Wokaun,  
F.N. Büchi 

Water distribution in GDL near optimal humidification 
doi: 10.1149/05002.0477ecst, ECS Trans. 50 (2), 477-486 (2013). 

 A. Iranzo, P. Boillat,  
P. Oberholzer 

Integrated neutron imaging data and model development for the 
analysis of the impact of water on fuel cell performance  
Proc. IV Iberian Symposium on Hydrogen, Fuel Cells and Advanced 
Batteries, Estoril, Portugal, June 26–28, 2013, Rangel, C., Ed.; ISBN 
978-989-98482-0-7 

 S. Kreitmeier, A. Wokaun,  
F.N. Büchi 

Polymer electrolyte membrane durability - local degradation at pinholes 
doi: 10.1149/05002.0927ecst, ECS Trans. 50, 927-933 (2013). 
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 A. Rabis, E. Fabbri, A. Foelske-
Schmitz, M. Horisberger,  
R. Kötz, T.J. Schmidt 

Durable oxide-based catalysts for application as cathode materials in 
polymer electrolyte fuel cells (PEFCs) 
doi: 10.1149/05036.0009ecst, ECS Trans. 50 (36), 9-17 (2013). 

 J. Roth, M.R. Zurbrügg,  
S. Irvine, F. Marone,  
M. Stampanoni, F.N. Büchi 

Investigation of PEFC freeze start by X-Ray tomographic microscopy 
doi: 10.1149/05801.0453ecst, ECS Trans. 58,453-462 (2013). 

 T.J. Schmidt, A. Rabis,  
B. Schwanitz, G.G. Scherer 

Electrocatalysis for PEFCs: Oxygen reduction on nanoparticles and 
extended surfaces 
doi: 10.1557/opl.2012.1738, Mater. Res. Soc. Symp. Proc. 1491 
(2013). 

 T.J. Schmidt Dezentrale Brennstoffzellen-Heizgeräte: Auf dem Weg in die tägliche 
Anwendung 
Aqua & Gas Nr. 12 (2013). 

 D. Weingarth, A. Foelske-
Schmitz, A. Wokaun, R. Kötz 

PTFE bound activated carbon – a quasi reference electrode for ionic 
liquids and its application 
doi: 10.1149/05011.0111ecst, ECS Trans. 50 (11), 111-117 (2013). 

 Z. Zhang, K. Jetsrisuparb, 
A. Wokaun, L. Gubler 

Degradation study of advanced radiation grafted membranes in the fuel 
cell 
Proc. 5th International Conference on Fundamentals & Development of 
Fuel Cells (FDFC), extended abstract No. S0705, Karlsruhe, Germany, 
April 16-18, 2013.  

 Z. Zhang, Y. Buchmüller, 
T.J. Schmidt, A. Wokaun, 
L. Gubler 

The effect of relative humidity on chemical degradation of styrene 
based radiation grafted membranes in the PEFC  
doi: 10.1149/05801.0955ecst, ECS Trans. 58 (1), 955-968 (2013). 

 

TALKS  

Invited Talks 

 P. Boillat Neutron imaging of fuel cells: combining visualization with advanced 
diagnostics 
29th One-Day-Symposium of the PSI Electrochemistry Laboratory, 
Villigen, April 24, 2013. 

 
P. Boillat Neutron imaging and advanced electrochemical analysis of operating 

fuel cells 
ESS Symposium “Neutrons for Future Energy Strategies”, Villigen,  
May 27-29, 2013. 

 
F.N. Büchi Brennstoffzellen – Grundlagen 

Schweizerischer Verein des Gas- und Wasserfaches SVGW, 
Schwerzenbach, February 28, 2013. 

 F.N. Büchi Brennstoffzellen – Technologie und Anwendungen 
AMI-Kolloquium, Villigen PSI, March 1, 2013. 

 F.N. Büchi X-ray tomographic microscopy of low temperature polymer electrolyte 
fuel cells 
29th One-Day-Symposium of the PSI Electrochemistry Laboratory, 
Villigen, April 24, 2013. 

 F.N. Büchi 
Transport properties of gas diffusion layers in polymer electrolyte fuel 
cells 
Industrial Workshop on Thin Porous Media, Prague, Czech Republic, 
May 21, 2013. 

 F.N. Büchi Drive trains based on electrochemical systems  
European Campus of Excellence, Energy perspectives: present and 
future technologies, Villigen PSI, July 11, 2013. 
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 L. Gubler Radiation grafted membranes: strategies to outperform and outlast 
state-of-the-art PFSA materials  
Asilomar Conference on Advances in Materials for Proton Exchange 
Membrane Fuel Cells Systems, Pacific Grove CA, USA, February 17-
20, 2013. 

 L. Gubler Die Brennstoffzelle: Was ist der Stand der Technologie, wo drückt der 
Schuh?  
Hochrhein-Seminar für Mathematik und Naturwissenschaften, 
Waldshut, Germany, October 11, 2013. 

 L. Gubler Radiation grafted membranes for fuel cells: Strategies to compete with 
PFSA membranes   
224th ECS Meeting, San Francisco CA, USA, October 26-November 1, 
2013. 

 F.N. Büchi Imaging liquid water in polymer electrolyte fuel cells by XTM 
JUM@P '13: Joint Users' Meeting at PSI 2013, Villigen PSI, September 
19, 2013. 

 F.N. Büchi Bottleneck: Water management in PEFC – Results from X-ray imaging 
H2FC: European annual research progress review meeting 2013, 
Rome, Italy, October 17, 2013. 

 L. Gubler Radiation grafting: tailoring of ion-conducting membranes for 
electrochemical applications   
Physical Chemistry Colloquium, ETH Zürich, December 3, 2013. 

 E. Jämstorp Berg In situ interface analysis - the key to performance and safety of battery 
materials 
7th International Conference on Materials for Advanced Technologies 
(ICMAT), Singapore, June 30-July 5, 2013. 

 
R. Kötz EC Capacitor Fundamentals and Technology 

AABC13 Europe, Strasbourg, June 2013. 

 R. Kötz Ionic liquids for supercapacitors: potential window and stability 
considerations 
The 2013 International Conference on Advanced Capacitors 
(ICAC2013), Osaka, Japan, May 27-30, 2013. 

 P. Novák The battery materials’ challenges: bulk or surface? 
CIC Energigune, Vitoria-Gasteiz, Spain, March 7, 2013. 

 P. Novák In situ characterization of materials and electrodes: the key to future 
batteries 
Keynote presentation at the IBA 2013 - International Battery 
Association Meeting, Barcelona, Spain, March 14, 2013. 

 P. Novák How to understand batteries: in situ look into their reactions 
Keynote presentation at the PBFC 2013 - 6th International Conference 
on Polymer Batteries and Fuel Cells, Ulm, Germany, June 4, 2013. 

 P. Novák Advanced characterization of materials and electrodes for batteries 
Keynote presentation at the International Conference “Next Generation 
Batteries - Materials, Technology, and Applications”, Delmenhorst, 
Germany, June 15, 2013. 

 P. Novák Bulk with surface - the primary challenge of battery materials 
Helmholtz-Institut Ulm, Ulm, Germany, July 9, 2013. 

 P. Novák What structural methods can tell us about battery materials 
Keynote presentation at the 1st Graz Battery Days, Graz, Austria, 
October 1, 2013. 

 M. Özaslan Platinarme Elektrokatalysatoren für die Sauerstoffreduktion  
Materialinnovationen in der Wasserstoff- und Brennstoffzellen-
technologie Workshop, Hanau, Germany, March 20, 2013. 
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 T.J. Schmidt Fundamental materials science for electrochemical energy conversion 
Materials Research Center ETH Zürich, Zürich, January 15, 2013. 

 T.J. Schmidt Materials and electrocatalysts for future polymer electrolyte fuel cells 
University of Liverpool, Stephenson Institute for Renewable Energy, 
Liverpool, Great Britain, January 30, 2013. 

 T.J. Schmidt New electrocatalyst systems and old questions: Can we overcome 
current PEFC catalysis limits? 
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